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Abstract
This thesis focuses on theultrafast dynamics of electronic excitations in solids and
how they are in
uenced by the screening of the Coulomb interactionbetween charged
particles. The impact of screening on electron dynamics is manifold, ranging from
modi�cations of electron-electron scattering rates over trapping of excess charges to
massive renormalisation of electronic band structures. The timescales of these dynam-
ical processes are directly accessible by femtosecond time-resolved photoemission and
optical spectroscopy. Three exemplary systems are investigated to shed light onto these
fundamental processes:

Vanadiumdioxide undergoes a phase transition from a monoclinic insulator to a
rutile metal. Apart from temperature, doping and other in
u ences, the insulator-
to-metal transition can also be driven by photoexcitation. This, in the past, gave
rise to a controversy about the timescales of structural andelectronic transition and
raised the question which of them constitutes the driving mechanism. Using time-
resolved photoelectron spectroscopy, it is shown that the electronic band gap of the
insulator collapses instantaneously with photoexcitation and without any structural
involvement. The reason is a change of screening due to the generation of photoholes.
At the same time, the symmetry of the lattice potential changes, as seen by coherent
phonon spectroscopy. This potential change is likely to initiate the structural phase
transition from monoclinic to rutile structure. However, t he initial non-equilibrium
situation can be described by a metallic electronic structure with the atoms still in the
monoclinic lattice positions.

The SrTiO3/vacuum interface exhibits a two-dimensional electron gas(2DEG),
which is delocalised within the surface plane, but localised perpendicular to it. The
lower dimensionality changes the form of the screened Coulomb interaction and the
phase space within the 2DEG, leading to modi�ed hot carrier lifetimes. These are in-
vestigated by time-resolved photoemission spectroscopy:The predicted 2D behaviour is
con�rmed and two distinct �nal states within the unoccupied electronic band structure
are discovered. Furthermore, the population of the 2DEG is transiently increased by
photoexcitation from localised in-gap states into the 2DEG.

A di�erent type of screening by dipole moments in amorphous ice layers, is exploited
to stabilise and trap electrons within the polar medium in front of a metal surface.
Thereby, the mean free path of low energy electrons in amorphous ice is estimated.
Moreover, the trapped electrons are used to drive a chemicalreaction: A persistent
modi�cation of the surface electronic structure of the ice layer is explained via the
`dielectron hydrogen evolution reaction'.

Understanding the role of screening in these systems allowsto explain seemingly
unrelated e�ects, like trapping of excess electrons in ice and the insulator-to-metal
transition in VO 2, within the same concept.
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Kurzfassung
Diese Arbeit besch•aftigt sich mit ultraschneller Dynamik elektronischer Anregungenin
Festk•orpern und dem Ein
uss der Abschirmung der Coulomb-Wechselwirkungzwischen
geladenen Teilchen. Die Auswirkungen dieser Abschirmung sind vielf •altig und reichen
von der Modi�zierung von Elektron-Elektron-Streuraten •uber das Einfangen von•Uber-
schussladungen bis hin zur vollst•andigen Renormierung der elektronischen Bandstruk-
tur. Zeitaufgel•oste optische und Photoelektronenspektroskopie kann die Femtosekun-
den Zeitskala dieser dynamischen Prozesse direkt erfassen. Drei Beispielsysteme werden
untersucht, um solche grundlegenden Prozesse zu beleuchten:

Vanadiumdioxid weist einen Phasen•ubergang von monoklinem Isolator zu rutilem
Metall auf. Neben Temperatur, Dotierung und weiteren Ein
 •ussen kann man den
Phasen•ubergang auch durch Anregung mit Licht induzieren. Dies f•uhrte zu einer kon-
troversen Diskussion•uber die Zeitskalen des strukturellen und elektronischen Phasen-
•ubergangs und warf die Frage auf, welcher der beiden die treibende Kraft darstellt.
Durch zeitaufgel•oste Photoelektronenspektroskopie wird gezeigt, dass sich die Band-
l•ucke des Isolators sofort mit der Photoanregung schlie�t, ohne dass die Gitterstruktur
beteiligt ist. Der Grund ist eine •Anderung der Abschirmung der Coulomb-Wechsel-
wirkung durch photoinduzierte L •ocher. Die Spektroskopie von koh•arenten Phononen
zeigt, dass sich gleichzeitig das Gitterpotential•andert. Diese Potential•anderung initiiert
vermutlich den Phasen•ubergang von monokliner zu rutiler Struktur. Die anf•angliche
Ungleichgewichtssituation kann dennoch durch eine metallische elektronische Struk-
tur beschrieben werden, w•ahrend die Atome sich an ihren monoklinen Gitterpl•atzen
be�nden.

An der SrTiO 3/Vakuum-Grenz
 •ache existiert ein zwei-dimensionales Elektronengas
(2DEG), welches entlang der Ober
•ache delokalisiert, senkrecht dazu jedoch lokalisiert
ist. Die Form der abgeschirmten Coulomb-Wechselwirkung und der Phasenraum im
2DEG sind durch die niedrige Dimensionalit•at modi�ziert, was zu ver •anderten Lebens-
dauern von hei�en Ladungstr•agern f•uhrt. Diese Lebensdauern werden mit zeitaufgel•oster
Photoelektronenspektroskopie untersucht: Das vorhergesagte 2D-Verhalten wird best•a-
tigt und es werden zwei ausgepr•agte Endzust•ande in der unbesetzten elektronischen
Bandstruktur entdeckt. Weiterhin wird die Besetzung des 2DEG durch Photoanregung
aus lokalisierten Defektzust•anden in der Bandl•ucke vor•ubergehend erh•oht.

Eine andere Art der Abschirmung mit Hilfe von Dipolmomenten in einer amorphen
Eisschicht, wird ausgenutzt um Elektronen in einem polarenMedium vor einer Metall-
ober
 •ache zu stabilisieren und einzufangen. Hierbei wird die mittlere freie Wegl•ange
von niederenergetischen Elektronen in amorphem Eis abgesch•atzt. Weiterhin werden
die eingefangenen Elektronen dazu benutzt eine chemische Reaktion anzutreiben: Eine
langlebige •Anderung der elektronischen Ober
•achenstruktur der Eisschicht wird durch
die sogenannte "dielectron hydrogen evolution reaction" erkl •art.

Das Verst•andnis der Abschirmung der Coulomb-Wechselwirkung in diesen Systemen
erlaubt es, scheinbar unverwandte E�ekte, wie den Einfang von •Uberschusselektronen
in Eis oder den Phasen•ubergang von Isolator zu Metall in VO2, im Rahmen des gleichen
Konzeptes zu erkl•aren.
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1 Introduction
All matter consists of atoms, which are `glued' together by the Coulomb interaction
between the involved particles. In order to understand matter, it is thus important to
understand the Coulomb interactions in the various situations encountered in di�erent
types of materials. The high density of atoms (and thus also valence electrons) in solids
of approx. 1023 per cm3 makes such an understanding challenging. Fortunately, the
Coulomb interaction is modi�ed in most solids: It is screened by the charges within
the solid. Especially mobile carriers, but also bound ones and dipole moments of
polar materials that surround a single charged particle, react to its presence by spatial
redistribution. This leads to a reduction of the range and magnitude of the Coulomb
interaction, making it act more locally. One can thus rephrase the initial statement: In
order to understand matter it is important to understand the screening of the Coulomb
interaction.

One example, where screening plays a crucial role, is the Mott-insulating behaviour
of materials that due to their valency would be expected to bemetallic (NiO, V 2O3, etc.)
[Mot49]: The Coulomb interaction in such a system is badly screened, therefore, the
attractive Coulomb potential between lattice sites (ions) and valence electrons supports
bound states and the valence electrons localise at these lattice sites: A `Mott insulator' is
formed. These bound states disappear, when screening is enhanced due to an increased
density of free carriers, and the system becomes metallic. Such a Mott insulator-to-
metal transition can, for example, be initiated by chemical doping or increasing the
pressure.

Transforming the Coulomb interaction between many particles into a (changed)
screened potential is also related to the concept ofquasiparticles: A quasiparticle `con-
sists' of the bare particle and the (averaged) interaction with its environment. For ex-
ample interacting electrons in an electron liquid are `transformed' into non-interacting
quasi-electrons. Here, the interaction is manifested in a �nite quasi-particle lifetime
and e.g. e�ective masses. Other quasiparticles, e.g. phonons or plasmons, result from
the collective excitation of atomic lattice or electron density, respectively. Even when
polar molecules reorient to screen an excess electron, a quasiparticle (solvated electron)
is formed.

The degree of screening, being part of the interactions thatform the quasi-electrons,
therefore in
uences quasiparticle lifetimes in solids. Asmentioned before, the lack of
screening (i.e. the existence of `correlation') between valence electrons can also sub-
stantially in
uence the band structure of solids, even turning a metal into an insulator.

The timescales of such processes are in the range of femtoseconds (fs) to picosec-
onds (ps). In order to monitor ultrafast dynamics in condensed matter, it is useful to
apply a pump-probe scheme to spectroscopic measurements: Thereby, the investigated
system is perturbed by a �rst fs (pump) pulse and its responseduring the return to the
equilibrium is probed by a second (probe) pulse after a certain time delay. This time
delay is adjustable with the precision of fs, and also the laser pulses are tens of fs short,
giving access to dynamics on similar timescales. The measurement of the transient
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properties by the second pulse can be achieved in various ways, for instance by optical
and photoelectron spectroscopy.

In this thesis, I use time-resolved optical and photoelectron spectroscopy in order
to investigate three di�erent model systems with a focus on the electron dynamics and
how they are in
uenced by the screening in the respective system. The thesis's title
Ultrafast electron dynamics and the role of screeningcan be understood in two ways: 1

How does Coulomb screening in
uence the quasiparticle dynamics and 2
 , how can the
degree of screening be dynamically changed to modify material properties on ultrafast
timescales? Both aspects are investigated in this thesis for three model systems, as
outlined in the following:

Instantaneous band gap collapse in VO 2: Photoinduced change of screening
A seemingly concurrent electronic (insulator-metal) and crystallographic (monoclinic-
rutile) phase transition in VO 2 was discovered more than 50 years ago. However, the
driving mechanism, the underlying cause, and even the concurrency are still under
debate [Goo71, Zyl75, Wen94, Bie05, Lav14, Mor14, Bud14]. As VO2, from valency
of V and O, should be metallic, the formation of an insulating ground state is often
discussed in the context ofelectronic correlation versusstructural distortion . In other
words, the question was raised, whether the screening of theCoulomb interaction de�nes
the electronic structure of VO2 or if the distinct lattice structure is the reason for the
insulating behaviour. And even more intriguing: How can this behaviour (e.g. the
screening) be modi�ed by an external stimulus? The latter question is motivated by
the fact that the phase transition in VO 2 can be induced by various means, for example
by ultrashort light pulses [Roa71, Cav04, Bau07, Had10, Pas11, Mor14].

A new interpretation was initiated, when Cavalleri et al. [C av04] observed that,
after photoexcitation, the optical response does not evolve arbitrarily fast and suggested
that a structural bottleneck is involved, implying a struct urally driven mechanism for
the photoinduced phase transition. The idea was that distinct phonon modes map
the monoclinic crystal structure of insulating VO 2 onto the rutile structure of metallic
VO2. Excitation of those phonons would then act as a driving force for the structural
transformation and the electronic band structure would respond by becoming metallic.

In this thesis, the phase transition of VO2, induced by ultrashort ( � 40 fs) laser
pulses, is investigated by two complementary experimentaltechniques and theoretical
investigations. The coherent lattice response is probed bybroadband all-optical spec-
troscopy, where it is shown that the potential energy landscape for the ions changes
arbitrarily fast at high excitation densities. A highly non -equilibrium, transient-phase
with raised lattice symmetry is observed after photoexcitation. The electronic band
structure is investigated directly by time-resolved photoemission spectroscopy. A quasi-
instantaneous collapse of the band-gap in VO2 is observed simultaneously with pho-
toexcitation. Theoretical investigations1 using many-body perturbation theory within
a frozen (monoclinic) lattice con�rm: Photoexcitation results in a collapse of the elec-
tronic band gap within the monoclinic lattice structure.

These results show that the a photoinduced change of screening leads to an instan-
taneous collapse of the band gap in VO2, as adirect consequence of the photoexcitation.

1The calculations were initiated by the experimental result s and performed in the group of Prof.
Angel Rubio, San Sebastian.
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No structural involvement is observed, nor needed to explain this e�ect. The lattice,
of course, responds to this new potential energy landscape and electronic structure on
various timescales [Bau07, Had10]. Relaxation of hot carriers, on timescales on the
order of 100 fs, are observed directly in time resolved photoelectron spectroscopy and
indirectly by optical pump probe experiments within the photo-excited transient phase.

This is a signi�cant step forward towards the complete understanding of the pho-
toinduced phase transition in VO2 and emphasises the importance of screening: The
photoinduced change of screening transforms insulating VO2 into a metal.

Screening and electron dynamics in two-dimensions: The SrTiO 3/vacuum
interface
The SrTiO3/vacuum interface exhibits a two-dimensional electron gas(2DEG) [SS11,
Mee11]. Two dimensional systems are interesting because oftheir unique properties
(e.g. quantisation) and technological relevance (e.g. found in semiconductor devices).

With the dimensionality of the system also the screened Coulomb interaction changes.
This leads, in the framework of Fermi liquid theory (FLT), to a modi�cation of the de-
pendence of hot carrier lifetimes on excess energy� . The 1=� 2-scaling of quasiparticle
lifetimes in three dimensions is corrected by a logarithmicfactor in 2D, due to the
competition between decreased screening (higher scattering rates) and decreased phase
space for scattering events (lower scattering rates) [Qia05].

In this thesis, time-resolved photoelectron spectroscopyis used to investigate the
occupied and unoccupied electronic band structure of the STO(001)-surface and the
ultrafast electron dynamics therein. Interestingly, the 2D-character of the electron-
electron scattering rates is indeed observed at large excess energies, while a deviation
in the low-energy region is found, due to an increased density-of-states there. Further-
more, two distinct �nal states that are delocalised within, but localised normal to the
surface plane, are discovered. Moreover, it is shown that photoexcitation from occupied,
localised surface states within the bulk band gap of the material into the 2DEG leads
to a photoinduced transient �lling of the 2DEG. This increas ed �lling energetically re-
laxes on the order 100 ps, due to equilibration with the environment and recombination.

Screened excess electrons in amorphous ice: transmission, trapping and
reactivity
A more local aspect of screening of the Coulomb interaction comes into play when excess
electrons are injected into a polar, dielectric environment, for example amorphous solid
water (ASW, an amorphous phase of ice). In the liquid phase ofa polar solvent, an
excess charge is screened by a rearrangement of the dipoles,termed solvation. Dipole
moments in a solid are not as easily rotated, but are still able to screen excess charges
e�ciently. This occurs, for instance, in thin ASW layers ads orbed on metal substrates.
Here, excess electrons are excited from the metal, injectedinto the ASW and stabilise
energetically by molecular reorganisation of their environment [Bov03, St•a07a].

In this thesis, such solvated electrons are used to estimatethe mean free path
of low energy electrons in ASW, an important quantity in radi ation chemistry, where
interaction cross sections of secondary electrons with water are important. It is further-
more shown that an increase of the adsorbate layer thicknessdecouples excess electrons
trapped in surface defects of the ice layer to such an extent that their lifetimes increase
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at least to tens of seconds (i.e. by 14 orders of magnitude). These trapped electrons
are then used to drive an electron-induced chemical reaction, the dielectron hydrogen
evolution reaction: Thereby, two water molecules are transformed into two hydroxide
ions (OD� ) and a hydrogen molecule (D2) is formed, with the help of two trapped
electrons. The hydroxide ions change the work function of the system, which is directly
observed in the photoemission experiment.

In summary, I investigated very di�erent aspects of the in
ue nce of the screening
of the Coulomb interaction on electron dynamics in three model systems. Thereby, I
succeeded to answer the two questions, raised in the beginning: 1
 How does Coulomb
screening in
uence the quasiparticle dynamics and2
 , how can the degree of screening
be dynamically changed to manipulate material properties on an ultrafast timescale?
The second question is addressed �rst, by showing that the photoinduced change of
screening transforms insulating VO2 into a metal. The �rst question is answered by
the remaining two systems: The two dimensional electron gasat the STO surface
shows modi�ed quasiparticle lifetimes due to the changed screening in two dimensions.
In D2O, excess electrons are screened to such an extent by the dipolar ice matrix that
they reside in surface traps for tens of seconds and enhance chemical reactivity.

To get back to the initial statement that `in order to underst and matter it is im-
portant to understand the screening of the Coulomb interaction', one can conclude:
By learning about the details of screening, a lot of knowledge has been gained about
the investigated systems. The long-standing question of the driving mechanism of
the photoinduced insulator-to-metal transition in VO 2 is �nally answered. Electron
induced chemical reactions in amorphous solid water, an abundant form of water in
earth's atmosphere and interstellar space, have been observed and enhanced. Finally,
it is possible to transiently enhance the charge carrier density of the highly relevant
two-dimensional electron gas in STO by photoexcitation.s
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2 Questions and Background
The Coulomb potential �( r ) / q=r de�nes the interaction between charged particles
(electrons and nuclei) on a fundamental level. Most of the macroscopic and microscopic
properties of matter are in turn de�ned by these interactions. As soon as many carriers
are involved, they react to an excess charge as schematically depicted in Figure 2.1.
Electrons (red) move away from a positive excess charge (marked by the dashed circle)
in a) and move closer to a positive excess charge (blue) in b).This process is called
screeningof the Coulomb interaction. The local environment reacts tothe excess charge
by reorganisation within a screening cloud of displaced carriers. Another example for
screening is shown in c), where dipole moments (e.g. of polarmolecules) reorient to
screen the excess electron.

Screening of a point charge due to (quasi-)free electrons can be expressed by a
modi�ed screenedCoulomb potential �( r ) of the Yukawa form (see Appendix A)

�( r ) =
q

4�� 0r
e� r=� D ; (2.1)

where r is the distance to the chargeq and � D is the so calledDebye length[Cha99],
which is a measure of the size of the screening cloud. The di�erence to the unscreened
case is visualised in Figure 2.1 d). The screened potential is not simply renormalised,
but exhibits even qualitatively a di�erent shape. Its spatia l extension is smaller and
the interaction range is thus decreased. When the screened potential is attractive (e.g.
the Coulomb interaction of a positive ion is screened by surrounding mobile electrons)
it exhibits a limited amount of bound states or even no bound states at all, depending
on � D [Li06].
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Figure 2.1: screening of a negative a) and positive b) excess charge (marked by the dashed
circle) by other electrons (red). c) screening of a negative excess charge by reorientation of
dipoles. The initial positions of the screening electrons is indicated bythe grey circles. d)
Comparison of unscreened (red) and screened (blue) repulsive Coulomb potential.

The amount of screening and its structure determines material properties in equi-
librium and lead to interesting phenomena like phase transitions and solvation of excess
charges. In addition, screening in
uences important dynamical properties (e.g. elec-
trical conductivity) by modi�cation of electron scatterin g rates. It is therefore vital to
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2 QUESTIONS AND BACKGROUND

understand the manifold aspects of screening to gain insight into macroscopic material
properties and understand them on a fundamental level.

This chapter �rst presents concepts of solid state physics that are important for
the understanding of the investigated systems. Those systems and their properties are
subsequently introduced in the following sections.

2.1 Electron interactions and screening in the
investigated systems

The chemical composition of the material alone does not necessarily explain its macro-
scopic properties. Drude- and Sommerfeld-model and later quantum mechanical band
structure theory, to di�erent levels of precision, provided the basis for understanding
simple solid state systems and their electrical propertiesmicroscopically. A typical
metal consists of around 1� 1023 atoms per cm3 contributing the same amount of con-
duction electrons. Interesting phenomena like insulator-to-metal transitions can often
only be explained by taking the screened Coulomb interaction between these particles
into account.

But often it is not possible to handle such a many-body problem computationally
without simpli�cations. The Born-Oppenheimer-Approxima tion (Adiabatic Approxi-
mation) is used to decouple the wave function of the systems'nuclei from its electronic
one. This separation of electronic and lattice subsystems is used in conjunction with the
concept of an electron gas or liquid. Thereby a single particle band structure (single-
electron approximation) of electronic states in a solid is used to describe the many-body
system. It is e�ectively reduced to that of a single particle, which interacts with more
or less degrees of freedom of its environment via an interaction potential. The following
degrees of simpli�cation can be distinguished:

� Free electron gas (Drude-Sommerfeld model) Only the periodicity of the
crystalline lattice of the solid is superimposed on the freeelectron dispersion
leading to a folded band structure (Figure 2.2 a)). Fermi-Dirac statistics is used
to �nd the occupation of the density of states.

� Nearly free electron gas A static, periodic and weak potential representing
the screened ionic atoms is used to generate the band structure for a quasi-free
conduction electron in a metal (Figure 2.2 b)), thus openingband gaps at the
Brillouin zone boundaries Egap. Complete �lling of the valence band yields an
insulator, or if a small band overlap in k-space is maintained a semimetal (Figure
2.2 c) and d)).

� Fermi-liquid (proposed by Landau) The non-interacting Fermi-gas is trans-
formed into an interacting Fermi-liquid of dressed quasiparticles with �nite life-
times, by switching on interactions in an adiabatic manner. The quasiparticles
then behave again like non-interacting particles, while the interactions of the real
particles are included in the complex self energy of the quasiparticle. This leads
to a �nite lifetime � e-e of electrons with excess energy� = E � EF (with respect
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Figure 2.2: Energy bands for electrons in solids: a) free-electron dispersion (red) and back-
folding due to lattice periodicity (blue) as a starting point for: b) half �lled conduction band of a
metal, c) �lled valence- and empty conduction-band of insulator/semiconductor with band-gap
Egap , d) semimetal. e) The Peierls-mechanism leads to insulating behaviourwhere simple band
theory would predict a metal, when lattice distortion is allowed. f) Mot t insulator: Coulomb
interaction and screening de�ne insulating versus metallic behaviour.

to the Fermi level EF ) following [Kir09, Qia05].

� e-e = � � 1
e� e = 176:481[fs� m� 2=5 � eV2] �

n5=6

� 2 (2.2)

Additionally the DOS, i.e. the real band structure, can be considered, introducing
corrections by modifying scattering phase space and importantly the screening of
the Coulomb interaction itself.

� Strongly correlated systems exhibit interaction strengths, that do not allow
the above approximation of non-interacting quasiparticles. E.g. interaction with
the crystal lattice can result in a Peierls-Transition and one approach to take
electronic correlations into account is to employ simpli�ed model Hamiltonians
(e.g. Mott-Hubbard) (Figure 2.2 e) and f)).

Modern solid state theory is able to qualitatively and, to a growing extent, quan-
titatively predict the band structure of many solids and distinguishes between metals,
semiconductors and insulators as shown in Figure 2.2. The �lling of the Bloch bands
is simply determined by counting the electrons per unit cell. For a half-�lled band, as
displayed in b), a small energy is su�cient to move the occupation by a small amount
in k-space corresponding to a non-zero net momentum of all conduction electrons (i.e.
a current). The presence of a band gap, shown in c), prevents conductivity, as a much
larger amount of energy is needed (Egap) to create a non-zero total momentum.
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Beyond single particles: Figure 2.2 e) and f) show two of the most prominent
simplifying models for collective e�ects and correlations beyond single-particle band-
theory. Half �lled bands are susceptible to a Peierls transition if the energy gain by
opening a gap at half the original Brillouin zone (i.e. lowering occupied electronic states
in energy at �= 2a) is larger than the energy needed to modulate the lattice structure,
such that the original unit cell size is doubled. For one dimensional chains (1D) the
distorted, insulating structure is in fact the ground state of the system. [Gr•u94] There-
fore, quasi-1D systems are susceptible to Peierls transitions along with the formation
of charge-density-waves [Sch08, Ros11].

A Mott transition on the other hand, is based on the screened Coulomb interaction
between electrons, also termed strong electronic correlation. In a metal with delocalised
conduction electrons, the Coulomb interaction is well screened. In this case, the nar-
row attractive potential around the nuclei thus prohibits b ound electronic states. When
screening is reduced e.g. by reduction of the charge density(i.e. the e�ective Coulomb
interaction increases), at some point the screened Coulombpotential gets wide enough
to support bound states. These states localise electrons atthe atomic sites and re-
move them from the delocalised conduction band. This results in a further reduction
of the screening, stabilising the localised state, and leads to a metal-to-insulator tran-
sition [Mot49, Geb97]. Especially in transition metal compounds with rather localised
d valence orbitals, the Coulomb interaction is not well screened, which makes those
systems susceptible to such a Mott metal-to-insulator transition. Mott �rst formulated
an empirical expression for the band gap of sizeEgap

Egap = U �
1
2

(B1 + B2) (2.3)

whereU is the Hubbard intra-atomic correlation energy (Coulomb repulsion) and B1/2
the bandwidth of lower and upper Hubbard band (i.e. the degree of localisation).
[Zyl75] In Figure 2.2 f) the resulting `band structure' is sketched. Large screening
leads to delocalised bands with large bandwidthsB1=2 and weak repulsionU (left). A
conducting, metallic material is formed. When screening isreduced (e.g. by lowering
the charge density), the bandwidths get smaller and the interaction increases (right).
This leads to the opening of a gap, characteristic for an insulating material.

Advancing this model into the framework of a proper quantum mechanical treat-
ment in the second quantisation, the so called Mott-HubbardHamiltonian can be used
to describe such systems [Geb97]. More advanced theoretical methods like hybrid DFT,
including non-local interactions, and the GW approximation (W = screened Coulomb
interaction, G = Greens function) are nowadays able to describe correlated systems
without a the above model assumptions to an increasing extent, but at the expense of
comparably high computational cost [Gat07b, Ior12].

E�ects of dimensionality: So far mainly three-dimensional (3D) systems where
discussed. Con�ning an electronic wave function in one direction, can demand the
description in two dimension, e.g. as a two-dimensional electron gas (2DEG), lead-
ing to new phenomena. Fermi liquid theory then predicts both, a di�erent scattering
behaviour due to the decrease in phase space for electron scattering, and also a modi�-
cation of the screened Coulomb interaction. These modi�cations lead to a logarithmic

8



2.2 Crystallographic and electronic phase transition in VO2

correction of electron-electron scattering rate, which then becomes [Kir09, Qia05]

� e-e = � � 1
e-e = 264[m2 � eV2 � fs] �

n2D

� 2ln(47:88n2D
� )

(2.4)

With 2D-electron density n2D and excess energy (with respect to the Fermi energy)� =
D � EF . Of course the 2D system is never completely decoupled from its environment.
The screening and phase space in the real system will most likely also depend on the
electronic band structure of its surrounding.

Dipolar screening: As shown already in Figure 2.1 c), not only electrons can screen
the Coulomb interaction. Electric dipoles screen charges e�ectively by reorientation as
well. This results in the well known phenomenon of solvationin polar solvents (The
ions of NaCl are solvated in water). The dipole moments are carried by polar molecules
like water or ammonia. Solvation therefore plays an important role in chemistry in the
liquid phase. But also frozen solvents (like water clustersof interstellar or atmospheric
ices) are able to solvate excess charges. These charges can even be e�ectively trapped
in such polar environments, if the energetic stabilisationdue to the screening and the
decoupling from the environment are strong enough. Localised excess charges are a
very reactive species and especially important in atmospheric physics and chemistry.

Topics of this thesis: Al previously discussed aspects of screening - strong elec-
tronic correlation, e�ects of dimensionality and dipolar screening - are examined by
investigating di�erent model systems:

� VO2 and its phase transitions are investigated to clarify how correlated this mate-
rial really is and whether electronic correlations (Mott) or crystallographic struc-
ture (Peierls) generate the driving force for its photoinduced phase transition.

� The e�ect of low dimensionality and the surrounding environment on electronic
screening is investigated by examining the electron dynamics in the 2D electron
gas (2DEG) at the SrTiO3/vacuum interface.

� Dipolar screening is exploited to trap excess electrons in amorphous ice layers
adsorbed on a copper single crystal by tuning the coupling tothe substrate and
exploiting the stabilising properties of polar media.

From this diverse selection of systems it becomes clear thatthe screened Coulomb
interaction is important in many �elds and aspects and results in interesting phenom-
ena, that would not be expected from such a simple thing as theCoulomb force. In the
following a detailed overview over those systems is given.

2.2 Crystallographic and electronic phase tran-
sition in VO 2

VO2, exhibits a thermally induced, �rst-order, reversible, phase transition in crystal-
lographic [Wes61] and electronic [Mor59] structure from aninsulating-monoclinic to

9



2 QUESTIONS AND BACKGROUND

cm

am

bm

cr

ar

br

monoclinic
insulator

rutile
metal

T < TC T > TC
Vanadium

Oxygen

Figure 2.3: Comparison of crystallographic phases in VO2: on the left the monoclinic unit cell
is indicated by the solid lines. Vanadium atoms are represented by thered balls, oxygen atoms
are in blue. For comparison two unit cells of the rutile phase corresponding to the monoclinic
one are indicated by the dashed lines. On the right side the rutile, metallic, high temperature
phase is depicted. Two rutile unit cells are indicated by the solid black lines, the dashed lines
show the corresponding monoclinic unit cell. In the central panel both structural arrangements
are superimposed (rutile phase in greyscale).

a metallic-rutile phase, both discovered nearly 60 years ago by Westman and Morin.
The transition temperature TC ' 340 K is easily accessible in experiments and very
suitable for applications, as it lies slightly above room temperature. The corresponding

structure a (�A) b (�A) c (�A) � (� ) volume (�A3)
monoclinic 5.7517 4.5378 5.3825 122.646 118.2899

rutile 4.5546 = a 2.8514 - 59.1505

Table 2.1: Lattice constants of monoclinic and rutile VO2, determined by X-ray di�raction
experiments. [Lon70, McW74]

lattice structures for temperatures below and aboveTC are displayed in Figure 2.3,
based on structural data from X-ray di�raction experiments [ Lon70, McW74]. The
lattice parameters for the two phases are summarised in Table 2.1. Two unit cells
(each containing 2 vanadium and 4 oxygen atoms) are shown in the right panel of the
�gure, corresponding to the high temperature, rutile phase. When lowering the tem-
perature below TC , the vanadium atoms dimerise and the dimers tilt away from the
rutile cr -axis. In the central panel both structures are superimposed to highlight the
di�erences (rutile structure in grey): Oxygen octahedra (one is indicated by the blue
shaded shape) are only slightly disturbed, while the vanadium atoms move by a larger
amount. This structural change constitutes a lowering of symmetry and an e�ective
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2.2 Crystallographic and electronic phase transition in VO2

doubling of the unit cell (the monoclinic unit cell contains 4 vanadium and 8 oxygen
atoms). The volume changes by approx. 0.045 % [Kuc79].

Besides direct observation of the lattice structure by di�raction techniques, both
phases exhibit a distinct response in Raman spectroscopy: The insulating monoclinic
phase (space group: P21/c, No. 14) [Eye02] has 18 Raman active phonon modes (at
the � point), as shown in [Sch02, Jon10]. In contrast the ruti le phase (space group:
P42/mnm, No. 136) exhibits only 4 Raman active modes, detected as very broad peaks
by Raman spectroscopy [Sch02].

Remarkably, at about the sameTC , the conductivity of VO 2 changes by up to �ve
orders of magnitude [Ber69], which constitutes a metal-to-insulator transition. 2 The
phase transitions in VO2 are of �rst order due to the existence of latent heat and a
diverging heat capacity [Ber69]. Considering the atomic orbitals of V4+ and O2� ions

rutile
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Figure 2.4: Rutile unit cell with c r -axis along x a) and schematic representation of the VO2

electronic band structure in the vicinity of the Fermi level b). Adop ted from [Eye02].

and the respective crystallographic structure, Goodenough gave a �rst description of
the electronic structure in both phases, which is illustrated by Figure 2.4. [Goo71] In
a), the rutile unit cell is shown. The central V atom (red) sit s inside an O-octahedron
(blue). Therefore the 5 V-3d orbitals are split by the octahedral crystal �eld into the
usual eg and t2g manifold. Degeneracy of thet2g manifold is lifted further and the
dx2 � y2

3 (green translucent shape) orbital is split o� at lower energies and nameddk,
while the remaining t2g orbitals are termed � � . The resulting dk and � � bands of the
solid are illustrated in Figure 2.4 b). In the rutile phase both bands overlap with the
Fermi energy.

When undergoing the phase transition, the displacement of the V-atoms and their
pairing along the rutile cr -axis leads to a splitting of the dk band (which also points
along the cr -axis) and a shift of � � to higher energies, as displayed in b). Goodenough
assumed that this splitting, which results from the structural distortion, i.e. the lattice
structure only, is su�cient to open up a band gap.

Such a Peierls-insulator type of description was contradicted by Mott [Zyl75]. He

2The conductivity changes from approximately 0.1 to 1000 
 � 1cm� 1 . A good conductor (e.g. cop-
per) has a conductivity of 6 � 105 
 � 1cm� 1 , while good insulators (e.g. fused silica) have conductivities
on the order of 1 � 10� 20 
 � 1cm� 1 . It would therefore be more accurate to speak of a semiconductor-
to-bad-metal or non-metal-metal transition. For simplici ty it is nevertheless called insulator-to-metal
transition.

3The unusual choice of coordinates leads speci�c naming conventions. The t2g manifold consists of
dx 2 � y 2 , dxz and dyz orbitals, not the usual dxy , dxz and dyz .
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argued that for a quantitatively correct description electronic correlations have to be
considered. The underlying Mott-Hubbard insulator model predicts a band gap between
lower (occupied) and upper (empty) Hubbard band of sizeEG (see Equation 2.3), which
depends on the bandwidthsB1 and B2 of the two Hubbard bands and the intra-atomic
correlation energyU, due to electron-electron interaction [Mot74]. According to Mott,
the displacement of the V-atoms in the monoclinic phase onlydecreases the bandwidth
of the d-bands. This narrowing on the other hand makes the system susceptible to a
discontinuous Mott transition. To clarify which of those tw o models, if any, yields an
appropriate description of VO2, a great deal of theoretical and experimental studies
were performed.

For a long time a single theoretical framework was not able toexplain both phases of
VO2 at the same time. Ab initio molecular dynamics (MD) simulation based on density
functional theory (DFT) in the local-density approximatio n (LDA) does yield correct
crystallographic structures, but in the monoclinic phase no electronic band-gap is ob-
served, even though the electronic structure (band overlap) around the Fermi energy is
signi�cantly altered [Wen94]. The opposite failure, an insulating rutile and insulating
monoclinic ground state was found when using DFT in the spin polarised local-density
approximation (LSDA) [Kor02, Kor03]. Choosing the `right' hybrid functional (Heyd,
Scuseria and Ernzerhof (HSE), including electron-electron interaction exactly to some
extent) results in correct insulating monoclinic and metallic rutile electronic structure
[Eye11], but concerns have been raised that similar problems occur, when including
spin polarisation [GC12, Yua12, Cou13]: The rutile ground state becomes insulating
and the monoclinic one magnetic.

Fortunately theoretical methods and models have evolved, leading to more consis-
tent results: Simpli�ed model GW calculations 4 yield the correct electronic structure
for both crystallographic phases [Con99]. Also cluster dynamical mean �eld theory
(DMFT) plus DFT+LDA including a parameter U (constant for both phases) yields
the right electronic structure in rutile and monoclinic pha se. Last but no least DFT-
LDA plus a self-consistentGW correction on the COHSEX (Coulomb hole and statically
screened exchange) level plus a one-step, perturbativeG0W0

5 calculation also success-
fully describes both phases in VO2. It seems that di�erent theoretical approaches are
able to describe the electronic properties of the monoclinic phase correctly when they
a) use the monoclinic crystallographic structure and b) accommodate for non-local
electron-electron interaction and screening, but still on a single quasiparticle band-
structure level (moderate correlations). The simpli�ed Peierls and Mott model pictures
are not needed to explain the equilibrium properties of VO2 in both its phases, but
both structure and correlations play a role to some degree.

Static experimental methods, e.g. photoemission spectroscopy [Shi90, Koe06, Sae09,
Sug09], Raman-spectroscopy [Sch02, Jon10] and di�raction techniques [Lon70, McW74]
are able to identify the expected signatures of the two phases of VO2, but lack the ability
to consistently explain the underlying mechanism of the transition. Photoemission for
instance probes the electronic structure, while di�raction and Raman-spectroscopy are

4 In Hedin's GW approximation [Hed65] the complex self energy � of a quasipa rticle is approximated
by the product of the single particle Greens function G and the screened Coulomb interaction W . In
the model GW the self energy only mimics this de�nition.

5Eigenvalues and orbitals are not calculated self consistently in this last step
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2.2 Crystallographic and electronic phase transition in VO2

sensitive to the crystallographic one. Neither of them can directly reveal the intercon-
nection between electronic and lattice degrees of freedom.Also, the driving mechanism
for any change is per de�nition dynamic and static snapshotswill always have a hard
time to unambiguously reveal its nature. In addition, the concurrency of crystallo-
graphic and electronic phase transition is questioned in general and the existence of a
monoclinic metallic phase is observed [Arc07, Qaz07, Lav14].

A common approach to disentangle cause and e�ect is to performtime resolved
out-of equilibrium studies. A system is perturbed by a momentary stimulus (often ul-
trashort laser pulses are employed to access the timescalesof electron-electron scattering
and nuclear motions) and its relaxation or transient changewith time is monitored sub-
sequently. The electronic and crystallographic phase transition in VO 2 can in fact be
photoinduced, paving the way for such studies, as describedin the following.

Photoinduced phase transition Roach and Balberg [Roa71] �rst showed that the
phase transition in VO2 can be photoinduced by pulsed lasers in an ultrafast manner.
Such a photoinduced phase transition (PIPT) is important for applications as it would
allow e.g. ultrafast electro-optical switching. Driving t he phase transition on a non-
equilibrium pathway has also raised hopes for understanding the underlying physics in
general: If electronic correlation is responsible for the insulating gap, photo-excitation
could instantly remove it, while a in a lattice-mediated scenario, �rst the lattice struc-
ture would have to change, before the electronic gap could close.

Time-dependent studies of the PIPT have been conducted in the past, using various
types of probes. The structural evolution has been probed byelectron [Bau07] and X-
ray di�raction [Cav01, Had10, Had11], showing that the evolution of the ionic positions
happens on various timescales. Those timescales start at sub-ps but extend up to ns,
due to di�erent steps in atomic rearrangements until the atoms resemble the equilibrium
high-temperature structure. Unfortunately, the initial u ltrafast timescale (sub-100 fs),
that would give possible insights into the driving mechanism, is not accessible due to
the lack of time resolution. Also the ionic positions are probed, not the dynamical
potential energy landscape, that de�nes the driving force of ionic motion.

Transient optical re
ectivity and transmission with super ior time resolution showed
a threshold behaviour for the maximum speed in the optical response [Cav04]. There
the phase `transition time' was determined for various pump-pulse durations and no
faster transition than 80 fs was observed, even with 15 fs pump pulses. Thisstructural
bottlenecksuggested a lattice-mediated, Peierls-type mechanism. The idea was that the
photo-excitation coherently excites a phonon that maps themonoclinic onto the rutile
crystallographic structure6, thereby driving the transition. However, optical techniques
do not probe the electronic structure directly, but the dielectric function instead, in-
cluding e.g. low-energy lattice excitations and thermal e�ects and lacking an absolute
energy scale. This lack of an absolute energy scale does not allow to distinguish be-
tween free carriers within the conduction band (of the insulating band structure) due
to photoexcitation and truly metallic response of a system due to a band gap collapse.

6The assumption that a 6 THz phonon mode maps monoclinic to rut ile structure was re�ned in
[Yua13]: The phonon mode along the V-dimers oscillates at 10 THz, tilting of the dimers happ ens at
6 THz
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2 QUESTIONS AND BACKGROUND

To partially circumvent this problem, broadband THz probin g was employed [K•ub07,
Pas11] to disentangle lattice and electronic contributions via the probe photon energy.
There, it is shown that only between h� = 40 and 80 meV, IR-active phonons are
probed, and above 80 meV the THz conductivity shows no (vibrational) lattice contri-
butions (but still no absolute energy for electronic transitions is possible to determine).
A phase transition threshold on the other hand was extractedat the arbitrary pump-
probe delay of 1 ps for the wavelength-integrated spectra. This assumes that the overall
re
ectivity change at 1 ps is directly connected to the electronic phase transition only.
The authors observe a coherent wave packet motion in an excited, transient state and
a ultrafast onset of a metallic response in the THz conductivity without evidence of a
structural bottleneck.

Another approach to disentangle electronic and lattice response was performed by
Siwick and co-workers [Mor14]. Ultrafast electron di�racti on was used to probe lattice
and valence orbital structure and simultaneously time resolved optical IR-spectroscopy
was used to monitor the electronic response. A state with metal-like IR-re
ectivity is
reported with the monoclinic lattice structure intact, i.e . a monoclinic Metal.

A transient phase with monoclinic lattice structure exhibi ting metallic signatures
has also been reported in time-resolved studies by [Kim06, Coc12, Tao12, Yos14] and
statically at high pressure (> 10 GPa) by [Arc07]. The problem of all of the presented
experiments is the lack of an absolute energy scale, when probing the dielectric function
of a material optically. Highly excited matter can show a `metallic signature' just
because carriers are freed by the excitation and not becauseits electronic structure
changed. In other words it is unclear from optical experiments whether the metallic
response is generated due to low-energy transitions acrossthe Fermi energy (i.e. due
to a band gap collapse) or within the transiently populated conduction band (i.e. with
the band gap intact).

A technique that provides a direct view into the electronic band structure, in-
cluding absolute energies, is photoelectron spectroscopy. Time-resolved photoemission
spectroscopy is very challenging on VO27. Unfortunately the few successful attempts
[Dac11, Yos14] so far, do not possess the time resolution to identify a driving mechanism
initially after photoexcitation.

Open questions regarding VO 2: Despite countless investigations concerning VO2,
from which only a fraction was mentioned above, various openquestions remain. The
driving force of the photoinduced phase transition is still under debate: Is the detour
via the lattice after photoexcitation (of electrons) really necessary to reach a metallic
phase, i.e. does the 80 fs phonon bottleneck exist, and if not, how fast can one drive
the transition ultimately? What is the nature of the photoex cited phase before all
components of the system thermalise and is there a (transient) monoclinic metal?

To shed light onto these questions, in this work, a complementary approach of time-
resolved broadband optical and photoemission experimentswere used. The comprehen-
sive set of performed experiments is illustrated by Figure 2.5: The equilibrium phases
(M1 and R) of VO 2 are characterised statically and following weak perturbation (narrow

7Preparation of a stoichiometric VO 2 surface in UHV is non-trivial, due to oxygen loss upon heatin g,
which a�ects surface sensitive techniques like PES strongly.
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Figure 2.5: Experiments employed to shed light onto open questions regarding VO2, as de-
scribed in the main text (schematic overview). Weak excitation (narrow pulse) perturbs mon-
oclinic (M1), transient (?) and metallic (R) phase. Strong excitation (bold pulse) drives the
PIPT. The lattice potential symmetry is probed optically via coheren t phonon response (Chap-
ter 4.1) and the electronic structure is probed by photoelectron spectroscopy (Chapter 4.2).

pulses) in a time-resolved manner. Strong photoexcitation(bold pulse) is used to drive
the PIPT via a transient non-equilibrium phase ?
 . Weak perturbation of the transient
phase via three-pulse experiments permits its further characterisation. Their lattice po-
tential energy landscape [Wal11, Wal13] is probed via coherent phonon response using
optical broadband whitelight spectroscopy [Weg11] (Chapter 4.1). Time resolved pho-
toemission spectroscopy reveals a quasi-instantaneous metallisation [Weg14] (Chapter
4.2). Theoretical calculations in the monoclinic lattice structure con�rm that photoex-
citation can instantaneously generate a monoclinic metallic phase due to a massive
change in screening. A purely electronic e�ect is su�cient to generate this transient
phase.

2.3 Surface 2D electron gas in insulating SrTiO 3

SrTiO3 (STO) is the `Silicon of the emerging �eld of oxide electronics' [SS11], as it is
easy to fabricate (and therefore commonly used as a substrate), but also shows intrigu-
ing properties, as for example a high mobility two-dimensional electron gas (2DEG) at
the LaAlO 3/SrTiO 3 interface [Oht04]. This 2DEG between two insulating solidscan be
controlled by �eld e�ects [Cen08], is superconducting at temperatures below 200 mK
[Rey07] and conductivity can be modulated by electric �eldsin prototypical �eld e�ect
transistors [Eer13].

The discovery of a 2DEG that is localised in the surface normal direction of the
vacuum cleaved or annealed SrTiO3/vacuum interface provides a comparable model
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2 QUESTIONS AND BACKGROUND

system with easy experimental access. As the 2DEG is situated at the vacuum interface,
surface sensitive photoelectron spectroscopy can be used to shed light onto its quantised
structure [SS11, Mee11].

Sr
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a) b)
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z

dxydxz
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2 2

z
2d

Ti 3d
eg

t2g

Figure 2.6: Bulk STO crystal and orbital structure: a) cubic unit cell of STO. b ) Angular part
of 3d atomic orbitals and crystal �eld splitting of eg (top: dx 2 � y 2 and dz2 ) and t2g (bottom:
dxz , dxy and dyz ) manifolds.

SrTiO3 has a perovskite cubic lattice structure with a lattice constant of 3.9 �A,
as shown in Figure 2.6 a), and is an insulator with an indirectband gap of 3.25 eV
and a direct gap of 3.75 eV [vB01, Pis04]. Strontium atoms (red) are at the corners of
the unit cell while the titanium atom (green) is in the centre , surrounded by 6 oxygen
atoms (blue). The highest occupied states are derived mainly from oxygen 2p orbitals.

The empty conduction band originates from titanium 3d orbitals. Figure 2.6 b)
shows this Ti 3d manifold, which is split by the octahedral crystal �eld of th e oxygen
octahedron. The orbital lobes of thet2g manifold (bottom) point in between the oxygen
atoms and are therefore lowered in energy. As each of thet2g orbitals extend further
in two directions, they form bands that are more localised (heavier) in one and more
delocalised (lighter) in the other two directions. The orbitals of the eg manifold (top)
point along the x, y and z axes directly towards oxygen atoms, hence their increased
relative energetic position.

Figure 2.7 illustrates the electronic structure of STO further. Panel a) displays the
cubic Brillouin zone of the simple cubic lattice structure. High symmetry points are
indicated by the red circles and letters. For investigations of the STO(100) surface the
�- X direction is the most relevant. Angular resolved photoemission data, presented
in Chapter 5, is recorded in the direction kx , indicated by the dashed red line and
therefore also namedkp (parallel to the examined surface). Due to the cubic symmetry
of bulk STO, this direction is equivalent to the momentum dir ection perpendicular to
the surface (kz).

Screened hybrid DFT calculations yield a quantitative picture [EM11] of the occu-
pied and unoccupied electronic band structure of STO. The calculated bands in �- X
direction from Brillouin zone centre to one of the cubic facecentres is shown in b). The
calculations yield a direct band gap at the � point between 3.59 and 3.87 eV and an
indirect band gap (betweenR and �, not shown) between 3.18 and 3.53 eV, depending
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Figure 2.7: Electronic band structure of SrTiO3: a) shows the Brillouin zone of a simple
cubic lattice structure. High symmetry points are marked in red. The red dashed line (�-
X ) corresponds to the angular direction that is probed in angle-resolved measurements. The
calculated band structure of bulk STO (adopted from [EM11]) is partially shown in b). c)
Displays the spatial dependence of the electronic structure with downward bent conduction
band (green) and Rashba-split sub-bands [SS14] around � in the surface region. Excitation
from initial to potential �nal states is indicated by the blue arrow.

on the used basis set. This is in good agreement with experimental values of 3.75 and
3.25 eV, respectively.

As mentioned before, two of the threet2g orbitals (green) have a good overlap in
this direction (i.e. in each of the �- X directions), yielding two degenerate8 dispersive
bands with more delocalised character. The other orbital with less overlap results in
a single heavier, less dispersive band. Similar arguments hold for the energetically
higher eg manifold (blue). The position of the Fermi level was shifted slightly below
the conduction band to indicate the common n-doped character of the system [Fuj92,
Cha10].

Many studies, predominantly photoelectron spectroscopy,have investigated the bulk
and surface electronic structure of STO. Bulk crystals become metallic upon various
types of electron doping. Nb- and La-doped STO samples show metallic states at
the Fermi energy in photoemission studies [Tak09, Ish08, Aiu02, Fuj92]. Bulk oxygen
de�ciency after annealing undoped STO above 1000� C in ultrahigh vacuum [Cha10]
has a similar e�ect and leads to conducting samples with a metallic Fermi surface.
Often, broad in-gap states9 (IGS) are observed at 1.3 to 1.5 eV binding energy in such
doped metallic samples.

Metallic STO surfaces can be generated by adsorption of hydrogen [D'A12], elec-

8The phase transition from high temperature cubic to low temp erature tetragonal structure at
TC = 110 K does neither change the crystallographic nor electronic structure by a signi�cant amount.
A slight tilting of the oxygen octahedra leads to a lifting of the degeneracy in the conduction band
manifold by tens of meV [Mat72].

9The exact origin of the in-gap state is still not clear: It is o bserved in most experimental studies
of electron doped STO [Tak13, Ahn03, Aiu02, Fuj92, Ish08, SS11, Mee11, Plu14], but interpretations
range from incoherent satellites due to electron correlati on [Fuj92, Ish08] to defect states in the band
gap due to O-vacancy clustering [Sha98] or O-vacancy induced states located at the Ti ions [Ric03].
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2 QUESTIONS AND BACKGROUND

tron irradiation [Tak13] and UV irradiation [Plu14, Mee11] and are interestingly also
observed on vacuum fractured surfaces [Hen78, SS11]. There, the broad IGS and the
metallic state at the Fermi level both disappear upon dosageof � 0:3 L of oxygen[Hen78,
Aiu02] and it is therefore concluded that the doping mechanism is connected to oxygen
vacancies at the surface, generated by the fracturing.

Only recently such metallic states on the STO-vacuum interface have been identi�ed
as truly con�ned to the surface, i.e. as a 2D electron gas (2DEG), via photon energy
dependent high resolution ARPES [SS11, Mee11] and scanningtunneling spectroscopy
[DC12b] studies. These showed various quantised sub-bands, originating from STO's
bulk Ti 3 d t2g manifold. These bands are delocalised in the surface plane,but localised
in surface normal direction, hence the term 2DEG. Figure 2.7c) illustrates these �nd-
ings: Oxygen vacancies generated by fracturing [SS11] or UV-illumination [Mee11] lead
to a downward band bending of the bulk conduction band (t2g manifold in green) to-
wards the sample surface (z0). Because the band is bent below the Fermi levelEF , the
respective states become occupied and a high mobility 2DEG with possibly quantised
sub-bands is formed.

Even more recent experiments revealed additional intriguing features of the 2DEG:
In [SS14], using spin-resolved photoemission spectroscopy, the quantised sub-bands are
reinterpreted as giant Rashba-split bands. This is illustrated in on the right side of
panel c): Rashba splitting (indicated by the arrow) leads to two bands (grey) that
appear as one band with strong and one with weak dispersion (black) due to a lifted
degeneracy at � due time-reversal symmetry breaking (i.e. magnetic order). In [Plu14]
it is found that only the band derived from the dxy orbital is truly 2D (zero dispersion
in kz, i.e. surface normal, direction), while dxz and dyz exhibit large e�ective masses
(weak dispersion), but still a 3D character. In the latter tw o studies, polished and
etched samples were used and in [Plu14] di�erent types of annealing treatments were
compared, all resulting in the same, universal surface electronic structure, virtually
independent of surface treatment and bulk doping.

Open questions regarding SrTiO 3: There are a few open questions regarding this
highly interesting surface electronic structure of STO: How does the di�erent dimension-
ality of the electronic band structure modify the screeningof the Coulomb interaction
and thereby a�ect hot electron lifetimes in the system? How does the surface electronic
structure couple to the bulk bands?

In fact the unoccupied electronic structure has so far been experimentally investi-
gated only with low energy resolution by means of inverse photoemission spectroscopy
(IPS) [Hig02, Bab03] and electron energy loss spectroscopy(EELS) [Gue95].

Therefore, in this work, unoccupied states and their dynamics are investigated by
means of time resolved single- and two-photon-photoemission. In this way distinct
�nal states are found 4.1 and 4.5 eV above the Fermi energy (Figure 2.7 c)), that are
delocalised in the surface plane. Furthermore, hot electron lifetimes are investigated
and compared to Fermi liquid theory. Deviations are explained by datails of the STO
band structure. Furthermore, a transient �lling of the 2DEG from in-gap states is
observed that leads to a shift of the Fermi level to higher energies, which relaxes on
timescales of ballistic electron transport.

18



2.4 Electron solvation and trapping in amorphous solid water

2.4 Electron solvation and trapping in amor-
phous solid water

When excess charges are placed in a polar environment (e.g. water, ammonia, etc.)
the free energy is minimised by reorientation of surrounding dipole moments, which
thereby screen the Coulomb potential generated by the excess charge. This process
is called solvation (or hydration, if the polar medium is water). Solvated electrons in
liquids are known and investigated for a long time [Dav08], and according to Zhao et al.
[Zha06] constitute a `most fundamental chemical reagent`.
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Figure 2.8: Illustration of transfer and stabilisation processes in ice: 1
 photoexcitation from
metal substrate into ice conduction band (CB) via UV photons (h� pump ). 2
 Localisation of
excess charges in pre-existing traps, approx. 3 bilayers (BL) from the substrate. Relaxation
e.g. back to the substrate and energetic stabilisation within the solvation site are indicated by
the green and blue dashed arrows, respectively. Delocalised electrons ( 3
 ) can also localise in
surface traps (4
 ). 5
 probing excess electrons by photoemission with visible light (h� probe ).

Solvation of excess charges occurs also in the condensed phase of polar solvents,
e.g. water or ammonia ice. Ice layers adsorbed on a metallic single crystal at low
temperatures and under UHV conditions constitute a very controlled environment to
study various steps of excess electron transfer, stabilisation, localisation and trapping
within the polar solvent. Figure 2.8 illustrates these processes: The metal substrate is
indicated in orange on the left and the ice adsorbate, exhibiting a large band gap of
Egap � 8 eV [Shi77], in blue on the right. Electrons are excited (1
 ) exclusively from
the substrate and partially into the ice conduction band (CB) by UV light ( h� pump <
Egap). From there, they can be trapped in pre-existing sites (2
 ) close to the metal
substrate [Bov09, St•a11, St•a14] in amorphous ice layers. In crystalline ice layers, they
are trapped in surface defects instead (4
 ) [St•a12], which they can reach due to their
initially delocalised nature ( 3
 ) within the CB [Gah02]. At each of those sites, energetic
stabilisation (blue dashed arrows) is possible via a dynamical increase in screening due
to dipolar rearrangement (i.e. solvation). At the same time the electron can decay
(dashed green arrows) e.g. back to the metal substrate. The timescales of relaxation
and stabilisation depend strongly on the substrate and the location of the trap relative
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Figure 2.9: Time-resolved 2PPE spectra for amorphous D2O/Cu(111). a) 2PPE intensity on
false colour scale with respect to intermediate state energyE � EF and pump-probe delay. Red
circles indicate the peak position of eS (solvated electrons) that is extracted via the �t shown in
b), together with a continuum-like feature eCB (conduction band). Panel b) shows a simpli�ed
�t of an exemplary spectrum at a delay t = 0 fs with two Gaussian peaks. c) Shows peak
amplitudes from the �ts in b) with respect to pump-probe delay. The ir temporal evolution is
quanti�ed by a single exponential �t (characterised by the time con stants � S and � CB ) towards
positive delays, convolved with the laser pulse XC.

to it [St •a12]. These timescales can be directly probed by photoemission via a time
delayed visible light pulse (h� probe).

As a starting point for further investigations, measurements of solvation and relax-
ation dynamics in thin ( � 4 BL) ASW 10 layers adsorbed on a Cu(111) single crystal
are reproduced (e.g. from [Bov03]) in this thesis: Figure 2.9 a) shows time- and energy-
resolved two-photon photoemission (2PPE) data. The changeof photoemission signal
upon photo-excitation by a pump pulse (h� = 3 :82 eV) is shown in a false colour repre-
sentation with respect to intermediate state energy (with respect to the Fermi energy
of the metal substrate) and pump-probe delay. A short lived continuum (eCB ) is at-

10 D2O is used in this work (instead of H 2O) for historical and practical reasons: It has been preferr ed
in preceeding studies [Gah04, St•a07b], because H2O adsorbs in a more complex way on Ru(001) surfaces
and does not show any signi�cant isotope e�ect with respect t o electron solvation [Gah04]. Also it can
be distinguished from residual H2O in the vacuum system via its larger mass.
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2.4 Electron solvation and trapping in amorphous solid water

tributed to hot electrons in the ice conduction band that are injected by photoexcitation
from the metal substrate (step 1
 in Figure 2.8). A longer-lived state (eS) corresponds
to electrons that are continuously solvated by the surrounding ice matrix (step 2
 in
Figure 2.8) and therefore shift to higher binding energies (blue arrow in Figure 2.8).
The intensity vanishes with time as the population relaxes back to the metal substrate
(green arrow in Figure 2.8).

Figure 2.9 b) shows an exemplary lineout (red circles) at a single pump-probe delay,
that was �tted by a simple model consisting of two Gaussian peaks (solid lines). The
evolution of the peak amplitudes (i.e. the relaxation of the solvated electrons e.g.
back to the substrate) from these �ts with pump-probe delay is shown in c). The
characteristic relaxation timescales are� S = 93 fs and � CB = 56 fs for the solvated
electrons (blue) and hot electrons in the CB (orange), respectively11.

In addition, it has been shown previously that these solvation sites are located at
a �xed distance to the metal substrate [Mey08], when increasing the adsorbate layer
thickness.

In contrast to these ultrafast solvation and relaxation dynamics of electronscloseto
the metal substrate on timescales on the order of 100 fs in ASW, excess electrons can
be literally trapped at surface defects of crystalline water ice [Bov09, St•a12] (Figure
2.8 4
 ). In these defects, the electrons are observed from femtoseconds to minutes after
injection, over an incredibly large timespan. These long residence times are a result
of the nature of these traps: Figure 2.10 a) shows the calculated electron density (at
70 % of its maximum value) in front of a surface defect at the crystalline D2O/vacuum
interface from [Bov09]. Clearly the electron resides within the vacuum half-space. b)
Shows the integrated in-plane density and the �rst two surface bilayers of D2O. The
electrons wave function shows negligible overlap with the ice layers, explaining the
strong decoupling an long residence time. A complex reconstruction and subsequent
conformational states stabilise these electron further energetically.

Interestingly, these trapped electrons in crystalline iceenhance chemical reactions,
e.g. the dissociation of CFCl3 via dissociative electron attachment [Ber09, St•a12], due
to their extraordinary long residence time and their exposed location at the ice/vacuum
interface.

Open questions regarding excess electrons in ASW: There are many aspects of
excess electrons in ASW to be investigated: How do electronsinteract (scatter) within
the ice matrix, i.e. what is the mean free path of low energy excess electrons in ASW?
Is it possible to trap electrons at the surface of amorphous ice, similar to trapping in
crystalline ice and can these trapped electrons be used to enhance chemical reactions?

In this work, starting at thin ASW layers (Figure 2.9), the la yer thickness is sub-
sequently increased from 4 to 30 BL and several e�ects are observed: First, the pho-
toemission signature from solvated electrons (Figure 2.9)reduces, as fewer and fewer
electrons reach the vacuum interface from their location (2-3 BL from the substrate),
due to their �nite mean free path. Thereby, an upper limit of 1 0 �A for the mean
free path of low energy electrons in ASW is determined. Secondly, a new state at the

11 The values for � S and the energetic stabilisation rate � = � 420 meV/ps deviate slightly from
previously measured � S = 110 fs [Gah02] and � = � 270 meV/ps [Bov03]. The deviation is most likely
due to the simpli�ed data analysis and slight variation in D 2O layer preparation/thickness.
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Figure 2.10: Calculated trapped electron
probability density at pre-existing surface de-
fects of crystalline ice, adopted from [Bov03]:
a) the electron density j�( r )j2 (at 70 % of its
maximum value) in front of an exemplary SAD

surface defect resides completely in the vac-
uum. b) The in surface-plane average ofj� j2

shows negligible overlap with the D2O surface
plane.
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ice/vacuum interface appears that shows extremely long residence times of tens of sec-
onds. Potential traps at the ASW/vacuum interface are e�ecti vely decoupled from the
metal substrate, most likely similar to trapped electrons at the surface of ice crystal-
lites. Finally, a massive work function change is observed (up to 1 eV) with ongoing
excitation of surface trapped electrons, which is interpreted as a result of the dielec-
tron hydrogen evolution reaction, con�rming the high reactivity of this trapped electron
species.
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3 Experimental details and techniques
In this chapter an overview will be given over the experimental setup and techniques
used in this work. For both time-resolved photoemission spectroscopy and time-resolved
optical experiments a versatile and powerful laser system is used, as described in the
�rst part. Fundamental knowledge about nonlinear optics is provided in C and good
overviews over ultrashort laser pulses and nonlinear optics can for example be found in
[Rul05] and [Boy08].

Time- and angle-resolved photoemission spectroscopy, including time-resolved two-
photon photoemission, are introduced in the subsequent sections. Finally an introduc-
tion into time-resolved optical pump-probe spectroscopy is given, with a focus on optical
coherent phonon generation. Details about sample preparation and characterisation is
provided in the respective experimental chapters.

3.1 The femtosecond laser system
The investigation of a variety of di�erent systems by means oftime-resolved and static
optical and photoemission spectroscopy experiments, requires a well de�ned light source
with unique properties, such as wide tunability with respect to photon energy and
pulsed operation for pump-probe measurements. A schematicoverview over the em-
ployed laser system and subsequent nonlinear optical conversion stages is depicted in
Figure 3.1. A commercial tunable femtosecond laser system,consisting of a femtosecond
oscillator (Coherent Micra ), a regenerative ampli�er (Coherent RegA) and a broadband
grating stretcher/compressor, provides ampli�ed laser pulses of up to� 6:7 � J per pulse
(at a repetition rate of 300 kHz, which is tunable down to 40 kHz) at a central wave-
length of 800 nm (i.e. 1.55 eV photon energy) and a pulse duration of 40 fs. Oscillator
and ampli�er are both pumped by a continuous wave (CW) solid state laser (Coherent
Verdi ). For a focused beam (radius 100� m) this yields immense �eld strengths on the
order of 1 MW/cm 2, and is therefore an ideal starting point to drive di�erent ty pes
of nonlinear optical processes, extending the range of photon energies from 1.55 up to
6.2 eV (indicated by the schematic spectrum shown on the bottom of the �gure).

The laser system, used in the presented experiments, has been described in [Fog11]
and [Dei11], and a detailed description of a very similar setup can be found for example
in [Gah04]. The most important components, especially the newly developed parts in
the context of this thesis, are described in this section.

3.1.1 Commercial oscillator and ampli�er

The broadband femtosecond oscillator (CoherentMicra ) uses a titanium-doped sap-
phire crystal (Ti:Sa), that is pumped by a 532 nm CW laser (Coherent Verdi V-18 ), as
active medium to generate broadband lasing. Passive Kerr lens modelocking in connec-
tion with intra-cavity pulse compression (using a prism compressor), yields broadband
femtosecond pulses at a repetition rate of 80 MHz (de�ned by the cavity length of the
oscillator). To e�ectively drive nonlinear optical processes the pulse energy of the oscil-
lator of 6.3 nJ is not su�cient. Before the pulses are ampli�e d, they are stretched in time
in the stretcher using a dispersive grating (working principle e.g. in [Tre69, Kan97])
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Figure 3.1: Schematic overview of the optical setup: The commercial Coherent laser system
involving CW-pump-laser (Verdi ), femtosecond oscillator (Micra ), regenerative ampli�er ( RegA
9050) and collinear optical parametric ampli�er ( OPA 9450) generates ultrashort laser pulses
tunable over the visible spectral range. This range is extended intothe UV by exploiting
nonlinear optical e�ects, yielding a widely tunable light source. Achievable photon energies
are depicted schematically at the bottom of the �gure. For the all-optical experiments the
fundamental 800 nm pulses as well as adaptively compressed WLC pulses, spanning the whole
visible wavelength range, are used.
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Figure 3.2: Pulse characterisation of ampli�er output: a) shows a spectrogram measured
with the commercial Grenouille device, described in the text. The retrieved FROG trace
generated by a commercial software package (Femtosoft TechnologiesQuickFrog) is shown in
b) and agrees very well with the measured trace. This allows for extraction of the temporal
pulse shape depicted in c). The separately measured laser-spectrum is shown in d).

and introducing normal group velocity dispersion (GVD). As the stretching introduces
a so called `chirp'12 in the laser pulse, this method is called `chirped pulse ampli�ca-
tion'(CPA). Such a scheme is necessary to reduce the peak intensity of the pulses below
the damage threshold of the ampli�er's active medium (Ti:Sa).

A single, stretched pulse is then coupled into the regenerative ampli�er via an
acousto-optical modulator (AOM, termed cavity dumper). There, it is ampli�ed by
traversing a laser cavity for an adjustable amount of round trips (usually around 20),
before it is di�racted out, again by the cavity dumper. The swi tching rate of the cavity
dumper de�nes the repetition rate of the ampli�ed laser pulses and can easily be tuned
between 40 and 300 kHz, depending on the needs of the experiments. In the `dead'
time, between one ampli�ed pulse is coupled out and the next pulse from the oscillator
is coupled in, the quality of the ampli�er cavity is suppressed by a second AOM (termed
Q-switch), to maximise population inversion when a pulse isin the cavity.

Finally the ampli�ed laser pulses are compressed again in a grating compressor,
that introduces a negative GVD and thereby compensates for the previous stretching
[Squ98]. A pulse energy of up to 6.7 mJ after compression was achieved at 300 kHz.
An exemplary characterisation, using a commercially available device (Swamp Optics

12 The phase relation of the Fourier components of the laser pulse is modi�ed such that the instanta-
neous frequency is time-dependent which sounds like a chirpif the waves were acoustic.

25



3 EXPERIMENTAL DETAILS AND TECHNIQUES

Grenouille), that uses the second-harmonic-generation (SHG) based frequency-resolved
optical gating (FROG) technique [Tre00]. A clever arrangement of cylindrical lenses
and a prism maps the frequency resolved second harmonic auto-correlation directly onto
a camera, yielding the dataset shown in Figure 3.2 a). An algorithm (also described in
[Tre00]) is used to simulate the detected intensity distribution, as depicted in b) from
which the laser pulse duration can be extracted. The Gaussian laser pulse displayed in
Figure 3.2 c), with a pulse duration (full-width at half-max imum, FWHM) of 41 fs has
been extracted from this exemplary analysis. A separately measured intensity spectrum
(using an OceanOpticsMAYA2000 optical grating spectrometer) and a Gaussian �t
is shown in d). Using the well-known formula for the time-bandwidth product for
transform-limited Gaussian pulses [Rul05],

� � � t = 0 :441 (3.5)

the extracted bandwidth of 32 nm would even support pulses down to 30 fs. Higher
order chirp or limited conversion bandwidth of the Grenouille device can explain this
discrepancy. For the di�erent experiments presented in this work, the speci�c laser
pulse durations (and therefore the individual experiment's time resolution) are often
determined via in-situ cross- or autocorrelation measurements, rather than using sepa-
rate devices for characterisation.

3.1.2 Noncollinear third and fourth harmonic generation

For single-photon photoemission experiments, the employed photon energy has to be
larger than the work function � of the investigated sample su rface. The fourth harmonic
of the fundamental at 800 nm has a photon energy of 6.2 eV (200 nm) and ful�ls
this requirement, as typical work functions are on the orderof 5 eV. The most direct
approach would be to use 2 consecutive second-harmonic generation (SHG) stages to
�rst generate 400 nm and in a second step 200 nm [Kor07]. As thephase matching
condition for SHG (Appendix C) in the commonly used nonlinear crystal � -Barium
borate (BBO) can only be ful�lled for fundamental energies up to � 3:02 eV, a di�erent
approach was used to generate as much photon energy as possible:

When adding photons of the fundamental via sum-frequency generation (SFG) in
consecutive steps, phase matching can be achieved up to 6.7 eV (in a collinear geom-
etry). This is already above the absorption threshold of BBO at 6.56 eV (189 nm
[M•uc88]), which then becomes the limiting factor for fourth harmonic generation. In
[Fau12] such a scheme has been employed in a collinear fashion to generate the fourth
harmonic centred at 6.28 eV.

To avoid the use of achromatic beamsplitters, a noncollinear setup was chosen, as
displayed schematically in Figure 3.3 a). Approximately half of the ampli�er output
at 800 nm (i.e. � 3 � J/cm 2) is used to generate second, third and fourth harmonic: A
fraction of this 800 nm-fundamental is split o� by a beamsplitter (BS) and frequency
doubled in C1. The second harmonic is then mixed with anotherfraction of the funda-
mental to generate the third harmonic in C2. The linear translation stage D1 is used
to optimise the temporal overlap of the two pulses. In a last step the third harmonic
is mixed with the fundamental in C3, to generate the fourth harmonic. Again a linear
translation stage (D2) is used to optimise temporal overlap.
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Figure 3.3: Noncollinear third and fourth harmonic setup and geometry: a) schematic rep-
resentation of the beam paths, details are described in the text. b) type I phase matching
geometry: the two fundamental beams are a�ected by the ordinary refractive index (ko(! )),
while the resulting sum frequency is a�ected by the e�ective extraordinary refractive index
(ke(�; ! )) and therefore by the angle� , it encompasses with the optical axis (o.a.). The angle
	 is the angle of noncollinearity between the two fundamental beams.

To determine the angles of noncollinearity for the two mixing processes in C2 and
C3, one has to consider the phase matching conditions (see Appendix C) and also
spatial constraints of the setup (i.e. the possibility to spatially separate the beams, due
to their noncollinearity). 13 From Figure 3.3 b) the equations for noncollinear phase
matching can be determined:

A = ko(! 2) � ko(! 1) cos 	 (3.6)

B = ko(! 1) sin 	 (3.7)

ke(�; ! 1 + ! 2) = ne� (�; ! 1 + ! 2)
(! 1 + ! 2)

c
=

p
A2 + B 2 (3.8)

=
p

k2
o(! 2) � 2ko(! 2)ko(! 1) cos 	 + k2

o(! 1) (3.9)

Employing Equation C.98 and Sellmeier's equations for BBO from [Nik91], phase
matching curves for third- and fourth-harmonic generation via SFG are calculated and
shown in Figure 3.4. Angles between ordinary beams in the setup for third-harmonic
(fourth-harmonic) generation (THG/FHG) are 32 � (17� ), from which internal angles
of 	 = 19 � (	 = 10 � ) are calculated, assuming a symmetric arrangement. In general
the phase matching angle increases and the cut-o� for phase-matching decreases when
increasing the angle of noncollinearity 	. For an angle of 	 = 19� (	 = 10 � ) in a)
for THG (in b) for FHG) and a fundamental photon energy of h � = 1 :55 eV (800 nm)
the curves are still far away from the cut-o� angle (90� ). Furthermore, at these angles,
the slope of the phase-matching curve is similar to the collinear case (	 = 0 � ), which
guarantees an equal phase-matching bandwidth.

13 Group velocity mismatch (GVM) of the pulses was not consider ed. It has been shown in [Rad95],
that an optimal noncollinear geometry substantially lower s GVM from 400 fs/mm (collinear) to
3 fs/mm, i.e. noncollinearity improves the situation.
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Figure 3.4: Phase matching angle for a) third and b) fourth harmonic generation via SFG
with respect to fundamental photon energy for di�erent angles of noncollinearity 	. In b) the
absorption threshold for four times the fundamental photon energy is indicated by the grey
region.

3.1.3 Adaptive white-light continuum compression for broa dband op-
tical probing

Time resolved optical experiments (measurements of transient or static re
ectivity or
transmittivity) give access to the temporal evolution of th e electronic structure of the
investigated system in a rather indirect way as compared to photoemission. The mea-
surement has to be performed over a wide frequency range to properly calculate the
dielectric function in a �xed geometry. Therefore measuring at various frequencies over
the broadest possible range is essential if a reliable picture of the fundamental physics
is to be extracted from the data. Wavelength-resolved broadband experiments, using
white-light continuum (WLC) pulses in combination with an e nergy-dispersive detector,
ful�l this condition and allow for such measurements in a single run.

For time-resolved measurements not only the spectral content, but also the relative
phase of the spectral components (i.e. the temporal pulse shape) have to be known
and controlled to achieve the best possible time resolution(i.e. transform limit) and
avoid misinterpretation of the spectrally resolved response. In this work the setup of
a broadband whitelight continuum (WLC) light source togeth er with an adaptively
controlled compressor for the whitelight pulses [Weg11] was realised, as depicted in
Figure 3.5 a):

A part of the 800 nm fundamental beam is split o� by a beamsplitter (BS), the rest is
used as a pump pulse. A variable aperture (A) and a variable optical density attenuator
(VA) are used to optimise the fundamental power and beam shape for WLC generation
in a YAG crystal (YAG). The beam is recollimated by an o�-axis p arabolic mirror (OA)
and enters the pulse compressor, consisting of a di�raction grating (G), a spherical
mirror (SM) and a deformable mirror at the Fourier-plane of t his 4-f-compressor setup.
After compression, the WLC beam is directed and focused ontothe sample (S) where
it is used as a probe in a pump-probe scheme together with the 800 nm pump. A
spectrometer (SP) is used to acquire the spectrally resolved WLC intensity, re
ected
from the sample, with respect to pump-probe delay � t, which is adjusted by a linear
translation stage (LTS) in the pump arm of the experiment.
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Figure 3.5: a) Schematic representation of the 800 nm-pump-WLC-probe setup including
WLC-generation and compression by means of a deformable mirror compressor DM (see text
for details). b) WLC spectrum spanning from visible to IR (red curve). Only the visible
spectral content (blue curve) was used for compression. c) Schematic view of di�erence in
optical response for regular semiconductor and strongly correlated system (SCEM). Figure is
adapted from [Weg11].

WLC generation & characterisation A simple and yet powerful method for gen-
erating broadband WLC pulses is by focusing ultrashort laser pulses into transparent
solids [Alf70, Alf06]. Filamentation and spectral broadening occurs due to third-order
nonlinear e�ects (Kerr-lens e�ect and self-phase-modulation), as described in Appendix
C. A complex interplay between those and additional e�ects (e.g. plasma formation)
[Gae00] leads to broadband white-light �laments with moderate power (i.e. pulse en-
ergy densities on the order of 10 pJ/nm [Bra09]), a perfect light source for probing the
optical response of a system. The spectral content of such WLC pulses is shown in
Figure 3.5 b) (red curve, the region around the fundamental at 800 nm is attenuated
by a �lter). In the context of this work, only the visible part (blue curve, inset) of the
WLC continuum between 500 and 700 nm was used.

The mechanisms involved in WLC generation and the propagation of such broad-
band pulses through dispersive media (air, lenses, etc.) leads to signi�cant chirp, i.e.
a temporal stretching of the pulses with a time-dependent frequency. A spectrotempo-
ral characterisation is therefore necessary before pulse compression is attempted. The
comparably low power and broad bandwidth prohibit traditio nal pulse characterisa-
tion techniques like frequency-resolved-optical-gating[Kan93], nonlinear interferometry
[Iac98] and modi�ed versions of those [Wal09], as it is hard to achieve phase-matching
in nonlinear techniques over the whole bandwidth (thin nonlinear crystals) and at the
same time e�ciently generate a signal using rather low peak powers. Instead, in-situ
temporal characterisation is employed by measuring the spectrally resolved transient
re
ectivity [Cil10] of a La 0:5Sr1:5MnO4 (LSMO) after excitation with 40 fs, 800 nm
pulses within the pump-probe setup displayed in Figure 3.5 a).
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Figure 3.6: Pulse analysis via transient re
ectivity changes: a) The transient change of re
ec-
tivity of LSMO upon excitation by a pump pulse of 40 fs duration, probed by uncompressed
WLC pulses. b) Uncompressed pulse shape (black) in the time domain.For comparison the
transform limited pulse is calculated (green). The inset illustrates the extraction method for
the group delay � G (! ) for two exemplary line-outs. Figure is adapted from [Weg11].

It has been shown that the broadband transient response of LSMO in the visible
spectral range is not only su�cient in amplitude [Oga01, Tob 08], but also simultaneous
over the whole frequency range [Weg11] of the WLC pulse and can therefore be used
as a substitute for nonlinear optical characterisation. The reason is sketched in Figure
3.5 c). When photo-exciting conventional semiconductors (at moderate 
uence), as
depicted on the left, electrons are excited across the band gap (t > 0) and subsequently
relax back to their ground state, while the band-structure stays constant and only
occupations transiently change. Di�erent probe wavelengths (as indicated by the green
and blue arrows) are sensitive to di�erent regions in the band structure, which in
turn might exhibit di�erent, even time-delayed responses (due to intrinsic relaxation
mechanisms in the material). Strongly correlated electronmaterials (SCEMs) on the
other hand show more drastic changes over the whole band-structure because of strong
interactions (e.g. due to reduced screening) between the electrons. This is schematically
illustrated on the right hand side of Figure 3.5 c), where theband structure changes
signi�cantly due to optical excitation. All probing wavele ngths are a�ected by a pump
pulse simultaneously on an ultrashort timescale.14

Figure 3.6 a) shows the transient re
ectivity change � R(�; t )=R(�; t < 0) with
respect to probe wavelength of LSMO, measured by the previously described optical
pump-probe setup. The visible part of the WLC pulses (500� 700 nm) was transmitted
through the switched-o� 4-f compressor setup (described indetail further below) and
used as a re
ectivity probe. The time-zero response was extracted for each wavelength
as depicted in the inset of b): Two exemplary normalised line-outs at 515 and 650 nm
were analysed by a normalised error function �t (I (t) = [erf(( t � � G(! ))=� rise) + 1] =2).
The resulting half-rise points represent the frequency dependent group-delay� G(! ) of
the uncompressed WLC pulse. The rising edge is broadened by the �nite pump-pulse

14 In [Weg11] the initial response of LSMO was compared to the in itial response of VO2 , which has
been shown to be comparable to standard X-FROG type of measurements in [Cil10].
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3.1 The femtosecond laser system

duration (approximately 40 fs), but the half-rise point can still be extracted with good
accuracy. The estimated error (standard deviation � ) depends on the signal-to-noise
ratio and is su�ciently low (2 � � 5 fs).15

The solid line in a) is a polynomial �t to the extracted freque ncy dependent group
delay (GD) of the pulse. The spectral phase of the WLC continuum is then easily
calculated from � G(! ) by integration:

�( ! ) =
Z !

0
� G(! 0)d! 0: (3.10)

With the knowledge of spectral intensity I (! ) (from Figure 3.5 b)) and phase �( ! ),
inverse Fourier transformation yields the WLC pulse shape (intensity) in the time
domain:

I (t) /
�
�
�
�

Z + 1

�1

p
I (! )ei �( ! )e� i!t d!

�
�
�
�

2

(3.11)

The resulting temporal pulse shape is displayed in Figure 3.5 b) (black curve). It is
very asymmetric and spans hundreds of fs. The oscillating structure is due to third
and higher order terms in the spectral phase. For comparisona transform limited (i.e.
phase is constant or a linear function of! ) pulse is calculated. While a slight asymmetry
remains due to the spectral intensity distribution of the WL C, the pulse duration can
easily be extracted, yielding a FWHM of 10.5 fs.

In the following it is shown, that the WLC pulse can be compressed by subtract-
ing the appropriate spectral phase with a 4-f compressor-con�guration including a de-
formable mirror.

Working principle of deformable mirror based 4-f compressor An unfolded,
so called 4-f zero-dispersion stretcher/compressor does not accumulate a spectral phase
�( ! ) of an order higher than linear [Mar87], i.e. does not modifythe pulse duration
according to Equation 3.10. In this work a di�erent approach was realised by a folded
geometry [Zee99], which is schematically displayed in Figure 3.7 a). The uncompressed
WLC pulse enters at the right hand side, is dispersed at a grating (600 g/mm plane ruled
grating with 8 :6� blaze angle) and the individual spectral components are focused by
a spherical mirror (SM, f = 250 mm) onto a deformable mirror (DM), which is placed
in the Fourier plane. The DM [Bon06] (supplier: ADAPTICA, It aly) acts as a folding
mirror from which the indicated rays traverse back at a slightly downward angle (i.e.
into the plane of the sketch), to be picked by a planar mirror (M). When the DM is
switched o�, the accumulated phase of a transmitted laser pulse is due to the speci�c
geometric arrangement (indicated red, green and blue pathsdo not have the exact same
length) and a residual deformation of the mirror. This is the reason for the particular
temporal pro�le of the GD measured in the previous paragraph.

To operate the compressor, i.e. to add a certain phase to the transmitted pulse, the
re
ecting membrane of the deformable mirror (light blue) is deformed. The deforma-
tion/displacement is a change in path length for the frequency component ! that hits

15 The pulse shape is already modi�ed in comparison to the initi al WLC pulse after generation, as
the geometric arrangement of the compressor already introduces phase shift, even when switched o�.
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Figure 3.7: The folded 4-f-compressor arrangement for WLC compression is shown schemat-
ically in a). Di�erent spectral components are focused onto the deformable mirror (DM). A
spectral phase shift is introduced by DM's membrane (blue), which can be deformed by 30 elec-
trostatic actuators as sketched in b). An exemplary, rather extreme, deformation is shown in c)
for �ve fully activated actuators. The overall deformation (black ) is the sum of the deformations
generated by the individual actuators (coloured curves).

the mirror at the displaced location. This displacement D(! ) translates into a phase
change via [Zee99]

�( ! ) =
2!
c

D(! ) (3.12)

In Figure 3.7 b), a schematic representation of the DM is shown. 30 electrodes (orange)
behind a re
ective (i.e. metal-coated) membrane (blue) areused to pull back the re
ec-
tive surface via electrostatic force (F). Applying appropriate voltages to the individual
electrodes results in smoothly shaped deformation of the mirror surface. The individual
deformation due to each electrode was calibrated via interferometric measurements. It
is then assumed that the overall deformation is just a linearcombination of the e�ect
of each electrode. In c), the exemplary calculated deformation, (black line) due to
applying the maximum voltage (indicated by the red dots) to 5 individual electrodes,
is the sum of the individual deformations (orange, green, blue, violet and blue lines).
A National Instruments LabView interface is used to apply normalised voltages to the
device.

Adaptive compression algorithm and resulting pulse The compression algo-
rithm is described by the 
ow chart in Figure 3.8 a):

The group delay of the WLC pulse is measured via transient re
ectivity changes of
LSMO and from that the phase is calculated. If the pulse is notcompressed, the mea-
sured phase is stored for later use and the total phase is usedto calculate the deforma-
tion needed to compensate for it (linear phase in! can be arbitrarily added to minimise
overall deformation). A calibration is performed routinely, which maps frequencies!
to physical positions x on the DM by using a slit aperture and a spectrometer. The
deformation is then translated from D(! ) to D(x). Voltages are calculated by �tting

32



3.1 The femtosecond laser system

start

stop

measure
"G( )!

pulse
short?

calculate
# ( )!

yes

store # ( )! # #1 2, , ...

add # i( )!calc. D( )!

calc. D( )xcalibration
! à x

apply D( )x
no

a) b)
1

0

no
rm

  i
nt

.
.

3002001000-100
delay (fs)

700

650

600

550

500

w
av

el
en

gt
h 

(n
m

)

1000
time (fs)

11.7 fs

Figure 3.8: a) Flow chart for adaptive compression algorithm: the orange colour indicates
calculations implemented in IGOR pro, blue steps are performed in National Instruments Lab-
View. b) Transient re
ectivity change in LSMO for compressed pulse. Pulse shapes in the
inset: 11.7 fs FWHM was achieved (red curve). Calculated transform limited pulse (green)
with FWHM of 10.5 fs for comparison.

the total deformation from Figure 3.7 c) to the calculated deformation D(x), with the
individual voltages as �t parameters. Finally these voltages given by the �tting rou-
tine, are applied to the deformable mirror. The resulting WLC pulses are characterised
again. This process is iterated a few times (usually 2-4) to optimise the pulse duration.

Figure 3.8 b) shows the transient spectral re
ectivity of LSMO after 2 iterative
rounds through the compression algorithm. The black line indicates the group delay.
The group delay spans a substantially smaller temporal range as compared to the
group delay of the uncompressed pulse (see Figure 3.5), indicating a well compressed
pulse. Fourier transformation again yields the temporal shape of the WLC pulse after
compression (red curve in the inset). The pulses have a FWHM of 11.7 fs, very close
to the 10.5 fs of the calculated transform limited pulse (green curve for comparison).

The adaptive compression scheme, employing a deformable mirror at the Fourier
plane of a folded 4-f geometry, presented in this section, isable to compress broad-
band WLC pulses close to their transform limit (in our case sub-12 fs). The pulse
is characterised in-situ in a optical pump-probe setup and therefore minimises errors
due to separate setups for characterisation and actual measurement. Pulse compres-
sion is achievable on a regular basis (at the beginning of each lab-day), as it usually
takes less than 1 h. This constitutes a prerequisite for reliable, cutting-edge ultrafast
spectroscopic experiments.
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3 EXPERIMENTAL DETAILS AND TECHNIQUES

3.2 Photoelectron spectroscopy
While optical spectroscopy probes the dielectric function, which is uniquely de�ned by
the band structure, a direct access to the latter on an absolute energy scale is often
desired. The most immediate access to the electronic band structure of a system is
provided by photoelectron (or photoemission) spectroscopy. According to the photo-
electric e�ect [Her87, Ein05] (on metals) a photoelectron can be emitted by absorption
of a single photon if the work function � is smaller than the ph oton energy h� . If the
photon energy is known, the measured quantities - the kinetic energy of the photoelec-
tron and its emission angle relative to the surface - give insights into the binding energy
of the initial state of the electron as well as its wave-vector component parallel to the
emission surface.

Knowledge about the photon energyh� and the kinetic energy Ekin of the emitted
photoelectron allows for calculation of the binding energyof the electron in its ground
state. According to Figure 3.9(a) energy conservation directly leads to:

h� � � � Ekin = EB � EF (3.13)

More precisely, the measured binding energy corresponds tothe di�erence between
the initial state energy of the N -electron system and the �nal state energy of the (N-
1)-electron system left behind after the photoemission process. Under the assumption
that the single electron wave functions in theN - and the (N � 1)-electron system stay
the same, Koopmans concluded that the eigenenergies of theN -electron system and
the binding energiesEB of a single photo-electron are equal [Koo34]. In other words
it is assumed that the photoexcitation and -emission happens instantaneously, before
the (N � 1) system relaxes to its ground state, and that the photoelectron does not
interact with the ( N � 1) particle system left behind (`sudden approximation').
If photoelectrons are not excited very far above the photoionisation potential (i.e. vac-
uum level), e.g. because low photon energies are employed, e�ects beyond the sudden
approximation might have to be considered. Deviations are connected to e.g. interac-
tions between photoelectron and the photohole and other correlation e�ects beyond the
single particle picture. In metals such interactions are screened by the large amount
of conduction electrons [Tam13], but they can play a role in insulators and strongly
correlated materials. For low-energy photoelectrons (Ekin < 15 eV), and adiabatic evo-
lution from ground state to photoexcited state is possible,as the photoelectron leaves
the system on a slow time-scale [Tam13, Kor06].

In Figure 3.9 b) the mean free path of electrons in various materials is shown as a
function of kinetic energy with respect to the Fermi energy. Although the cross-section
for electron-electron scattering

d2�
d
d !

=
�h2

(�ea 0q)2 Im
�

� 1
� (q; ! )

�
(3.14)

depends on the materials dielectric function� (q; ! ), the mean free path is quite universal
for di�erent material, at decently high kinetic energies [H•uf10]. This is because at
higher energies, the electrons are considered as quasi-free and their plasma frequency
determines the loss function. The mean electron-electron distance, which is close to
constant for a wide range of materials, in turn determines the plasma frequency, hence
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Figure 3.9: a) Energy conservation in photoemission process: A photon with energy h� is
absorbed. The binding energy of the photoelectron in respect to the vacuum level (EB + �)
has to be overcome. The photoelectron originating from initial state E ini has a kinetic energy
in respect to the vacuum level ofEkin = h� � � � EB . b) Electron mean free path for elements
(data) and universal curves for elements, organic and inorganic compounds according to [Sea79]
and [Dam04].

the observed `universality'. The universal curve is in general used as an argument for
the surface sensitivity of photoemission spectroscopy (using photon energies on the
order of tens and hundreds of eV), as unscattered electrons are mainly emitted from
the surface region.

In the �rst of the following sections the `three-step model' and the `one-step model'
of photoemission are described in more detail. The conservation of the parallel com-
ponent of the electrons wave vectork (relative to the emitting surface) is re
ected
by the emission angle of the photoelectron. Therefore, angle-resolved photoemission
spectroscopy (ARPES) and its capability to map band structures is discussed in the
subsequent section. Thereafter, two-photon-photoemission (2PPE) allowing for spec-
troscopic access to the unoccupied electronic band structure and time-resolving pump-
probe schemes for 2PPE and ARPES are discussed.

A comprehensive description of photoelectron spectroscopy is for example found in
the book `Photoelectron Spectroscopy - Principles and Applications' by Stefan H•ufner
[H•uf10].

3.2.1 One- and three-step-model of photoemission

The photoemission process is easily described in terms of the so called `three-step-
model' of photoemission. While the splitting of the photoemission process into three
steps is arbitrary (phenomenological) and not exact, it is able to describe photoemission
in a very intuitive and often su�ciently correct manner. The three steps involved are
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depicted in Figure 3.10 a) and explained as follows:

three step model
•
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Figure 3.10: a) Three-step model of photoemission: 1
 an electron is excited from occupied
states (below the Fermi energyEF , orange) into �nal states (red) by photons with energy
h� = h!

2� . 2
 While they travel to the surface, they potentially undergo scattering events,
generating secondary electrons at lower energies (green).3
 Only electrons that overcome the
work function of the sample are emitted. Modi�ed from [H •uf10]. b) One-step model, real �nal
states are considered (inverse LEED states), especially when �nal Bloch states in the solid can
not be excited.

1
 Local photoionisation: an electron-hole pair is created byabsorption of a photon.
This corresponds to an excitation between two Bloch states inside the solid. The
transition probability from initial state j	 ini i to �nal state j	 �n i according to
Fermi's Golden Rule within the dipole approximation is given by

jh	 �n j A (r ) � p j	 i ij
2 � (E �n � E ini � h� ) (3.15)

The delta function ensures energy conservation. Momentum transfer from the
photon to the excited electron is neglected and the excitation is considered `verti-
cal' in the band structure, because the momentum of the a UV photon of 200 nm
wavelength corresponds to only 0.2% of the Brillouin zone size in Copper. A
separate discussion of selection rules and matrix elements

M if = jh	 �n j A (r ) � p j	 ini ij (3.16)

follows below.

2
 Propagation of the photoelectron towards the sample surface. Depending on
the mean free path and point of origin of the photoelectron, scattering occurs,
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which can be described by a complex wave vector component perpendicular to
the surface (k? = k(1)

? + ik (2)
? ). The imaginary part corresponds to a damping

term of a plane wave travelling to the surface.

3
 Emission of scattered (secondary) and unscattered electrons from the sample sur-
face into the vacuum. Only photoelectrons that overcome thework function �
are emitted. The binding energy can only be calculated following Equation 3.13
for unscattered electrons, which therefore constitute thesignal of interest in the
photoemission experiment. The scattered `secondary' electrons appear as a back-
ground that has lost information of its energetic origin.

Especially for the low photon energies (h� max = 6 :2 eV) used in the context of this
work, �nal state e�ects have to be considered. The `1-step-model' of photoemission
treats the whole photoemission process as a single coherentstep, considering the exact
initial and �nal state wave functions. The �nal state then is a so called `inverse LEED
state', which looks like a free electron state in the vacuum,but is connected to the
electron wave function of the solid, depending on its intrinsic electronic structure.

In Figure 3.10 b) such a situation is depicted. While for higher photon energies
(UPS with tens of eV, blue arrows), a transition between initial (orange) and �nal
free-electron-like states (black curve) is energeticallypossible, this does not necessarily
apply for lower photon energies (on the order of 6 eV, green arrow). Wave function
overlap of initial state wave function j	 ini i (orange) and �nal state wave function j	 �n i
(black) can be reduced to the surface region, as both decay towards opposite half-
spaces. Whether this argument holds depends of course on thespeci�c �nal state wave
function, which is not necessarily known.

Photoemission spectroscopy can be quite surface sensitivefor di�erent reasons. For
certain energies the electron mean free path is very short and in addition the speci�c
surface electronic structure plays an important role. Nevertheless, bulk contributions
might very well be probed.

Comparison with high-photon energy (i.e. h� > 20 eV) UPS data [Per06], where
surface sensitivity is more established and the sudden approximation is likely to hold,
allows for safe interpretation of data acquired employing low photon energies.

3.2.2 Angle-resolved photoemission spectroscopy (ARPES)

The electron momentum component parallel to the photoemission surface is conserved
for the photoemission process [H•uf10]. If photoemission angle� and kinetic energyEkin

of the photoelectron are measured simultaneously, one can determine the momentum
component of the photoemitted electron parallel to the emission surfacepk = �hkk
via simple trigonometric consideration based onkk = jk j � sin � and using Ekin =
�h2jk j2=2me. This allows the calculate of the electron wave vector component kk prior
to photoemission via:

kk =
1
�h

p
2meEkin sin � (3.17)

= 0 :512�A
� 1

eV� 1=2 �
p

Ekin sin � (3.18)
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Figure 3.11: Angle resolved photoemission: a) non-dispersing state (left) and state with
parabolic dispersion (right) are excited to �nal state energiesE0, E1 and E2. The electron
momentum parallel to the surface (kk ) is conserved upon transmission out of the sample surface.
If a plate capacitor geometry between sample and analyser is employed, a potential di�erence
(Ubias ) does not alter this parallel momentum component. Detected quantities are kinetic energy
Ekin / k2

free,2 and emission angle� 0
2. See main text for further details.

In normal direction with respect to the surface, the crystal potential and work
function have to be overcome. The perpendicular wave-vector/momentum component
k? is therefore not conserved and can only be determined via measurements on di�erent
crystal faces or photon energy dependent measurements, under the assumption, that
the �nal state dispersion is known.
The situation for localised (i.e. non-dispersing) and delocalised (dispersing) states is
illustrated in Figure 3.11: a) depicts the band structure in reciprocal space. A non
dispersing state is photoexcited (left) to a �nal state energy E0 (red arrows) and a
dispersing state (right) is excited to exemplary �nal state energiesE1 and E2, depending
on the initial momentum/energy position in the band.

In b) the electron momentum in free space after emission is shown. The length of
momentum vectors from non-dispersing state (red) is constant, while in the dispersing
case the length of the vectors (green) di�ers due to the di�erent �nal state energies.

When electrons are accelerated homogeneously towards the detector by a bias volt-
ageUbias, kk can still be determined, as shown in c) using the example ofkfree,2. As the
accelerations only changesk? , kk is still conserved. Angle and total momentum change
from � 2 to � 0

2 and kfree,2 and k0
free,2, but kk can still be calculated from Equation 3.18.

If the sample is tilted (i.e. the surface normal is not directed towards the detector), or
electrons are accelerated inhomogeneously, the simple calculation of kk is not possible
any more.

A fundamental limitation of such a band structure mapping vi a angle resolved
photoelectron spectroscopy is given by the photon energy itself. The available kinetic
excess energy after the photoexcitation has to be split in terms of momentum between
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Figure 3.12: Symmetry considerations: a) light impinges onto the sample at the origin of
the Cartesian coordinate system. The analyser slit, de�ning the direction of detected emission
angles is shown in green. Photoelectrons that are emitted in the (010) plane are detected with
respect to their angle (green shaded area) and kinetic energy. Direction of E-�eld vectors for
p-polarised (blue) and s-polarised (red) are indicated by the arrows. b) The orientation of the
t2g manifold (dxy , dxz and dyz ) of 3d orbitals are shown using the same coordinate system as
in a).

k? and kk. Electrons with k? � 0 have the maximum possible parallel momentum,
which can be detected. This maximum value forkk is set by the kinetic energy of
the photoelectron after emission. According to Equation 3.18 a photoelectron with
Ekin = 1 eV kinetic excess energy haskk � 0:5�A

� 1
. The accessible range of momenta

kk shrinks to a fraction of the Brillouin zone size for low photon energies.

3.2.3 Matrix elements and selection rules

As indicated by Equation 3.15 and Equation 3.16, dipole selection rules apply to initial-
to-�nal state transitions (in both the three- and one-step-model). To calculate exact
values for the matrix elementsM if = jh	 �n j A (r ) � p j	 ini ij the wave-functions of initial
and �nal state have to be known, but even without this knowledge one can tell, ifM if

vanishes or not via symmetry arguments only:
In Figure 3.12 the sample (orange), incident light (p-polarised: blue, s-polarised:

red) and the (010)-high-symmetry-plane in which the photoelectrons are detected (along
the analyser slit indicated by the green line) are shown. Thesymmetries are all given
with respect to this (010)-plane:

� If the �nal state j	 �n i was odd with respect to the (010)-plane, there would be
a node on this plane resulting in zero detection probability. Therefore the �nal
state wave function j	 �n i has to be even.

� The whole matrix element M if has to be even as well, otherwise integration would
lead to a value of zero.

� Operator A � p = Ax@x + Ay@y + Az@z is odd for s-polarised light (Ax = Az = 0),
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as @y changes the symmetry with respect to the mirror plane. j	 ini i must also be
odd.

� p-polarised light (Ay = 0) does not change the symmetry with respect to the
mirror plane, i.e. it is even. The initial state must be even, too.

As an example, the 3dt2g manifold of dxy , dxz and dyz orbitals is displayed in Figure
3.12 b). Only the dxz -orbital is even with respect to the (010)-plane. Its signalshould
be most intense, when probed by p-polarised light. If s-polarised light is used, the
major part of the photo-current should stem from the other two orbitals (dxy and dyz).

3.2.4 Unoccupied band structure and excited state dynamics

Photoelectron spectroscopy, employing photon energies larger than the work function
of the investigated sample (h� > �), is mainly sensitive to occupied states, i.e. the
equilibrium band structure. To investigate the dynamics of a system upon perturbation,
two slightly di�erent approaches have been chosen:

� Two-photon-photoemission (2PPE) The photon energy is smaller than the
work function of the investigated system. Single photon processes are therefore
prohibited and only second (or higher) order processes can be detected, which
involve intermediate unoccupied states. Dynamics are directly probed in the
time domain by employing a pump-probe scheme.

� Time-resolved and angle-resolved photoelectron spectroscopy (TR-ARPES)
The system is still probed in a single photon scheme, but a, potentially very
strong, pump pulse is used to drive the system far out of equilibrium. The out-
of-equilibrium situation and subsequent relaxation dynamics can be observed.

Both techniques need su�ciently high optical �eld strength s, as 2PPE is a second
order nonlinear type of spectroscopy with a 4 orders of magnitude lower cross section
than single photon photoemission [Fau94] and for TR-ARPES the pump-pulse has to
be able to substantially drive the system out of equilibrium (e.g. even trigger a phase
transition), to generate enough contrast with respect to the equilibrium situation. More
speci�c details are given in the following sections.

3.2.5 Two-photon photoemission

If photon energies are used that are smaller than the work function of the system
h� < �, two (or more) photons are needed for photoemission of an electron. The
possible excitation mechanisms are summed up in Figure 3.13a):

Mechanism 1
 : A photon of energyh� 1 excites an electron resonantly from an initial
state (ini) into a real intermediate state (int). A second photon of photon energyh� 2

excites the electron into a �nal state (�n), i.e. into a conti nuum of free electron states.
In fact the two photon energies can be equal, the two photons can even be irradiated
via the exact same pulse.

Mechanism 2
 : An intermediate state is populated non-resonantly, i.e. the excited
electron has to undergo a scattering event (e.g. with another electron, a defect or
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Figure 3.13: a) Di�erent static 2PPE excitation schemes: 1
 resonant emission from initial
state (ini) via real intermediate state (int) into �nal state (�n). 2
 non-resonant 2PPE via
inelastic scattering. 3
 2PPE via virtual intermediate state. b) Illustration of time-resolve d
2PPE scheme. A �rst laser pulse (h� 1) populates a real intermediate state at time t0. The
population of the intermediate state is then probed subsequently by a time-delayed (by � t)
pulse.

a phonon) so that energy and/or momentum conservation allows occupation of the
intermediate state, which is probed by a second photon as in1
 .

Mechanism 3
 : If there is no intermediate state in resonance with the photon en-
ergy h� 1/2 two-photon-absorption still allows for transitions between initial and �nal
states. Photoemission via virtual intermediate states is connected to the second order
polarisation due to the strong �elds of the involved laser pulses.

To discriminate between di�erent excitation mechanisms, photon energies can be
varied. A variation of h� 1 would for example not change the �nal state energy in 1
 ,
but would shift the �nal state energy of 3
 by the change in photon energy � h� . For a
real system the band structure can complicate such arguments and has to be carefully
considered.

Time-resolved 2PPE scheme The population and relaxation dynamics of unoccu-
pied states are initiated and probed easily by a two-pulse experiment. As Figure 3.13
b) shows, the two photons with energyh� 1 and h� 2 arrive at di�erent times. First
h� 1 populates the real intermediate state (int) at time t0. A second pulse with photon
energy h� 2 then photoemits (i.e. excites above the vacuum level) electrons from that
state after a time delay � t, and thereby probes the population of the intermediate
state at time t0 + � t. The experiment is repeated for di�erent time delays16 to acquire
the population decay of the intermediate state via the time-dependent photoemission
intensity I �n (� t).

For negative � t (i.e. pulse h� 2 arrives �rst), the excitation scheme is inverted.
The temporal direction in which a state shows �nite lifetime thereby reveals the exci-
tation mechanism. As the photoemission intensity is recorded with respect to energy
E, emission angle� and time delay � t, a three-dimensional dataset of the evolving

16 Realised by variation of the path length via a computer contr olled delay stage with a precision on
the order of fs.

41



3 EXPERIMENTAL DETAILS AND TECHNIQUES

Efermi

Evac

! t

a)

E

?
E E

b)

t t= 0 t t> 0 t t>> 0

Efermi Efermi Efermi
t0

#
h" pump

h" probe

T0 T T> 0

Figure 3.14: Time-resolved ARPES: a) Strong (e.g. infrared) pump pulse (h� pump ) perturbs
the system. A time-delayed probe pulse (h� probe > �) is used to probe the transient evolution of
the material band structure and its population upon pump excitation. In b) di�erent temporal
snapshots are illustrated. t = t0: equilibrium band structure (Fermi-Dirac distribution with
temperature T0) is perturbed by pump pulse. t > t 0: Relaxation and transient changes depend
on coupling of internal degrees of freedom. (t � t0): Thermal equilibration results in increased
temperature T > T 0 at late delays. Modi�ed from [Kir09].

photoemission intensity I (E; �; � t) upon photoexcitation is recorded.

3.2.6 Time- and angle-resolved photoelectron spectroscop y

Time resolved 2PPE spectroscopy is exclusively sensitive to the dynamics of unoccupied
states, as only unoccupied states are probed with single photon energies below the work
function. If one is interested in the potentially important energetic region around the
Fermi-surface of a material (including occupied states), time-resolved ARPES measure-
ments can be performed. The photon energy above the sample work function probes
both occupied states and equilibrium-unoccupied states, which are transiently occupied
by pump pulse excitation.

The experimental scheme is illustrated in Figure 3.14 a): A relatively strong pump
pulse with photon energy h� pump is employed to perturb the system signi�cantly (sev-
eral percent of electrons in the vicinity of the Fermi energyare excited [Kir09]). The
pump induced dynamic evolution and thermalisation is probed after a time delay � t by
UV photons with photon energies larger than the work function (h� probe > �). Both
occupied and unoccupied state population is therefore photoemitted. In Figure 3.14
b) snapshots of the transient population at di�erent delay ti mes � t are illustrated for
a metallic sample. When the pump pulse arrives at the sample (t = t0), electrons are
photoexcited from occupied to unoccupied states, perturbing the occupation of states
from an initial Fermi-Dirac distribution (blue) at tempera ture T0 to a non-thermal sit-
uation (orange). At later times ( t > t 0) the photoexcited electrons relax by undergoing
scattering processes with each other, phonons, other quasiparticles or defects. The spe-
ci�c relaxation timescales in this regime are de�ned by the coupling strength between
the degrees of freedom (electrons, lattice, spins) of the system, giving insights about its
fundamental microscopic properties. At even later delay times (t � t0) the system is
in thermal equilibrium at an increased temperature T > T 0 (red) as compared to the
equilibrium case (light blue).

In addition to observations of population changes (e.g. hotelectron dynamics in
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metals [Fan92, Ret02]) more complex excited state dynamics[Sob12] and phase tran-
sitions [Per06] can be observed by time resolved ARPES.

3.2.7 Data analysis

Both time-resolved 2PPE and ARPES measurements yield a diverse and complex
dataset of photoemission intensity with respect to kinetic energy E, emission angle
� and time delay � t:

I PE (E; �; � t) (3.19)

A CCD camera acquires photoemission intensity with respectto energy and emission
angle in a single shot, after photoelectrons pass the hemispherical analyser17. The time
dependence is generated by repeating the measurement for various pump-probe delays.
This section provides an overview over basic data treatmentand evaluation schemes.
In Figure 3.15 a) an attempt was made to depict the 3-dimensional dataset. Several
2-dimensional cuts alongE, � and � t direction show the respective photoemission
intensity on a false colour scale. The representations of photoemission intensity with
respect to the variablesE, � and � t and the related accessible physical information
are discussed in the following.

Kinetic energy After averaging the 3D-dataset over a certain range of angles � �
and delays � t, a photoemission spectrum, i.e. photoemission intensity with respect
to energy, remains. In Figure 3.16 a) the energetic situation and key quantities are
described. The detected photoelectron energyEdet (green) is the kinetic energy with
respect to the vacuum level of the analyser. It di�ers from the kinetic energy after pho-
toemission Ekin (red) by the energetic di�erence between the vacuum levels ofsample
and analyser, which is determined by the sum of a bias voltageeUbias and the work
function di�erence of sample and analyser (� � � spec).

Ekin = Edet � � Evac (3.20)

= Edet � eUbias + (� � � spec) (3.21)

17 Further details are given in Section B
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Figure 3.16: Energy consideration for PES: a) Illustrates the energy level alignment of sample
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Fermi ) and

applied bias voltageUbias between sample and analyser. b) Shows an exemplary 2PPE spectrum
of the Cu(111) single crystal surface and the connection between low- and high-energy cut-o�
and sample work function �. See text for details. Modi�ed from [Mey 11].

Both work function of sample and analyser need to be known, tocalculate the respec-
tive kinetic energies. To avoid systematic errors, the energetic reference can also be
performed via spectroscopic features of the measured spectra, as shown in Figure 3.16
b):

The Cu(111) surface is examined by 2PPE spectroscopy using aphoton energy of
n� = 3 :09 eV as an example. The spectrum is cut-o� at the lower energyside by the
`secondary edge' atEsec, because only photoelectrons are emitted that overcome the
work function of the sample. This energy coincides with the vacuum level of the sample
and thus allows for a shift of energy axis, as displayed. The electrons with the lowest
binding energy in a metal sit at the Fermi level. Photoemitti ng those will result in the
high-energy cut-o� of the spectrum at EFermi , approximately shaped like a Fermi-Dirac
distribution 18. For the depicted two-photon probing this means that the work function
is easily calculated via photon energyh� and width of the spectrum � E = EFermi � Esec:

� = 2h � � � E = 2h � � EFermi + Esec (3.22)

Thereby all information is available to reference the kinetic energy of photoelectrons to
the sample vacuum- or Fermi-level. Depending on the probingmechanism, the energetic
location of relevant states before photoemission can be determined by subtracting the
respective probe photon energyh� for intermediate (equilibrium-unoccupied) or 2h�
for initial (equilibrium occupied) states.

When probing with single photons (TR-ARPES) obviously the probe photon energy
has to be subtracted only once in order to access the initial state energy.

Emission angle As discussed in section 3.2.2, each value pair of kinetic energy (now
with respect to the analyser vacuum level, i.e. as-measured) and emission angle allows

18 In reality, the underlying density of states is not necessar ily constant and broadening due to the
�nite experimental resolution has to be considered. Both ca n modify shape and apparent position of
the edge shape.
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Figure 3.17: Exemplary photoemission
intensity with respect to pump-probe de-
lay I PE (� t) obtained via convolution of in-
termediate state responseR(t) (single ex-
ponential decay, � = 10 fs) with Gaus-
sian laser pulse cross-correlationXC (t)
(FWHM = 50 fs)

for calculation of parallel electron momentum/wave-vector kk via Equation 3.18.19

Time delay By variation of the pump-probe delay � t population dynamics and tran-
sient changes of the band structure can be monitored. An exact quantum mechanical
calculation for a three-level system (initial, intermediate and �nal state) is possible via
optical Bloch equations [Lou00]. Exact knowledge of dephasing parameters needed for
such a treatment is not easily accessible. Non-resonant excitation on the other hand
can be described by a set of classical rate equations [Kir09], and the photoemission
intensity then is

I PE (� t) =
Z Z

I 1(t)R(t0� t)I 2(t0 � � t)dtdt0 (3.23)

=
Z

XC (t � � t)R(t)dt (3.24)

with the intermediate state response functionR(t) and the cross-correlation function
XC (� ) of the intensity envelopesI 1(t) and I 2(t) of pump and probe laser pulse

XC (t) =
Z

I 1(t)I 2(t � t0)dt0 (3.25)

The cross-correlation function can either be measured ex-situ (via nonlinear opti-
cal pulse characterisation) or determined from suitable energetic regions in the time-
resolved photoemission data: If the intermediate state is virtual (or has sub-resolution
lifetime), the responseR(t) is a delta function and XC (t) is directly measured. De-
pending in the investigated system, a certain response function has to be assumed. In
Figure 3.17 a single exponential decay has been used:

R(t) = e� t=� (3.26)

The convolution of R(t) ( � = 10 fs, black) and a Gaussian cross-correlation function
(FWHM = 50 fs, red) yields the green curve. It is broadened andits maximum is shifted
towards the exponentially decaying response, i.e. positive time delays. Such a model
can be used to numerically perform least-mean-square �tting including the convolution
from Equation 3.24. The fact that the measured trace is shifted with respect to the
pure cross-correlation increases the time resolution of such an evaluation substantially
below the employed pulse durations. The time resolution is approximately on the order
of 1/10 of the pulse duration [Mey11].

19 The transformation between non-energy-dispersive axis on the acquired camera image and emission
angle is described in section 3.2.8.
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3 EXPERIMENTAL DETAILS AND TECHNIQUES

3.2.8 Experimental setup for TR photoemission spectroscop y

The setup for photoemission experiments is based on a versatile ultrahigh vacuum
(UHV) system for sample preparation and spectroscopy. The latter is performed with
a Phoibos 100 hemispherical analyser (SPECS) including a CCD-camera based, two-
dimensional detector for simultaneous energy and angle resolved measurements. The
overall setup is described in [Dei11] and presented in Appendix B in more detail. A
similar UHV setup was used for example in [Gah04, St•a07b, Mey11] and is described
in the respective sources. The sample transfer system is adopted from [Hag09] and also
presented in Appendix B.
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3.3 Optical pump-probe spectroscopy

3.3 Optical pump-probe spectroscopy
Comparably low-energy excitations of valence electrons, excitons, lattice vibrations
(phonons), etc. de�ne the optical response of a solid. Electronic inter- and intraband
transitions around the Fermi energy are the main excitations in the range of photon
energies corresponding to visible light. The dielectric function � (!; k ) determines the
response of the solid to the electromagnetic �eld of the light as a function of frequency
! and wavevectork . Therefore the optical properties of a material give indirect access
to the band structure via its dielectric function. The broad er the accessible frequency
range in the experiment, the more complete is the resulting view into the excitation
spectrum of the investigated object.

The use of ultrashort laser pulses gives access to the ultrafast relaxation dynamics of
such excitations on the order of the laser pulse duration, when applied in a pump-probe
scheme, similar to time resolved ARPES 3.2.6, but instead ofprobing by photoemission
the transient optical response is monitored. Studying the relaxation dynamics of a
system, which strongly depend on the coupling between its internal degrees of freedom,
allows for a deeper understanding of the fundamental properties of the system.

In the following sections a more detailed description of theoutlined processes will
be given.

3.3.1 Optical response, dielectric function and band struc ture

The electric �eld E of light acts as a force upon free (metals) and bound (dielectrics,
metals) charges, leading to a polarizationP of the illuminated medium20. If the electron
(of mass m and charge e) is bound in a harmonic potential its equation of motion
corresponds to the one of a damped harmonic oscillator with eigenfrequency! 0 and
damping rate 
 , including the driving electric �eld E as an external force:

m[•x + 
 _x+ ! 2
0x] = � eE (3.27)

The solution for a harmonic �eld E(x) = E0e� i!t is leading to the following expres-
sion for the dipole moment of such a charge:

p = � ex =
e2

m
E

! 2
0 � ! 2 � i
!

(3.28)

The sum over all induced dipole moments will give the polarisation P of the il-
luminated medium. In (linear) optics the macroscopic quantity connecting �eld and
polarization (P = � 0� (1) E) is called (linear) susceptibility and can be written as the
sum of dipole contributions:

� (1) =
e2

� 0m

X

j =0

f j

! 2
j � ! 2 � i
 j !

; (3.29)

with individual oscillator strengths f j . A term with ! j = 0 corresponds to the ab-
sence of a restoring force in Equation 3.27 and thereby describes free electron behaviour

20 This section is compiled using various standard text books e.g. [Jac02, Ash76, Kop07]
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3 EXPERIMENTAL DETAILS AND TECHNIQUES

in metals. With � = 1 + � the complex permittivity is de�ned:

� (! ) = ( n(! ) + i� (! ))2 = 1 +
e2

� 0m

X

j =1

f j

! 2
j � ! 2 � i
 j !

+ i
e2

� 0m
f 0

! (
 0 � i! )
(3.30)

The last term of Equation 3.30 is separated from the summation and can be iden-
ti�ed by the complex conductivity � (! ):

� (! ) =
f 0e2

m(
 0 � i! )
(3.31)

Considering boundary conditions for electric and magnetic�eld components at a
sample surface, one �nds the Fresnel equations [Jac02] for re
ection, depending on the
complex refractive index ~n = ( n + i� ):

r? =
cos� �

p
~n2 � sin2 �

cos� +
p

~n2 � sin2 �
(3.32)

r k =
~n2 cos� �

p
~n2 � sin2 �

~n2 cos� +
p

~n2 � sin 2�
(3.33)

For a given complex permittivity it seems trivial to calcula te the expected optical
response. The inverse problem is not as easily solved. To �ndreal and imaginary
part of the dielectric constant from the measured re
ectivity additional information is
needed. Two approaches are commonly used:

1. Real n(! ) and imaginary � (! ) part of the refractive index are related by the
Kramers-Kronig-relation. To carry out the needed integration re
ectivity mea-
surements have to be conducted over a wide frequency range (extrapolation over
`all' frequencies)

2. Angle dependent measurements give additional sets of Fresnels equations that
allow for extraction of n and �

Expanding P with respect to the source �eld E generally results in a term that is
linear (PL ) and higher order nonlinear terms (PNL ) formally setting the frontier between
linear and nonlinear optics. Nonlinear optical phenomena are explained in more detail
in Appendix C.

3.3.2 Transient re
ectivity upon photo-excitation

To get insights into the dynamics of material properties we use time-resolved pump-
probe experiments to directly investigate the evolution ofthe system in the time-domain
after a perturbation. Ultrashort laser pulses are used in a pump-probe scheme to �rst
excite (pump) the system (i.e. photoexcite electrons from equilibrium occupied to
unoccupied states in the solid) and thereby trigger an ultrafast dynamical response.
The excited-state evolution and relaxation is probed via the optical response using
a time-delayed (� t) probe pulse, which is re
ected from (transmitted through) the
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3.3 Optical pump-probe spectroscopy

sample of interest. By scanning the time delay � t, the transient evolution of the
responseR(t) can be monitored over a wide range of timescales. The time-resolution
of such experiments is limited by the pulse durations of the applied laser pulses, as the
detected signal is usually a convolution of material responseR(t) and cross correlation
XC (t) of pump and probe pulses (see Equation 3.24).

The reason for transient changes of the dielectric functionupon optical excitation
can be manifold. Photoinduced charge transfer can lead to optical weight shifts [Oga01,
Wal11, DC12a], photoexcited hot electrons increase the quasi-equilibrium temperature
and thermalise with the lattice [DF00, Bon00], collective excitation like phonons, plas-
mons or charge density waves a�ect the dielectric function [Zei92, Kut92, Dem02, Has05,
Ish06] and �nally the whole band structure might be a�ected on a more fundamental
level, e.g. when a phase transition is photoinduced [Roa71,Lys06, Tob08]. The tem-
poral response will depend strongly on the coupling of internal degrees of freedom
and energy dissipation mechanisms inside the solid, and cantherefore give access to
fundamental properties of the investigated system.

3.3.3 Coherent phonon generation and detection

A phonon is the quantum of a collective vibrational lattice excitation in a solid. Exciting
many of these quanta on a timescale shorter than their inverse eigenfrequency will lock
their phase relation and a coherent phonon is generated. As they can modulate the
dielectric function, one can detect coherent phonon vibrations by optical spectroscopy.

The coherent phonon excitation mechanism depends on the nature of the driving
force, that is in
icted on the lattice. Initially light (in t he near-UV, visible and near-IR
regime) couples to the valence electrons of the solid, photoexciting them into previously
unoccupied states. Such a photoexcitation can generate a force onto the lattice, which
can be anything between purely impulsive (delta-like) and persistent (step-like). The
classical equation of motion for the atomic displacement along the phonon coordinate
q(t) is:

•q + 2 �! _q + ! 2
0q = �F (t)=m� (3.34)

� is the damping factor, ! 0 the phonon eigenfrequency andm� the e�ective mass of the
atom in the lattice. � is a coupling constant between force and speci�c normal mode.

Figure 3.18 shows, how the temporal shape of the forceF (t) a�ects the coherent
phonon response. In a) a purely impulsive mechanism is assumed. The force (grey)
therefore follows the laser intensity pro�le (red). The resulting solution of Equation 3.34
is numerically calculated for a weakly damped (� = 0 :01, blue), a critically damped (� =
1, green) and an overdamped (� = 100, yellow) case. As the force acts instantaneously
at t = 0 the displacement starts at the equilibrium displacement Q0, i.e. it is sine-like,
and subsequently oscillates aroundQ0 in the weakly damped case.

Figure 3.18 c) depicts the other extreme case for a persistent force: The potential
energy landscape is shifted according to the step-like force. The oscillation crosses its
new equilibrium position Q1 after 1/4 oscillation period and therefore looks cosine-like.
An intermediate case is depicted in b) with an exponentiallydecaying force (time con-
stant: 500 fs), resulting in an oscillatory behaviour situated between the two extremes,
both of which can be described in the theoretical framework of non-resonant and res-
onant Raman scattering [Gar96]. Careful analysis of the coherent phonon phase with
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Figure 3.18: Coherent phonon generation: a) Impulsive stimulated Raman scattering (ISRS):
Impulsive force (grey) follows laser pulse intensity (red), leading toa sine-like phonon phase.
b) Intermediate case between impulsive and persistent force (grey). c) Displacive excitation
of coherent phonons (DECP): Persistent force due to real electronic population, leading to
a shift in the potential energy landscape. The ion oscillates around its new (excited-state)
quasi-equilibrium position Q1 in a cosine-like fashion.
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3.3 Optical pump-probe spectroscopy

respect to the excitation pulse, can lead to conclusion withrespect to the excitation
mechanism.

To optically probe coherent lattice vibrations, one can exploit the fact that coherent
lattice vibration can modulate the dielectric function and thereby directly a�ect optical
properties [Kut92]. The change of the re
ectivity directly follows the lattice oscillation
around its equilibrium positions [Zei92]:

� R(t; � ) =
@R(� )

@q
q(t) (3.35)

The damping behaviour with respect to experimental parameters (i.e. temperature,

0
0.01
0.05
0.1
0.5
1
2
3
4
5
10
50
100

0

0.20.10.0
10-5

10-4

10-3

10-2

10-1

1

0.01 0.1 1 10 100

14 fs

220 fs

"F = 0 (imp.)
"F = 50 fs
"F = 500 fs
"F = 100 ps (disp.)

N
or

m
. D

is
pl

ac
em

en
t

0.20.10.0
Time Delay (ps) Time Delay (ps)

H
al

f-
R

is
e 

S
hi

ft 
(p

s)

Damping Rate !

a) b) c)

"F = 0 "F = 500 fs

Figure 3.19: Initial coherent phonon response, depending on exciting force and damping: a)
Impulsive force (40 fs laser pulse excitation) for various damping rates � . Increase of� shifts
initial response to earlier times. b) Semi-persistent force (time constant: 500 fs). Initial response
is delayed to later times when damping rate� increases. c) Comparison of half-rise-times on�
for di�erent decay times of the driving force. Maximum shift between undamped (� = 0) and
strongly overdamped (� = 100) case indicated by the arrows in a), b) and c).

excitation 
uence, etc.) often changes e.g. towards phase transition [Har98, Sco74].
A closer look at the initial response with respect to a changeof damping is depicted
in Figure 3.19 a) for a purely impulsive force and in b) for a force decay constant of
500 fs. An increase in damping (cold to warm colours) surprisingly not always leads to
a delay of the initial rise. For a purely impulsive force (� F ), the half rise point shifts to
earlier times, as indicated by the blue arrows in a) and the blue curve in c). The e�ect
is small (� 14 fs) and vanishes for more persistent forces with� F � 0, as shown in b)
and c) (red arrow).

Coherent control Coherent phonons can be controlled very similar to kicking a
pendulum in- or out-of-phase to increase or decrease its oscillation amplitude. A three
pulse experiment has to be performed to observe such behaviour [Dek93, Has96]. A
�rst pump pulse initially excites coherent phonon oscillations. A second pump pulse is
used to control the amplitude by simply adding to the initial e�ect.

If same and constant amplitudes are assumed, the combined response then becomes

R(t; � ) = A � sin(t) + A � sin(t + � ); (3.36)
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3 EXPERIMENTAL DETAILS AND TECHNIQUES

which has zero amplitude for � = �; 3�; 5�; : : : , i.e. the phase is an odd multiple of�
and amplitude 2A for even multiples, corresponding to out-of-phase cancellation and
in-phase enhancement of the overall coherent lattice response.
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4 Instantaneous band gap collapse in VO 2:
Photoinduced change of screening

The phase transition of VO2 from a monoclinic insulator to a rutile metal has intrigued
scientists for decades, and the discovery of the ultrafast light-induced phase transition
increased the attention even further. This chapter presents studies of non-equilibrium
dynamics of the two equilibrium phases (insulating and metallic), as well as of the
transient metallic phase after strong photoexcitation in VO2, in order to clarify the
driving force for the ultrafast transition and the nature of the transient phase. To
achieve this knowledge, two complementary pump-probe spectroscopic methods are
used to observe the dynamics directly in the time domain.

The structural phase transition is determined by the evolution of the potential en-
ergy landscape for the atoms. Here, this is studied by makinguse of the coherent
phonon response of VO2, which is also determined by the lattice potential energy land-
scape (Section 4.1). Using coherent phonon mode amplitudesas an order parameter,
it is found that after strong photoexcitation a transient phase is entered, which has
instantly lost the initial monoclinic lattice potential sy mmetry while the atoms are still
in their monoclinic positions.

To get a comprehensive understanding of theelectronic insulator-to-metal phase
transition on the other hand it is self-evident to directly p robe the electronic struc-
ture in the vicinity of the Fermi energy, as the presence of a Fermi surface is evidence
for metallicity. This is achieved using time-resolved one-and two-photon photoelec-
tron spectroscopy (Section 4.2). Strong photoexcitation instantaneously results in the
appearance of DOS in the band-gap of insulating VO2, meaning that the insulator-to-
metal transition is directly driven by the photoexcitation . Furthermore, hot carriers
within the collapsed monoclinic band-gap are observed thatdecay on timescales on the
order of 100 fs.

This study gives novel insight into the driving mechanism of the PIPT and the
properties of the transient phase: An instantaneous metallisation is observed, as a direct
consequence of the photoexcitation. The photoinduced, transient phase is characterised
as metallic with the monoclinic real space lattice structure, while the lattice potential
is already raised above the monoclinic symmetry. Theoretical calculations con�rm
the purely electronic driving mechanism for the initial metallisation, by showing that
photoexcitation (i.e. primarily hole doping) strongly mod i�es screening in VO2, enough
to completely renormalise its band structure.

4.1 Probing the potential energy landscape of
VO 2

In this chapter, VO 2 is comprehensively studied by means of time-resolved broadband
optical spectroscopy21. Figure 4.1 gives a schematic overview of the di�erent aspects of

21 The experiments have been performed in collaboration with Simon Wall, who was working as a
PostDoc, and Laura Foglia, who was a diploma student in the gr oup. The pump-probe experiments,
using 800 nm probe light, were evaluated and presented to some extent in Laura Foglia's diploma thesis
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4 INSTANTANEOUS BAND GAP COLLAPSE IN VO 2: PHOTOINDUCED
CHANGE OF SCREENING
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Figure 4.1: Schematic overview of performed studies of VO2: Monoclinic insulating (blue),
rutile metallic (orange) and transient (green) phases of VO2 are investigated along di�erent
excitation pathways (top, bottom). Section

these studies. First the optical properties during the thermal transition are monitored
to characterise the sample (Section 4.1.1). The two equilibrium phases are investigated
after weak perturbation (i.e. without driving the PIPT) by a laser pulse, to expose
a phase-speci�c coherent phonon response: In the insulating monoclinic (M1, blue)
phase coherent phonon oscillations are detected (Section 4.1.2), which vanish in the
metallic rutile (R, orange) phase (Section 4.1.3). Their amplitude can be used as an
order parameter for the phase transition.

Strong perturbation (red arrow, Section 4.1.4), on the other hand, drives the system
out of the monoclinic into a transient phase (green). To probe the coherent phonon
responseof this transient phase, a three pulse experiment is used (Section 4.1.5): A
�rst laser pulse drives the transition and a second, weaker pulse perturbs it in the
transient phase.

4.1.1 Temperature induced phase transition in VO 2/Si(100)

Vanadiumoxides exist in many stoichiometries and mixed oxidation states [Rie07]. The
VO2 thin �lm samples used in this work were fabricated in the group of Richard Haglund
(Vanderbilt University). For the optical spectroscopy experiments a 200 nm VO2 thin
�lm was grown by pulsed laser deposition (PLD) on n-doped Si(100) [Suh04]. This
results in a polycrystalline non-epitaxial �lm.

To characterise the sample and its switchability, temperature-dependent re
ectivity
measurements (� probe = 800 nm) were performed. Figure 4.2 a) shows a measured
hysteresis loop together with the corresponding crystal structures. Upon heating across
the phase transition temperature the re
ectivity at 800 nm d rops by � 70%. The
transition temperature (upon heating) is 344 K (71 � C)22 and the hysteresis width is
11:8 � 0:2 K.

Comparison of the width and shape of the measured hysteresiswith the �ndings

(Transient re
ectivity and coherent phonon excitation: An u ltrafast probe of the metal-to-insulator
transition in VO 2 at the Freie Universit •at Berlin) [Fog11].

22 The deviation of the transition temperature by 5 K in respect to reference [Suh04] is very well
covered by a possible systematic error in sample temperature measurement (temperature gradient
between heater, thermosensor and probed region of the sample).
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in a morphology dependent study [Suh04] (depicted in Figure4.2 b)), suggests rather
large crystallites with a diameter on the order of hundreds of nm.

The increased width of the hysteresis loop as compared to VO2 single crystals (2-
3 K) is due to averaging over an ensemble of many crystallites(grains) each showing
slightly di�erent transition temperatures. A competition b etween reduced amount of
nucleating defects, crystallite size, stress and boundarye�ects determines the exact
transition temperature of each crystallite and therefore in
uences the hysteresis width
[Kli02, Lop02, Suh04].

The asymmetry between heating and cooling branch of the hysteresis has been ob-
served before [Kli02, Suh04, Lea13]. Varying hysteresis widths with transition tempera-
ture, di�erent distributions of nanocrystals for both branc hes or asymmetric conditions
for superheating and supercooling23 [Fan11] can explain such an asymmetric behaviour.

To extend the probing bandwidth, WLC pulses are used to monitor the temperature
dependent changes in re
ectivity over the whole visible wavelength range. The heating
arm of a hysteresis curve is shown in Figure 4.3 a) for probe wavelengths between 500
and 700 nm (bottom axis). The left axis displays the sample temperature. Before
crossing the transition temperature, the re
ectivity incr eases slightly with temperature
at wavelengths below 600 nm, while above 600 nm it stays constant. When crossing
the critical temperature, the re
ectivity drops at all probed wavelengths. This decrease
can be seen in Figure 4.3 b), where lineouts at distinct wavelengths are shown, which
are normalised to the re
ectivity at 335 K - right before the t ransition temperature is
reached - to exclude changes in re
ectivity not connected tothe phase transition.

Figure 4.3 c) shows two lineouts from Figure 4.3 a) to illustrate the wavelength
dependence. The biggest change is observed at larger wavelengths (63 % at 700 nm)
and the change decreases linearly towards 580 nm. At lower wavelengths than 580 nm
it stays small (< 10 %).

To explain this behaviour, a sketch of the change in the VO2 band structure is shown
in Figure 4.3 d): Large wavelengths (lower photon energies,red arrow) probe transitions
between the V 3dk bands, which change strongly with the phase transition. On the
other hand small wavelengths (higher photon energies, bluearrow) probe transitions
from O 2p to V 3d states and are therefore less a�ected by the change in band-structure
in the vicinity of the Fermi energy [Ver68].

4.1.2 Non-equilibrium dynamics of the insulating monoclin ic phase

Exciting the system with laser pulses centred at around 800 nm constitutes an above
band-gap excitation of the insulating phase of VO2. The transient change of re
ectiv-
ity, measured at room temperature, is shown in Figure 4.4 a) for a pump 
uence of
1.7 mJ cm� 2, i.e. well below the photoinduced phase transition threshold. A relatively
large sudden drop of re
ectivity at the probe wavelength followed by a slow recovery is
superimposed to beating phonon oscillations.

To analyse the coherent phonon oscillation, the incoherent(i.e. due to electronic
excitation, thermal e�ects or incoherent lattice dynamics) part has to be subtracted.

23 twin-walls and point defects act as selective, phase-dependent, nucleation seeds
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Figure 4.4: a) Re
ectivity transient of VO 2 at room temperature upon weak excitation. After
background subtraction a FFT yields the phonon spectrum b). Modi�ed from [Wal12].

An empirical �t of the form

� R(t)=R = (erf( t=� p) + 1) � (A1exp(� t=� 1) + A2exp(� t=� 2)) ; (4.37)

was used for background subtraction of this incoherent part. The error function
erf(t=� p) + 1) is used to model the rising edge. Its width (� p) is determined by the
pump pulse duration. A1 and A2 are the two amplitudes and � 1 and � 2 the decay time
constants of the initial recovery of the re
ectivity change.

The remaining coherent part is then Fourier transformed for spectral analysis and
yields the frequency spectrum shown in Figure 4.4 b). By �tting this spectrum with
four Lorentzian line-shapes, the frequencies of the phononmodes are found to be 4.4,
5.7, 6.7 and 10.2 THz. Those eigenfrequencies agree very well with the four strongest
Raman active phonon modes of the insulating phase measured by Raman spectroscopy
in Ref. [Sch02] at 4.47, 5.97, 6.75 and 10.16 THz24. An even better match for two of the
measured frequencies is found in Ref. [Par90]: 5.73 and 6.69THz. Deviation from the
exact values found in literature is either due to the slightly di�erent stoichiometry of
the VO2 sample (Oxygen de�ciency is known to change the phonon spectrum [Par90])
or strain e�ects due to the inhomogeneous nature of the thin �lm sample.

Probing the transient dynamics with broadband WLC pulses extends the amount
of retrievable information. A transient trace (following w eak excitation) is shown in
Figure 4.5 a) with respect to pump-probe delay and probe wavelength. Again coherent
phonon oscillations can be seen on top of a strong incoherentchange of re
ectivity
following photoexcitation. The strongest incoherent contribution is observed at large
wavelengths, as these are closest to the pumping wavelengthof 800 nm, i.e. where the
dielectric function is initially perturbed strongest. In c ontrast to that, the incoherent
contribution is close to zero for wavelengths further away from the pump wavelength
(i.e. at higher energies).

To analyse the phonon spectrum over the whole probing range,lineouts have been
taken between 500 and 780 nm (not shown). The integration range was� 10 nm around
the central wavelength. Spectra resulting from FFT (without background subtraction,
but employing a Hanning window function) of these lineouts are shown in Figure 4.5 b)

24 Other strong modes with higher frequencies cannot be coherently excited/resolved because of the
pulse duration of pump and probe laser pulses on the order of 40 fs.

57



4 INSTANTANEOUS BAND GAP COLLAPSE IN VO 2: PHOTOINDUCED
CHANGE OF SCREENING

650
600

550

-300
0

300
d ( )
elay fs

-4.5%

+1%
D

R
/R

a)

0
640600560520

4.6 THz
5.7 THz
6.9 THz

0
F

T
m

ag
ni

tu
de

 s
qu

ar
ed

 (
ar

b.
u.

)

510nm
530nm
550nm
570nm
590nm
610nm
630nm
650nm
670nm!ts

109876543
frequency (THz)

wavelength (nm)

b)

re
l. 

am
pl

itu
de

(a
rb

.u
.)

Tsample = 300 K

below thresh old

Figure 4.5: a) Broadband re
ectivity change upon pump excitation at room temperature and
below phase transition threshold 
uence. b) FFTs of linouts at indicated wavelengths of a)
(� 10 nm) and Gaussian �ts to three detected phonon oscillations (curves are o�set for clarity).
Relative phonon amplitude with respect to probe wavelength is shownin the inset. Mind the
opposite ordering of wavelengths in a) and b).

together with Gaussian25 line-shaped �ts at 4.6, 5.7 and 6.9 THz, in good agreement
with the 800 nm probe data. However, the highest frequency (10.2 THz) is not observed.
This might be due to a too long (> 50 fs) pump-pulse. In addition to these modes, the
FFT exposes increased intensity around 3 THz. This could, e.g. result from an artefact,
due to a non-zero incoherent background.

Even though the FFT analysis over such a limited number of oscillation periods can
only have a preliminary or supporting character an additional important observation is
made: The relative amplitude of the modes and the ratio between coherent oscillations
and incoherent background depends on probing wavelength! This is quanti�ed in the
inset of Figure 4.5 b). There, the relative intensity (�t amp litude) of the three visible
phonon modes with respect to the probe wavelength are shown.Clearly di�erent wave-
length regions (i.e. parts of the dielectric function) are a�ected more or less strongly
by the di�erent phonon modes. This is due to di�erent coupling strength between the
distinct phonon modes and parts of the dielectric function.

The fact that at smaller wavelengths (around 520 nm) the incoherent background is
close to zero and only one coherent phonon mode (at 5.7 THz) dominates the spectrum,
quali�es especially this wavelength region for studies of the phonon as a marker of
the monoclinic phase symmetry during the temperature- and photo induced phase
transition of VO 2. However, before focusing on thetransient metallic phase (upon photo
inducing the phase transition), the di�erences of the equilibrium (high-temperature)
metallic phase of VO2 in comparison with the (low-temperature) insulating phase are
characterised in the next paragraph.

25 signi�cant broadening due to the rather short range of delay s (700 fs) available in this measurement.

58



4.1 Probing the potential energy landscape of VO2

0
3210

d pelay ( s)

81 mW
45 mW
26 mW
9.2 mW
fits

!
R

 R/
(a

rb
.u

.)

0
8642

frequency (THz)

F
T

A
(a

rb
.u

.)
2

6004002000-200
delay (fs)

no
rm

. a
m

p.

power (mW)

a) b)

Tsample = 415 K

0
80400

B
A

1

" 20

30

"
(f

s)

Figure 4.6: a) Pump-induced re
ectivity change in metallic ( T = 415 K) VO 2 probed by
800 nm pulses for di�erent pump-power and empirical �ts starting r ight after peak-like structure.
Fourier transforms (after background subtraction using the �t s) of the transients are shown in
the inset. To capture the initial dynamics, a di�erent �t for early de lays ((4.39)) is shown in
b). The inset displays pump-power dependencies of resulting �t parameters: Step amplitude
A, peak amplitude B and decay time constant� .

4.1.3 Non-equilibrium dynamics of the rutile metallic phas e

Heating the sample above the phase transition temperature allows to perform pump-
probe measurements of the transient optical response of theequilibrium metallic rutile
phase and compare them to the ones previously described for the low temperature
phase.

Pump-induced re
ectivity changes at a sample temperature of 415 K probed with
800 nm light for di�erent pump 
uences are shown in Figure 4.6 a). One characteristic
di�erence to the insulating, low temperature phase is the sign of the transient, which is
now positive (re
ectivity increase upon pump excitation). A spike-like initial response
is followed by a slow transient re
ectivity increase. To perform Fourier transformations
in the region after the initial spike up to late delays (> 3 ps) an empirical background
consisting of an exponential decay and a increasing linear slope has been subtracted:

� R(t)=R = A � exp(� t=� ) + m � t + c (4.38)

The resulting Fourier transforms are shown in the inset of Figure 4.6 a). There are
no distinguished intensities visible in all of four exemplary traces. Furthermore, com-
parison with Raman data suggests that the frequency spectrashown, consist of noise
only.26

To quantify the initial dynamics right after excitation, a m ore complex �t func-
tion than (4.38) has to be applied, while the slow transient re
ectivity increase for
later delays, covered by Equation 4.38, is neglected to minimise the amount of free �t
parameters. The �t function consists of the sample response(sum of a step-function

26 The high-frequency oscillations visible in Figure 4.6 a) do not show up as a consistent peak in the
Fourier spectrum and do not behave like coherent phonon oscillations, e.g. they increase in amplitude
with delay as late as three ps. They are therefore attributed to an artefact, e.g. due to periodic

uctuations in laser power or temperature oscillations in t he sample heater feedback loop.
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(erf(t) + 1) and an exponential decay), convolved (� ) with the laser pulse XC temporal
shape:

� R(t)=R = (response� pulse)(t) (4.39)

response = (erf(t) + 1)( A + B � exp(� t=� )) (4.40)

pulse = exp(� t2=� 2) (4.41)

Figure 4.6 b) shows the a close-up view of the data displayed in a) for the �tted delay
region (coloured circles) and the respective �ts (black curves). Assuming a laser pulse
duration of 45 fs (which on average produced the best �t, whenkept as a free �tting
parameter) the �t generates decay times� of the spike-like structure on the order of
tens of fs with a growing trend with power. The power dependence of decay time� ,
normalised step amplitude A and normalised peak amplitude Bis shown in the inset
of Figure 4.6 b) (markers), together with power-law (/ xp) �ts (solid lines). The step
amplitude A is close to linear with pump-power (p = 0 :85 � 0:03) while the amplitude
B of the initial spike has a lower power dependence (p = 0 :56 � 0:05) and the decay
time grows with a power of (p = 0 :3 � 0:02).

As the material is already in the high-temperature phase, nophase transition oc-
curs any more upon pumping the system with light, which explains the linear power
dependence of the step amplitude A of the slowly changing background. There are two
probable causes for the spike-like structure right after photoexcitation:

1
 the initial spike is directly connected to photoexcitation of the electronic system.
The dielectric function can be modi�ed by the generation of hot electrons in
various ways (via intraband and interband excitation, modi�cation of plasma
frequency, etc.) and the increase of the time constant� can be explained in the
framework of Fermi liquid theory by a transient increase of carrier screening or
decrease of phase-space for e-e-scattering. Also electron-phonon scattering rates
are known to change with excitation 
uence.

2
 the initial spike is a modulation due to overdamped phonons of the equilibrium
metallic phase, as the solution for an overdamped oscillation is a decaying expo-
nential:

q(t) / exp(� �t ) (4.42)

The increasing decay constant would indicate a slight increase in damping rate
with 
uence. Although the onset of re
ectivity change would shift in time with
changes of the damping rate (Section 3.3.3), experimentally no conclusions can
be drawn from that fact, as the exact temporal relation between pump and probe
pulse is not �xed over the course of the di�erent measurements.

Altogether there are too many possible explanations and toolittle information in the
time domain, to give a conclusive answer regarding the nature of the spike-like feature.

In the previous section (4.1.2), the coherent response and incoherent background
was disentangled via the probing wavelength. Therefore thetransient re
ectivity change
of VO2 at 400 K probed by WLC pulses is shown in Figure 4.7 a). The general shape
is very similar to the response probed at 800 nm. The sign of the re
ectivity change
is positive at all wavelengths. The peak amplitude as well asthe transient background
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are strongest at long wavelengths and decrease towards shorter wavelengths. Again the
dielectric function is a�ected most strongly close to the pump wavelength.

The Fourier transforms (starting right after the spike-lik e structure) of lineouts
around indicated wavelengths are shown in Figure 4.7 b). Theintegration range was
again � 10 nm. The scale (y-axis) of the Fourier transforms squared magnitude is chosen
to be the same as in Figure 4.5, so one can directly compare intensities in the spectra.
Clearly, there are no features with comparable amplitudes in the case of metallic VO2.
The phonon amplitude can therefore be used as a marker for themonoclinic phase
symmetry and as anorder parameter for the phase transition of the lattice potential
symmetry in VO 2.

Especially at 530 nm, where the 5.7 THz phonon mode was the only dominant
feature in the insulating case, neither oscillations nor signi�cant incoherent response
a�ect the signal. Hence this wavelength region will be the wavelength of choice to
do high dynamic-range measurements with a lock-in ampli�erto monitor the dynamic
changes in phonon response when inducing the photo-inducedphase transition (See
next section 4.1.4).

In order to shed light on the nature of the spike-like feature, the wavelength depen-
dence of the slow transient and the spike-intensity are compared in the inset of Figure
4.7 b). Lineouts (normalised to their maximum intensity) ta ken on top of the spike as
well as between 700 and 900 fs (slow transient) after excitation are shown. The third
curve results from subtracting the slow transient from the spike as a background be-
fore normalizing. The very similar shape of all three curvessuggests a similar physical
cause. Arguments for both, overdamped phonon and electronic origin, can be found:

1
 If the spike-like feature is a critically damped coherent phonon, the incoherent
background could result from e.g. thermal expansion of the lattice, both struc-
tural phenomena.
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2
 If electronic excitation is directly responsible for the spike, the incoherent back-
ground could be generated by the increased electronic temperature after electron
thermalisation.

The optical measurements are not able to give a conclusive answer regarding the nature
of the initial re
ectivity response in the equilibrium meta llic phase of VO2, especially
as also the e�ect of phonon oscillations on the re
ectivity might have changed due
to the di�erent electronic band structure in the metallic pha se. The photoemission
experiments presented in section 4.2, on the other hand, will show hot electron lifetimes
on the order of 200 fs. Therefore a structurally dominated response seems more likely,
as the optically measured decay constant of 20 fs is one orderof magnitude smaller as
the hot electron lifetime, but very well compatible with a cr itically damped oscillation
of the lowest energy phonon mode of rutile VO2 at 7.2 THz [Sch02].27 Independent of
the exact origin, the distinct shape and sign of re
ectivity change will be used to track
the evolution towards the equilibrium metallic phase response after the photoinduced
phase transition in section 4.1.5.

4.1.4 Strong photoexcitation

After describing the ultrafast response of the two equilibrium phases to weak excitation,
the photoinduced phase transition is investigated by gradually increasing the pump-
power, while staying at room temperature. When increasing the 
uence across a critical

uence threshold (FTH ), distinct changes in electronic and lattice response are observed.

800 nm probe Excitation 
uence-dependent measurements, using 40 fs short laser
pulses centred at 800 nm for both pumping and probing, have been performed over a
wide range of 
uences as shown in Figure 4.8 a). In line with previous investigations
[Bau07, K•ub07] a threshold 
uence FTH = 6 :9 mJ cm� 2 is de�ned at the value where
the response amplitude an arbitrary time delay of 1 ps is starting to become nonlinear
with 
uence (see Section 2.2 for details). A steep decrease of re
ectivity, which grows
in magnitude upon increasing the 
uence is observed. The signal then recovers (double
exponentially) with time constants that increase with 
uen ce. Before discussing the
incoherent response in more detail, coherent phonon oscillations are analysed by FFT:

The transients for below threshold excitation (blue) show coherent phonon oscilla-
tions, which vanish when exciting above the phase transition threshold. This is clear
from Figure 4.8 b) where Fourier transforms (magnitude squared) of the traces in a)
after background subtraction28 are shown in a false colour representation on a logarith-
mic scale. Each of the Fourier spectra are normalised to 
uence so that e�ects scaling
linear with pump excitation density are removed. The black arrows at the top indicate
the eigenfrequencies of the four strongest accessible Raman active phonon modes of
the monoclinic, insulating, low-temperature phase of VO2, which have been already
discussed in section 4.1.2. Those eigenfrequencies can be seen in the Fourier spectra

27 The other Raman active phonon modes are not excited coherently as their frequency is too high.
28 Without background subtraction the large incoherent o�set in the transients leads to a large in-

tensity in the Fourier transforms at zero frequency. To remo ve this incoherent background, a strongly
smoothed (binomial smoothing) replica of each dataset was subtracted. This corresponds to high-pass
�ltering in frequency space.
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Figure 4.8: a) Photoinduced re
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as four distinct peaks when pumping below threshold (FTH is indicated by the white
line). At 
uences above FTH on the other hand, those eigenmodes vanish and cannot
be observed any more, indicating a signi�cant change in the response.

Selected Fourier transforms below (blue) and above (red) threshold in Figure 4.8 c)
verify the vanishing of the coherent phonon modes upon driving the phase transition.
The respective transients in a) and position in b) are indicated by the red and blue
arrows. At 0.2 FTH pump 
uence, four clear peaks are observed centred at 4.29, 5.77,
6.7 and 10.26 THz, as discussed in section 4.1.2. Those can beseen for all 
uences
below threshold29 but not for 
uences above threshold, for example at 2.9 FTH (red
curve, o�set for clarity), where only noise is visible in the spectrum. This resembles
exactly the coherent response of the metallic rutile phase,where none of the monoclinic
phonon modes could be excited (See Section 4.1.3).

The disappearance of all of these phonon modes suggests the loss of
the monoclinic lattice potential symmetry. It will be shown that the phonon
mode amplitudes can be used as an order parameter for this phase transition in terms
of the lattice potential. However, �rst, the following para graphs will exclude dephas-
ing/damping as an alternative explanation for the loss of the phonon modes.

525 nm probe As discussed in Section 4.1.2, the wavelength region around520 nm
quali�es for a systematic analysis of the PIPT, as the incoherent `background' part
of the transient, seen at longer wavelengths, is comparatively low in intensity, while
the phonon mode centred at 5.7 THz dominates the phonon spectrum. To achieve a
superior signal to noise ratio as compared to broadband measurements employing an
optical spectrometer, lock-in detection was used after �ltering the re
ected WLC probe
at 525 nm (bandwidth: 5 nm), therefore keeping the temporal shape of the WLC pulse
intact at the time of probing.

The resulting pump-induced transients (� pump = 800 nm) are shown in Figure
4.9 a). As the incoherent background amplitude is a smaller than in the previous
paragraph, the y-axis is scaled linearly as opposed to in Figure 4.8 a) where it is
logarithmic. The phase transition threshold has been determined again (independent
of the 800 nm probe dataset) at the point where the transient response at 1 ps time delay
starts to be non-linear with 
uence. This yields a slightly d i�erent 
uence threshold
(FTH = 4 :93 mJ cm� 2) for 525 nm probing than for 800 nm probing, mainly due to
di�erent systematic errors in 
uence determination (a detai led discussion follows in the
next paragraph).

Below threshold (blue curves) coherent phonon oscillations dominate the transients
without any signi�cant background intensity. Above thresh old (orange) the coherent
phonon signatures start to vanish and a slow transient background increases with 
u-
ence. This background increase occurs on a much smaller scale then when probing
with 800 nm (compare to Figure 4.8). As higher 
uences (up to 5:5 � FTH ) could be
achieved30, a saturation regime (red) was accessible. Before conducting detailed �tting
procedures of the transients based on a phenomenological model, the changes of phonon
spectra with respect to pump 
uence allow for the following qualitative discussion:

29 In the transient with the lowest pump-
uence the phonons are barely visible, due to the low signal
to noise ratio

30 Reduction of the laser repetition rate allowed for higher pu lse energies and therefore higher 
uences.
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Figure 4.9: a) Photoinduced re
ectivity changes probed by 525 nm part of WLC pulses for
various excitation 
uences (� pump = 800 nm) below (blue) and above (orange) the phase transi-
tion threshold FTH and in saturation regime (red). b) False colour plot of Fourier transforms of
the transients in a) after background subtraction (same methodas in Figure 4.8) with respect
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Fourier transforms for three distinct transients representing the three regimes: below (blue) and
above (orange) threshold and in saturation (red). The respective positions are indicated by the
coloured arrows in a) and b). Fitting with two Gaussian peaks yields dotted black curve in c).
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The Fourier transforms (magnitude squared) of the transients from Figure 4.9 a)
(after background subtraction as described in the previousparagraph28) are shown in b)
for increasing pump 
uences. The Fourier transforms are normalised to pump 
uence
to remove any signatures that depend linearly on excitationdensity. The threshold
is indicated by the white line. Clearly, there are at least two peaks in the phonon
spectrum below FTH , corresponding to the 5.7 and 6.7 THz modes of the insulating,
monoclinic phase of VO2. When the 
uence is increased above threshold, these modes
vanish quickly and no distinct features can be accounted forany more To illustrate
this further, Figure 4.9 c) shows three distinct phonon spectra, representative of the
three regimes (blue: below threshold, orange: above threshold, red: in saturation). The
orange and red curves have been scaled up by a factor of ten ando�set for clarity. A �t
(two Gaussian peaks) to the phonon spectrum of the transientpumped below threshold,
yields a strong mode at 5.8 THz and a weaker one at 6.7 THz in good agreement to
the data shown in Figure 4.5 b).

A slight softening of the 5.7 THz mode is observed before it disappears, which will be
quanti�ed further by �tting the transients in section 4.1.4 . The gradual decrease above
threshold, seen in b), is due to inhomogeneous probing of a distribution of di�erently
strongly pumped regions due to the Gaussian laser beam shapes. Clearly at 2:8� FTH no
phonon modes are visible any more, indicating homogeneous above threshold pumping
of the whole probed area. The situation does not change with respect to the phonon
modes when pumping in the saturation regime (5:5 � FTH ).

The photoinduced phase transition threshold The transient re
ectivity probed
both with 800 and 525 nm light is now analysed in detail, starting with the threshold

uence for the photoinduced phase transition for both wavelengths independently.

In Figure 4.10 a) the 
uence dependence of the transient re
ectivity change at 1 ps
(�lled circle) and 3.5 ps (open circle) pump-probe delay is shown for probing with 800
(red) and 525 nm (green) light. The integration range on eachtransient was 190 fs,
corresponding to one phonon period, to average over re
ectivity changes due to the
phonon oscillation. Analogous to the literature [Bau07, K•ub07] (as detailed in 2.2),
the threshold 
uence has been determined for each series of measurements as the point
where the transient re
ectivity at 1 ps starts to show a non-l inear behaviour with

uence. The 
uence axis has been normalised accordingly. The corresponding kink
is therefore visible at F=FTH = 1 (dashed line) for both pump-probe delays (1 and
3.5 ps). Determining the 
uence threshold separately reduces systematic errors that
are di�erent for the two series of experiments. These errors include determination of
spot-sizes, di�erent incidence angles and absorption properties of the two wavelengths.

For 800 nm probing the threshold 
uence isFTH-800 = 6 :9 mJ cm� 2 and for 525 nm
FTH-525 = 4 :9 mJ cm� 2, yielding an average 
uence ofFTH-avg = 5 :9 � 1:0 mJ cm� 2.
This is in good agreement with previously published values between 6 and 7 mJ/cm� 2

[Cav01, Bau07, K•ub07, Hil07].
For the experiments using 525 nm probe wavelength higher maximum 
uences could

be achieved, because a lower repetition rate setting of the laser allowed for higher
pulse energies. Therefore, a saturation regime could be entered as indicated by a
second dashed line at around 4� FTH ' 20 mJ cm� 2. This saturation is indicative
for a homogeneous non-thermal photo-induced phase transition over the whole probed
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volume. Time resolved di�raction experiments show a similar factor between threshold
for the photoinduced transition of the lattice structure an d saturation 
uence [Mor14].
There, a threshold value ofFTH = 9 mJ cm � 2 and saturation at 4:8� FTH = 43 mJ cm� 2

were observed.
Using the nonlinearity of the re
ectivity at 1 ps or 3.5 ps is of course an arbitrary

choice. Re
ectivity changes are not exclusively determined by changes of the electronic
band structure and even if they would be, they do not necessarily probe a Fermi surface.
In contrast, the phonon amplitude of monoclinic phase phonon modes are suggested as
an order parameter for the phase transition of the crystal potential symmetry in VO 2.

A �rst quanti�cation of the 5.8 THz phonon mode amplitude is d one by �nding the
position of �rst trough and the following maximum of the phon on oscillation in a below
threshold transient, as depicted in Figure 4.10 b) and extracting the di�erence 2A5:8THz

between both of these two points (yielding approximately two times the phonon ampli-
tude). The 
uence dependence of 2A5:8THz is shown in Figure 4.10 c) together with the
transient change in re
ectivity probed with 525 nm at 3.5 ps (already shown in a)) on
a logarithmic 
uence axis. The phonon amplitude starts to deviate from the expected
linear 
uence dependence (indicated by the solid line) at the phase transition threshold
FTH , following the same trend as the transient re
ectivity change. A complete loss of
the phonon mode is observed, when its amplitude becomes negative, indicating that
the phase transition of the lattice potential in VO 2 is completed homogeneously over
the probed volume. This happens at 2� FTH in contrast to the intensity at 1 and
3 ps, shown in a), which saturates at 4� FTH . It is not surprising that the phonon
disappears at a lower 
uence, because its signal is one orderof magnitude smaller than
the incoherent re
ectivity change. It could simply be too small to be detected between
2 and 4� FTH .

To clarify the behaviour of the phonon amplitude as an order parameter, detailed
�tting of transients for various 
uences below, across and above the phase transition
threshold are presented in the next paragraph.

Detailed �tting of the transients below, across and above FTH To track the
most prominent phonon modes close to the photoinduced phasetransition, a complex
�tting model, including the transient background due to electronic excitation and heat-
ing, has to be applied31. As discussed in Section 4.1.2, if the force exerted on the
lattice is small and the phase transition is not driven (below threshold), the lattice
dynamics (i.e. coherent phonon oscillations) will modulate the total re
ectivity R with
a contribution according to the monoclinic phases normal modes:

� RQ(�; t ) =
X

i

A i (� )qi (t); (4.43)

as described in Section 3.3.3 by Equation 3.35 with the wavelength-dependent amplitude
A i (� ) = @R(� )

@qi
. The time dependence of the phonon oscillation is thereforeindependent

of wavelength, while its contribution to the re
ectivity ch ange is not. The phonon
displacement qi (t) of the normal modes follows a forced, damped oscillation and is
determined by damping constant � i , eigenfrequency! i and generating forceF (t).

31 The �tting model has been developed and applied by Simon Wall , who was working as a post doc
in the group [Wal13].
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4.1 Probing the potential energy landscape of VO2

To determine whether the force is impulsive, step-like or has some intermediate
shape (i.e. a �nite time constant � F ), several observations can be made, when looking
at the below-threshold transients probed at 525 nm in Figure4.9 a):

1
 there is no signi�cant o�set (on the order of the phonon amplit ude).

2
 there is no exponential decay in the equilibrium position around which the phonon
oscillates.

3
 to determine the phase of the oscillation, timezero can be determined from the
high 
uence data.

An impulsive (or quickly decaying) force on the lattice generates a sine-like oscillation
around the atomic equilibrium position, while a persistent (displacive) force results in
cosine-like oscillations around a new (displaced) position (See Section 3.3.3 for details).
Therefore, observation 1
 and 2
 hint towards a rather fast decay time constant for the
force (more impulsive than step-like). Precise determination of timezero ( 3
 ) is tricky,
but assuming that it can be determined from the high 
uence data and that it is not
changed when changing the 
uence32 (due to experimental errors) the best �t for all

uences was achieved for� F = 50 fs.

In addition to the coherent lattice response, e.g. carrier dynamics and heating e�ects
lead to incoherent transient re
ectivity changes, which are especially prominent when
probing with 800 nm. When probing with 525 nm, only a constant o�set is needed to
describe the incoherent part of the transients:

� RK (�; t ) = �( t)K (� ) (4.44)

K (� ) describes the transient change, that appears constant with time in the accessible
pump-probe delay range. The rising edge of the pump-inducedchange is modelled
by the sigmoid function �( t) = (1 + exp[ � (t � � 1=2)=w])� 1, which has a width w
corresponding to the pump-pulse duration and a timezero/delayed-rise parameter� 1=2.

Above the phase transition threshold, the phonon modes are lost or become over-
damped. Therefore, the previous description of the latticeresponse has to be modi�ed,
because eigenfrequency and damping ratio loose their meaning, when the phonon mode
amplitude is zero, or are strongly coupled in case of an overdamped oscillation. The
oscillatory contribution � RQ(�; t ) is then gradually replaced by:

� RS(�; t ) = �( t)

2

4
X

i =1 ;2

Ci e� t=� C i

3

5 : (4.45)

The overall change of the re
ectivity is simply the sum of the contributions discussed
above, but when increasing the 
uence and moving through the3 regimes (below thresh-
old, above threshold and in saturation) di�erent parts of the �tting model have to be
switched o� and on manually:

� R(�; t ) = � RQ(�; t ) + � RK (�; t ) + � RS(�; t ): (4.46)

32 attenuating the beam was done by a combination of 1/2-wavepl ate and polariser, therefore path-
length di�erences are minimised.
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Figure 4.11: a) Exemplary transient response probed with 525 nm (pumped belowFTH )
together with the �t described in the text and its residual. The inset shows the Fourier transform
amplitude of the residual where the 10.2 THz mode, which is not included in the �tting model,
can be seen. The 
uence dependence of: b) the phonon amplitude,c) the phonon eigenfrequency
and d) the phonon damping rate are shown for the 5.8 THz and the 6.7THz modes of insulating
VO2. Modi�ed from [Wal13].

The complete �t is then done by the Levenberg-Marquardt least-squares method and
includes solving the di�erential equation determining the coherent phonon oscillations
(see 3.3.3), when �RQ(�; t ) is included.

Below threshold �t results A �rst round of �tting using � RQ(�; t ) and � RK (�; t )
yielded constant results for the electronic decay time constants � Ci , which were therefore
held �xed for a second run of �ts at � C1 = 250 fs and � C2 = 1 :42 ps to convert random
errors due to 
uctuations to systematic errors and yield more consistent results.

Only �ts of transients probed with 525 nm are shown and analysed, as probing
with 800 nm yields little additional information, because any of the monoclinic phonon
amplitudes can be used as an order parameter for the phase transition with respect to
the lattice symmetry. The number of free parameters on the other hand, is reduced
due to the absence of a transiently changing incoherent background and two of the four
phonon modes. A transient including its �t is shown in Figure 4.11 a). The model
includes the two strongest phonon modes at 5.8 and 6.7 THz. Also shown is the �t
residual (light blue) and in the inset its frequency spectrum calculated by FFT. Only
a tiny residual oscillation of the 10.2 THz mode, which is notincluded in the �t model
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4.1 Probing the potential energy landscape of VO2

can be seen.
The amplitudes of the two phonon oscillations are displayedin Figure 4.11 b) as a

function of normalised 
uence F=FTH . Both grow linear with 
uence (indicated by the
black lines) up to the threshold 
uence, in agreement with the direct extraction of the
phonon amplitudes in Figure 4.10 c).

The 
uence dependence of the phonon eigenfrequency in Figure 4.11 c) shows, that
the 5.8 THz mode seems to go slightly softer (the eigenfrequency is decreased) towards
the photoinduced phase transition, a behaviour, which is not observed when thermally
driving the transition [Kim06]. This photoinduced change of the connected force con-
stant, can be assessed as an indication for a stronger coupling of the 5.8 THz mode
to the electronic (photo-)excitation than to thermal drivi ng mechanism. The increase
of its frequency back to the initial value, when pumping above the threshold 
uence
could be an artefact, due to inhomogeneously exciting the VO2 thin-�lm sample: As
the re
ectivity drops, when the immediate surface region, where pump-light is absorbed
most, is driven across the phase transition, the backside ofthe �lm, which is still in the
insulating phase is probed to a larger extend. Therefore, the phonon is probed more
prominently at the backside of the �lm, where its frequency has not gone soft, as that
region is not so strongly excited.

Finally the damping rates � i in ( Figure 4.10 d)) do increase with 
uence, but stay
� 1 for all 
uences up across the threshold, and therefore the phonons never get close
to a critical or overdamped regime.

Above threshold �t results For �tting the transition region just above threshold,
all components of the �tting model have to be switched on, as adistribution of regions
where the 
uence is below and above the threshold 
uence is probed and residual
oscillations are visible in the transients.

When the oscillations clearly vanish, � RQ(�; t ) is manually excluded from the �tting
model. An exemplary above threshold transient (F = 4 :7FTH ) in the saturation regime,
the corresponding �t and the �t residual (o�set for clarity) a re shown in Figure 4.12 a).
The inset shows Fourier transform (magnitude squared) of the �t residual for pump-
probe time delays smaller (red) and larger (blue) than 300 fs. At earlier delays than
300 fs there are still frequency components, that would be compatible with the 5.8 and
6.7 THz modes (indicated by the dashed lines). It has to be noted that there is FFT
intensity on the same order of magnitude also at around 2 THz,which is clearly due to
an artefact as it stems from a single oscillationbefore timezeroand which is symmetric
to the oscillation after timezero. At the high employed excitation intensities, wings
in the temporal pro�le of the pump laser pulse might also play a signi�cant role and
could lead to the observed oscillations around timezero. After a delay of 300 fs there is
certainly no oscillatory component at the phonon eigenfrequencies visible above noise
level.

There are numerous potential explanations for the Fourier spectrum before 300 fs:

1
 temporal feature of the pump-laser pulse

2
 residual monoclinic lattice response contribution of weakly pumped region
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Figure 4.12: a) Pump induced transient re
ectivity change above threshold in the saturation
regime (F = 4 :7FTH ), �t (red) described in the text and its residual (light blue, o�set f or
clarity). Fourier transforms of the residual for delay times smaller than 300 fs (red) and larger
than 300 fs (blue) are shown in the inset. Dependence of constanto�set K (red squares) and
amplitudes in Equation 4.45 (C1: blue circles andC2: green triangles) on 
uence is shown in
b). In c) the corresponding time constants� C1 and � C2 as well as the half rise position of the
sigmoid function T1/2 (orange squares) are shown with respect to normalised pump 
uence.
The solid lines at t1 and t2 correspond to the half-periods of the 5.8 and 6.7 THz phonon modes
and the dashed line, labeled� P to the estimated laser pulse duration. Adopted from [Wal13].
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4.1 Probing the potential energy landscape of VO2

3
 strongly damped phonon of the photoexcited phase similar tothe one postulated
in [Pas11]

4
 a `coherent artefact', common in broadband pump-probe measurements [Kov99]

Taking into account the similarity to the oscillation befor e timezero, an artefact (choice
1
 or 2
 ) is the more likely explanation. In any case it is very clear already from this
analysis that at delays later than 300 fs, there is no phonon mode of the monoclinic
phase visible any more Further discussion of the other �t parameters and investigation
of the dynamics of the photoexcited state (4.1.5) will extend this statement to pump-
probe delays before 300 fs in the following.

The dependency of various �t parameters on 
uence (above threshold) is shown in
Figure 4.12 b) and c). In b) the amplitudes of the two decayingexponentials C1 and
C2 are shown together with the constant o�set K . In c) the respective time constants
and the half-rise time of the sigmoid function used in (4.44)and (4.45) are displayed.

The o�set amplitude K rises linearly with 
uence and starts to saturate above
3FTH . Not surprisingly this resembles the extracted response at1 ps shown in Figure
4.10. The decay constants� 1=2 (see discussion of Equation 4.45) could one one hand
describe incoherent dynamics, but on the other hand also resemble strongly overdamped
coherent phonon oscillations. The amplitude of the faster exponential decay (order of
several 100 fs)C1 (blue) grows and stays constant in the saturation regime. Asits
time constant � 1 shown in c) decreases form 500 to 200 fs upon increasing the 
uence,
an increasingly overdamped phonon of the monoclinic phase can be excluded. In the
case of an overdamped phonon the time constant should increase, not decrease (or for
a strictly impulsive excitation force decrease on a much smaller timescale, compare
section 3.3.3). As it will be shown later (Section 4.1.5 and Chapter 4.2), the �nal value
of time constant � 1 � 200 fs can be connected to hot electron thermalisation in the
photoexcited metallic phase.

The slower exponential decay's amplitudeC2 grows �rst and decreases again in
the saturation regime. As its time constant � 2 is on the order of 1 to 10 ps it could
result from the thermal growth of metallic phase domains inside the probed volume.
If pumped in saturation the whole probed volume is driven non-thermally into the
metallic phase, henceC2 decreases again.

The 
uence dependence of the half-rise positionT1=2 of the sigmoid function ((4.44))
and (4.45)) is also displayed in Figure 4.12 c) (orange squares). Below saturation it is
similar to the half-periods t1 and t2 of the 5.8 and 6.7 THz phonon oscillations (i.e. 74
and 86 fs, indicated by the solid lines) and might be connected to the `structural bot-
tleneck' timescale reported in [Cav04]. There the `transition time' showed a minimum
value of 80 fs, even when photoexciting the system with far shorter laser pulses down to
15 fs (as described in Section 2.2). Such a bottleneck cannotbe retrieved from Figure
4.12, as the half-rise positionT1=2 decreases even below the pump pulse duration (i.e.
< 40 fs indicated by the dashed line and labeled� P) upon increasing the 
uence in the
saturation regime. This on the contrary indicates, that the non-thermal phase
transition out of the equilibrium monoclinic phase can be driven arbitrarily
fast , faster than the pump pulses temporal envelope .

Even without knowing about the exact nature of the di�erent ti mescales presented
in this paragraph, a subsequent softening of phonon modes ofthe monoclinic phase of
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Figure 4.13: Pump-Pump-Probe scheme employed to investigate the dynamics ofthe transient
phase in VO2: First pump pulse P1 (red, bold) drives the system into an excited state, or even
into the transient phase (depending on 
uence). A second, time delayed (by P1-P2 delay), weak
pump pulse P2 (red, narrow) perturbs the excited state. When arriving after P2, the probe
pulse (green) monitors the response of theexcited statefollowing photoexcitation.

VO2 with increasing 
uence can be excluded, as all of the timescales becomefaster with

uence. Therefore the amplitude of a monoclinic phase phonon mode does in fact act as
an order parameter, that becomes zero when the system is driven out of the monoclinic
phase crystal potential symmetry. It is known that the cryst allographic phase transition
and ionic movements following strong photo-excitation areonly completed on various,
much longer, timescale up to ns [Bau07, Had10, Had11]. In harsh contrast to that, the
vanishing order parameter on an ultrafast timescale indicates that the symmetry of
the monoclinic phase potential landscape is lost immediately after above-
threshold photo-excitation .

To elucidate the nature of this strongly photo-excited, transient phase, which is far
from either equilibrium phases, pump-probe measurementsin this transient phase are
presented in the following paragraph.

4.1.5 The dynamics of the photoexcited state

In line with the investigations of the transient response in the equilibrium insulating
and metallic phases of VO2, presented in section 4.1.2 and 4.1.3, the transient response
following weak perturbation of the photoexcited state (below threshold) or transient
phase (above threshold) is investigated in this paragraph.

As mentioned in the introduction of Chapter 4.1, a three pulse scheme, as depicted
in Figure 4.13, has to be employed to monitor dynamics of already photoexcited VO2

(and not just the excitation dynamics). There, a �rst laser p ulse P1 is used to excite
the system (below and above threshold, depending on its 
uence) while a second, time-
delayed, low intensity pump pulse P2 acts as a weak perturbation33, triggering dynamics
of the photoexcitedstate. These dynamics are monitored by a probe pulse, with varying
time delay with respect to P1 (and P2). This scheme is performed below and above
the photoinduced phase transition threshold 
uence, to elucidate the nature of the
state after photoexcitation. The evaluation will be focusing on the coherent-phonon
responses.

Below threshold, the photoexcited insulating phase is probed. Here, the most promi-
nent dynamic features are modulations of the re
ectivity due to oscillations of coherent
phonons of the monoclinic symmetry. A coherent phonon, which has been excited by
a �rst laser pulse and is less than critically damped, can be coherently controlled by a

33 The 
uence was kept below threshold to ensure that P2 does not drive the transition
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Figure 4.14: Transient re
ectivity changes after below-threshold photoexcitation by pump
pulse P1 (black) and second pump pulse P2 (blue) individually (left) show the response of
the monoclinic phase of VO2. On the right hand side the transient change due to a second
photoexcitation by P2, 5 ps after P1, is shown, which exhibits no signi�cant di�erence to the
response of the equilibrium state (dashed blue). The delay axis is plotted with respect to the
delay between P1 and the probe pulse (P1-probe delay).

second laser pulse as described in section 3.3.3. Trivially, it can also be excited again
after the �rst phonon excitation has decayed/dephased. As the coherent phonon oscil-
lation is characteristic for the symmetry of the system it can only be excited, if this
symmetry persists.

The clearest results in terms of a coherent control experiment are achieved when
only a single phonon mode is probed. Therefore only re
ectivity transients probed at
525 nm, where the 5.7 THz phonon mode dominates the phonon spectrum, are discussed
in the following section.

Starting with the trivial case, it is tested whether monoclinic phase phonons can be
excited after a previously excited phonon signal has decayed: Figure 4.14 displays the
transient re
ectivity changes induced by a pump pulse P1 (black) and another pump
pulse P2 alone (blue, o�set for clarity). The temporal pump-probe overlap (P1-probe
delay = 0) is displayed with respect to the initial excitatio n P1. Both transients show
clear below-threshold behaviour: The 5.7 THz phonon oscillation of the monoclinic
phase is the only signi�cant feature. The phonon has decayed/dephased completely
after 2-3 ps. Therefore it should be possible to excite it again with a second laser pulse
independent of the relative phase of the excited phonons. This is shown on the right
hand side of Figure 4.14: 5 ps after the initial excitation (black) by P1, the coherent
phonon can still be generated by P2 (red transient). The onlysigni�cant di�erence to
the dynamics induced by P2 alone (dashed blue line, o�set) arefound in slow changes
of the background intensity due to electronic and/or heating e�ects. The monoclinic
phase symmetry therefore clearly persists after below-threshold excitation.

For the coherent control experiments the time delay betweenP1 and P2 has to be
tuned in- and out-of-phase with respect to the 5.7 THz coherent phonon period. For
this mode, out-of-phase (� = �; 3�; : : : ) corresponds to a delay between the two exciting
pulses P1 and P2 of� 88 fs and in-phase (� = 2 �; 4�; : : : ) corresponds to � 175 fs.
The transient responses for a total pump 
uence below threshold (FP1 = 4 :4 mJ cm� 2,
FP2 = 1 :7 mJ cm� 2, FP1 + FP1 < F TH ) is summarised in Figure 4.15 for di�erent P1-P2
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Figure 4.15: Coherent control of the 5.7 THz phonon mode in the monoclinic phaseof VO2:
Transient response induced by P1 alone (below threshold) and probed by the 525 nm region
of WLC pulses are shown at the top of a) (black). Below, in addition the transient re
ectivity
changes following a second excitation by P2 are shown for di�erent P1-P2 time delays corre-
sponding to tuning between in-phase and out-of-phase excitation. The arrival time of P2 is
indicated by the arrows at the top. In b) the response due to P1 alone (black curve in a)) has
been subtracted to show the changes induced by P2 alone.

delays:
The black curve in a) shows the transient re
ectivity change due to P1 alone. The

delay axis is plotted with respect to the temporal overlap between probe and P1. The
coloured arrows indicate the temporal positions for in- andout-of phase excitation with
a second pulse P2. The transients after double excitation, are colour coded to match the
arrows at the top. They show, that for out-of-phase excitation the phonon amplitude
is minimised (blue and yellow thick line), while in-phase excitation yields an ampli�ed
phonon amplitude (green thick line).

When subtracting the response of P1 alone, the transient P2-induced dynamics
in the photoexcited state remain, as shown in Figure 4.15 b). The transients look
essentially the same as the one excited by a single pump pulse(e.g. P1 only), but
shifted in time by the respective P1-P2 delay. The pump-probe responseof the below-
threshold photoexcited state is therefore exactly the sameas the one of the equilibrium
monoclinic phase, meaning that the monoclinic symmetry in all cases determines the
coherent phonon response.

Photoinduced metallic phase The situation is entirely di�erent when driving the
photo-induced phase transition within the �rst pump pulse P 1: It will be shown that
monoclinic phase phonons can neither be excited nor coherently controlled any more,
substantiating the previous result that the monoclinic phase symmetry has been lost
instantly after photoexcitation into this transient photo excited phase.

The �rst excitation by pump pulse P1 is now done with a 
uence above the photo-
induced phase transition threshold (FP1 = 10 mJ cm� 2), while the second pump pulse
P2 has a 
uence that is still below threshold (FP2 = 3 mJ cm � 2). This scheme represents
a weak perturbation by P2 of the transient photo-induced phase, created by P1. It is
comparable to the investigation of the response of the equilibrium phases upon weak
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Figure 4.16: Probing the transient dynamics of the strongly photo-excited, transient phase:
a) shows the response on weak, below threshold, perturbation byP2 alone (light blue), the
response after inducing the PIPT (black) by pump P1 alone and the perturbation (by P2)
of the transient phase (created by P1) in- (green) and out-of-phase (red) with respect to the
5.7 THz phonon oscillation. Subtracting the response due to P1 aloneyields the response of the
transient phase shown in b) with respect to the arrival time of P2 for di�erent P1-P2 delays.
Arrows indicate changes with P1-P2 delay. In c), the same data as inb) is displayed, but with
with respect to the arrival time of P1. For comparison the transient phase response at long
P1-P2 delays (5 ps, red curve) and the response of the equilibrium metallic phase (dashed black
curve) is also shown in c). The evolution of feature B in b) with respect to P1-P2 delay is
quanti�ed in d).

perturbation in sections 4.1.2 and 4.1.3.

The transient re
ectivity change due to P1 and P2 separatelyis shown in Figure 4.16
a): The below-threshold pump P2 (light blue) excites coherent phonon oscillations, as
the monoclinic phase symmetry is not lost. The pump pulse P1 has a su�cient 
uence
to drive the transition, therefore coherent phonon oscillations are not present (black).
Also, further transient re
ectivity changes are shown: Fir st exciting with P1 and later,
after a P1-P2 delay of 88 (red) and 156 fs (green), weakly perturbing the transiently
excited phase with P2. The two delays correspond to out-of-phase (� ) and in-phase
(2� ) excitation with respect to the monoclinic phase 5.7 THz phonon mode and are
indicated by the red arrows. The re
ectivity drops further a fter excitation by the second
pump pulse P2 and reaches a similar level around 800 fs after the �rst excitation by
P1. The onset of the additional drop is obviously delayed by the P1-P2 delay, but no
phonon oscillation is visible after the second, weak pump pulse P2.
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The delay between P1 and P2 is now varied systematically to probe the dynamics of
the transient phase at di�erent times after its creation: Tra nsient re
ectivity changes
initiated by P2 34 are shown �rst with respect to the arrival of the second pump pulse
(P2) in Figure 4.16 b) for direct comparison. At timezero (corresponding to P2's
arrival time) the falling edge, marked with a red arrow and the letter A, looses its
steepness with increasing P1-P2 delay. When both pump pulses arrive shortly after
each other, the non-thermal character of the phase transition is enhanced. Increasing
the delay between the two excitations, regions in the transient phase are excited by P2
to an increasing extent, leading to a superposition of the response characteristic for the
PIPT itself and the response of VO2 in the transient phase.

Simultaneously a peak-like structure, marked with a red arrow and the letter B,
starts to develop and increases with increasing P1-P2 delay. It will be shown that this
feature very likely corresponds to metallic phase dynamics, initiated by P2, which that
are superimposed to the initial dynamics due to P1. To further analyse the evolution
of feature B, the transients from b) are displayed in c) with respect to the arrival of the
initial pump P1 and o�set along the � R axis. The regions where the signal becomes
positive are marked in red and in-phase and out-of-phase P1-P2 delays are indicated by
the thick lines and the markers (� and 2� ). On the right hand side of c) the response
induced by P2 is shown for a P1-P2 delay of� 5 ps (red curve), where it clearly
resembles the shape of the pump induced response of theequilibrium metallic phase at
high temperatures, a positive peak (dashed black curve, scaled and o�set).

A quantitative analysis of the appearance of the peak-like (i.e. equilibrium metallic
phase-like) response with respect to the P1-P2 delay is shown in Figure 4.16 d): In-
tegration of the transients in c) over a 50 fs window, centredaround the arrival time
of P2, yields the peak response of feature B (green curve). The integrated intensity is
�rst negative and starts to get positive at a P1-P2 delay time of 160 fs. The positive
sign is used as a marker for the appearance of a response that is similar to the one in
the equilibrium metallic phase. An additional integration window of 100 fs width (red
curve)35 centred around the arrival time of P2 has been employed to show the robust-
ness of this analysis. Qualitatively the two integration windows generate very similar
curves (red and green), but the P1-P2 delay at which the sign change is observed is
larger for the larger integration window (red curve). The fact that the probe pulse
probes a superposition of P1 and P2 induced changes explainsthis observation: As
the transient change still mainly consists of a reduction ofre
ectivity (initiated by P1)
superimposed to the positive spike (generated by P2), for longer integration windows
the negative trend decreases the integrated value, i.e. thesign change shifts to later
P1-P2 delays. From both curves in d) an average value of 190� 30 fs is found at which
the sign change occurs. As photoemission studies in the nextchapter will show, this
corresponds well to hot electron/hole relaxation times in the transient metallic phase.
It has to be noted, that for much longer P1-P2 delay times and only after several ps,
there is nearly no negative component in the transient re
ectivity change left (red curve

34 The P1-only transient, shown in Figure 4.16 a) has been subtracted from the raw data leaving only
the changes created by P2.

35 The pump pulse (P2) duration was estimated to be 50 fs. To make sure, that a wrong estimate
does not change the resulting analysis, integration windows of one and two times the P2 duration were
employed. The latter can be seen as a worst case estimate.
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Figure 4.17: Illustration of the ultrafast symmetry loss of monoclinic VO 2: The lower symme-
try monoclinic phase (blue) is photoexcited at t0. The lattice potential changes its symmetry
immediately, i.e. monoclinic phonon modes vanish. Starting at this highly non-equilibrium
transient phase (green), the positions of the atoms (red circles), i.e. the actual crystallographic
structure progresses on a much slower timescale� lattice � � pot until it stabilises the metallic
rutile phase (orange).

in c)) and the overall response resembles the shape of the oneof the equilibrium metallic
phase (dashed black curve in c)).

The dynamics in the transient phase after strong photo-excitation are fundamen-
tally di�erent from the ones in the equilibrium monoclinic an d rutile phases. Features
A and B, shown in Figure 4.16 change continuously with P1-P2 delay, in sharp contrast
to the observations for the below threshold coherent control experiments shown in the
preceding section, where in- and out-of-phase pumping by P2lead to an oscillating
control of one of the monoclinic coherent phonon mode amplitude. This observation
con�rms that the monoclinic insulating phase of VO 2 is lost on an ultrafast
timescale as its symmetry and thereby characteristic underdamped phonon
modes have vanished.

On the other hand, the transient response only slowly startsto resemble that of
the equilibrium rutile phase after hundreds of fs and is onlycomparable in shape after
picoseconds have passed, a time after excitation when the atoms are still far from their
rutile atomic positions. This suggests that initially, rig ht after P1 drives the system
out of the monoclinic phase, a non-thermal state far from equilibrium is reached, that
only starts to resemble the response of the equilibrium metallic phase after a certain
relaxation time.

4.1.6 Conclusion: Ultrafast symmetry loss of monoclinic VO 2

This chapter has presented the e�ects of photo-excitation onthe dielectric function
and coherent lattice response of VO2 for various excitation densities. The results are
illustrated in Figure 4.17:

The amplitude of coherent phonon oscillations (visualisedby the black and red
springs and frequencies! 1=2) that are characteristic for the monoclinic phase sym-
metry have been established as an order parameter for the monoclinic phase (blue).
Following strong photo-excitation at time t0 (red arrow), above a threshold 
uence of
FTH-avg = 5 :9 � 1:0 mJ cm� 2, this order parameter reduces and reaches zero before
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a saturation 
uence of 4 � FTH-avg , indicating the loss of monoclinic phase symmetry
(the higher symmetry potential is indicated by the dark blue springs). Together with a
detailed analysis of the ultrafast change of re
ectivity it is concluded that this happens
on a timescale� pot , shorter than the laser pulse driving the transition at su�c iently
high 
uences. This means that the symmetry of the initial monoclinic phase is lost
immediately when entering the transient photo-excited phase (green, higher symmetry
lattice potential is indicated by the dark blue springs). On the other hand, the optical
response starts to resemble that of the equilibrium rutile phase after 200 fs and shows
a similar transient shape after several ps only, long beforethe atoms have reached the
rutile phase (orange, high symmetry, but possibly further changed lattice potential is
indicated by the light blue springs) equilibrium positions (� lattice � � pot ) according to
di�raction experiments [Bau07, Had10, Had11].

The transient phase36 is a new, highly non-equilibrium state of the system, that is
already remarkably di�erent from the initial monoclinic pha se, but still needs a long
time to `relax' into the high temperature rutile phase. In th e next chapter it will be
shown, that one additional essential feature of this transient phase is the appearance of
electronic density of states at the Fermi energy, meaning that the transient phase has
metallic properties right from the beginning.

36 The term `Phase' is not supposed to suggest thermal equilibrium, but is used nevertheless to dis-
tinguish from ordinary photo-excited states, where the pot ential energy landscape has not signi�cantly
changed.
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Figure 4.18: Schematic overview over photoemission studies of VO2:

4.2 Ultrafast metallisation of VO 2

While time-resolved optical pump-probe measurements haverevealed changes in elec-
tron and lattice response and the loss of monoclinic phase symmetry on an ultrafast
time-scale, they lack an absolute energy scale in terms of electronic states and do not
directly probe the metallicity. To get this direct insight i nto the phase transition and its
electronic structure dynamics on an absolute energy scale,time-resolved photoemission
experiments are performed.

Figure 4.18 presents a schematic overview of the performed experiments. At �rst,
markers for the di�erent phases in thermodynamic equilibrium (monoclinic insulating,
M1, blue and rutile metallic, R, orange) are established viatemperature-dependent
investigations (Section 4.2.2): The appearance of densityof states (DOS) at the Fermi
energy is observed upon heating the VO2 thin-�lm sample, providing a solid indicator
for the insulator-to-metal transition.

Based on this observation, the instantaneous appearance ofdensity of states at
the Fermi energy (in the band gap region of insulating VO2) after strong photoex-
citation (transient phase, green, Section 4.2.3 and 4.2.4)shows a quasi-instantaneous
photo-induced metallisation (coincidental with the instantaneous loss of monoclinic
lattice symmetry presented in the previous chapter). This observation is consolidated
by theoretical calculations that were performed in close collaboration with the Nano-
Bio Spectroscopy Group in San Sebastian37. These calculations explain the band gap
collapse with the generation of photoholes at the top of the valence band of VO2 in
the monoclinic crystallographic structure, i.e. show that no structural component is
needed to describe a transient metallic phase with monoclinic crystallographic struc-
ture (but non-monoclinic lattice potential) after photoex citation. Finally, hot electron
dynamics of the metallic phase (orange) are investigated via two-photon photoemission
spectroscopy (Section 4.2.5).

4.2.1 VO 2/Al 2O3(0001) sample for photoelectron spectroscopy

The sample used for photoelectron spectroscopy was a 45 nm thin �lm grown on c-cut
sapphire (Al2O3(0001) surface) by pulsed laser deposition. The lattice mismatch with

37 Many thanks to Angel Rubio, Lede Xian, Matteo Gatti and Pierl uigi Cudazzo!
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Figure 4.19: a) View onto the Al 2O3(0001) substrate surface, on which the VO2 thin-�lm
was grown. The projection of the hexagonal unit cell (of the trigonal lattice system) along
the c-axis is shown as thick black box. The threefold symmetry is indicated by the two other
possible equivalent unit cell orientations (dashed lines), forming a hexagon. b) The correspond-
ing interface plane, the (010)-surface of monoclinic VO2, is shown together with three possible
unit cells, forming a quasi-hexagonal entity. In c) the magnitude and geometry of the lattice
mismatch is shown.

respect to the substrate is quite large (13-21 % depending onthe direction) as can be
seen when comparing the corresponding surface/interface structures in Figure 4.19 a)
and b). Although the projection of the unit cells of substrate and thin �lm onto the
interface look similar in shape, the unit cell angle is slightly di�erent and VO 2 has
substantially larger area of the projected unit cell. The lattice mismatch is sketched in
Figure 4.19 c) where the distorted and slightly larger unit cell of VO2 becomes obvious.
According to reference [Nag08] it has nevertheless been used as the standard substrate
for epitaxial VO 2 thin �lms for reasons of tradition, availability of the subs trate, its
stability at high temperatures and its low reactivity. Not s urprisingly such thin �lms
consist of many small crystallites. Their preferential orientation is with their (010)-axis
along the substrates c-axis, while the Figure 4.19 c) directly illustrates the twinned
structure with 120� domain walls reported in [Wu98], because of the threefold symmetry
of the depicted combination of unit cells.

The growth method at room-temperature with subsequent annealing [Nag11] yields
smooth �lms, suitable for surface sensitive photoemissionspectroscopy. The sample
was characterised in the group of Richard Haglund by measuring the hysteresis loop
optically and checking the surface structure via SEM. A summary is given in Figure
4.20: In a) the transmission of a broadband light source through two di�erent locations
on the thin �lm is measured with respect to sample temperature. A typical hysteresis
showing a drop in relative transmission by 30% is shown. To analyse the hysteresis fur-
ther in b) the derivative with respect to temperature is displayed. Fitting two Gaussian
line shapes allows for easy quanti�cation of the hysteresis. The critical temperature
upon heating is 330 K (57� C) and the hysteresis width between heating and cooling
branch is 6 K. The transition between insulating and metallic phase is approximately
8 K wide in both cases.

From the deviation between the two curves in a) just above 300K it can be con-
cluded, that the sample is not perfectly homogeneous. This can also be qualitatively
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Figure 4.20: Characterisation of 45 nm VO2 thin-�lm grown on Al 2O3. a) Change in trans-
mission of a broadband whitelight source upon heating across the phase transition temperature
for 2 di�erent spots on the sample (Data has been kindly provided byChristina McGahan, who
made the samples in the group of Richard Haglund). b) Normalised derivative of data measured
on spot 2 in a), together with Gaussian line shape �ts to characterise transition upon heating
and cooling. c) SEM image of the sample surface. d) scheme of samplemounted in tantalum
pocket.

deduced from the SEM image shown in Figure 4.20 c).
To ensure electrical contact for photoemission experiments and uniform heating,

the sample was mounted in a tantalum pocket as shown in Figure4.20 d), which
was spot-welded onto two tantalum wires. A hole of� 5 mm diameter in the pocket
guaranteed access to the thin �lm for the laser beam and for photoemission. A spot-
welded thermocouple pair (Type K) was clamped between tantalum pocket and sample
for temperature measurements. The sample was transferred into the UHV chamber38,
using the sample transfer system described in Section 3.2.8and Appendix B.

The sample surface was cleaned from adsorbates by repeated annealing at 600 K
for 30 minutes, while providing a background O2 pressure of 10� 4 mbar. The oxygen-
background pressure was employed to prevent oxygen to di�useout of the thin-�lm into
the vacuum and therefore to keep the sample stoichiometric.The surface quality was
checked by monitoring charging e�ects and detecting a characteristic hysteresis loop
in-situ using photoemission spectroscopy, as presented inthe next section (4.2.2).

4.2.2 Thermal insulator-to-metal transition

In the following, (single-photon) photoemission (PE) spectra at di�erent sample tem-
peratures are investigated in detail, to characterise insulating and metallic phase of
VO2. As a reminder, Figure 4.21 a) and b) show energy diagrams that illustrate the
photoemission process for both cases. In a), a metallic sample with work function �

38 care was taken to keep the sample close to room temperature while transfer to avoid oxygen
de�ciency
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Figure 4.21: Detailed analysis of photoemission spectra of VO2 at di�erent temperatures: a)
and b) illustrate the single-photon photoemission process and resulting photoelectron spectra
for metallic and insulating sample (with defects), respectively. c) PES spectra for temperatures
below 280 K (blue) and above 365 K (red) representing the insulatingand metallic phase of
VO2. The temperature-induced change of photoemission signal (green) is �tted well by a Fermi
distribution function (solid black) and a constant DOS (see main text). The DOS needed
to �t (dashed black) the low temperature, insulating spectrum (blu e) is shown in the inset.
d) Shows background subtracted spectra at di�erent temperatures, when crossing the phase
transition temperature upon heating. Fit results (black) are generated by �tting with only one
free parameter (amplitude). Fit residuals normalised to the respective amplitude are shown in
the inset.

84



4.2 Ultrafast metallisation of VO 2

is investigated, using a photon energy h� probe > �. In a �rst approximation (neglect-
ing e.g. transition matrix elements and scattering processes), the occupied density of
states (DOS, orange) is projected from its initial energy onto �nal states above the
sample vacuum levelEvac in the continuum39. The detected photoemission intensity
is indicated by the grey curve and exhibits a low energy cut-o� (also called secondary
edge) at Evac, due to the sample vacuum level and a high energy cut-o� (alsocalled
Fermi edge) at EFK , because initial states are only occupied up to the Fermi energy
EF (Thermal occupation is given by the Fermi-Dirac distributi on function).

b) Shows a schematic representation of a similar situation for an `insulator with
defects' instead of a metal. Defect states are indicated by the occupation (blue) that
decays towards the Fermi energy. No clear Fermi edge is visible, as there is no DOS
at the Fermi energy. In contrast to the metal, the insulator does not exhibit a Fermi
surface!

In the case of VO2, the employed photon energy ofh� = 6 :2 eV is able to probe
weakly bound (� 600 meV with respect to the Fermi energy) states, as the work function
of VO2 is on the order of 5.6 eV. Figure 4.21 a) shows photoemission spectra generated
by h� = 6 :2 eV photons of insulating (blue) and metallic (red) VO2. For the spectrum
representing the insulating and metallic phase, spectra below 280 K and above 365 K
were integrated, respectively, clearly outside of the transition region. The di�erence
is striking: the metallic phase spectrum shows a high photoemission intensity at the
Fermi energy (E � EF = 0), in contrast to the spectrum of the insulating phase, where
the intensity at this energy is close to zero. Under the assumption that the PE intensity
in the region of the band gap of insulating VO2 (blue) is due to photoemission from
defect states and does not change signi�cantly with temperature, it can be subtracted
from the high-temperature data to yield the additional density of states created by
the thermal phase transition in VO2 (green �lled curve). To quantify this di�erence
spectrum further in the region around the Fermi energy, the following �t function was
used:

f (E) = ( A � F (E; T ) � DOS(E)) � G(E; � ); (4.47)

F (E; T ) is the Fermi distribution function, which is multiplied by the density of states
DOS(E). This product is convolved with a Gaussian functionG(E; � ), representing the
experimental resolution. To determine the experimental broadening� , the width of the
low energy cut-o� of the photoemission spectra (secondary edge) was convolved with
the laser bandwidth, which yields a value of 85 meV. The relative position of the Fermi
energy was determined independently by a reference measurement on the gold-plated
part of the sample holder and the temperatureT was directly measured via a type-K
thermocouple pair attached to the sample.

To �t the low temperature data, shown in Figure 4.21 a) (blue curve), a non-
constant density of states, decaying towardsEF , has to be assumed (shown in the
inset). In absence of a better knowledge about the DOS, a Gaussian function was
used, producing the displayed exponential tail towards theFermi energy. This tail (in
agreement with e.g. the exponential Urbach tail, observed in optical spectroscopy of
amorphous semiconductors) is due to defect states in the band gap of insulating VO2,

39 For a more detailed description including the energetics of the photoelectron analyser, see Section
3.2
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but does not resemble signi�cant metallic DOS at the Fermi energy.
In contrast to that, �tting of the temperature-induced chan ge (green curve) was

performed, assuming aconstant DOS across the Fermi energy, close to the expected
situation for a metallic system40. It is noteworthy, that the only free �t parameter left
is the amplitude A. Nevertheless the �t result describes the data remarkably well. At
high temperatures, the density of states becomes much more homogeneous (constant)
across the Fermi energy. This is the equivalent to the formation of a Fermi surface,
characteristic for a metal.

The evolution of the system upon heating, is illustrated by spectra at intermediate
temperatures in Figure 4.21 b). They are background subtracted and �tted (black
lines) analogous to the di�erence spectrum (green) in a), described previously. The
inset shows the residuals of the �t that have been normalisedto the amplitude A,
as a measure of the �t quality. Apart from the noise that is slightly ampli�ed by
the normalisation, only �ts for the two lowest temperatures (299 and 323 K) have a
signi�cant residual. At these temperatures the sample is still (at least to a large extent)
in the insulating phase and the slight increase in photoemission intensity cannot clearly
be attributed to increased metallicity. To capture this small change in insulating PES
signature that is likely mixed with the emergence of metallic DOS, a more complex �t
function would be necessary. This is not feasible, because of the signal-to-noise and
rather unspeci�c shape in these two spectra, and thus neglected.

This analysis shows, that the integrated photoemission intensity below the Fermi
energy directly probes the metallicity of the VO2 sample and therefore can be used as
a marker for the insulator to metal phase transition. It also constitutes the most direct
and natural marker of metallicity of a solid, which is de�ned by DOS crossing the Fermi
energy (i.e. the existence o a Fermi surface).

To verify further that the photoemission experiment is sensitive to the insulator-to-
metal transition observed via optical properties (see e.g.static transmittivity hysteresis
in Section 4.2.1), the PE intensity in the energetic region below the Fermi energy is used
to measure a hysteresis loop. Therefore photoemission spectra were recorded continu-
ously while heating the sample from the insulating to the metallic phase. Figure 4.22
a) displays normalised photoemission intensity, encoded in a false colour scale with re-
spect to energyE � EF and real time, recorded during a heating and subsequent cooling
cycle. The simultaneously recorded sample temperature is shown below (black curve).
Without further analysis it is clear that the photoemission intensity directly below the
Fermi energy (red box) is larger at high temperature (> 320 K), as characterised before
in Figure 4.21.

Integration of the PE intensity over the energetic window indicated by the red box
(i.e. between zero and 200 meV binding energy) in Figure 4.22a) yields the intensity
that is shown in b) with respect to sample temperature. Clearly the shape of a hysteresis
loop is visible. This intensity directly indicates the metallicity of the sample during the
heating and cooling cycle.

To quantify this hysteresis loop, a binned (20-fold) replica of the data (black curve
in b)) is used to numerically calculate its derivative with r espect to temperature dI=dT.

40 A strictly constant DOS would be observed in an ideal 2D free- electron metal. In the present case,
the real metallic DOS is approximated su�ciently well by a co nstant, due to the limited energy window
and resolution of this analysis.
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Figure 4.22: The hysteresis in VO2 probed by photoemission spectroscopy: a) PE intensity,
probed by (h� = 6 :2 eV), is recorded upon heating the sample and displayed with respect to
real time of the measurement and energy (top). Sample temperature is varied between 240
and 375 K (bottom). b) Integrated intensity over an energy window indicated by red box in
a) is shown as well as binned (� 20) data. c) Derivative of the binned data in b) with respect
to temperature and Gaussian �ts to quantify transition temperat ures of heating and cooling
branch.

This derivative is shown in c). The increasing and decreasing branches of the hysteresis
in b) are therefore converted to a positive (red) and negative (blue) peak in c), re-
spectively. The heating branch has its maximum slope (peak maximum) at a higher
temperature (346 K) than the cooling branch (314 K), as expected for a hysteresis.

run 1 2 3 4 mean �
Theat (K) 347 346 338 345 344 4
T cool (K) 317 - 314 332 321 10

Table 4.1: Overview of phase transition temperatures extracted from fourtemperature de-
pendent photoemission spectroscopy measurements performedat various days.

The positions and widths of the hysteresis branches are characterised by Gaussian
�ts. Similar temperature dependent measurements and data analyses have been per-
formed after repeated sample preparations and most probably at di�erent positions 41

on the sample, which yield the critical temperatures summarised in table 4.1. On aver-
age the critical temperature upon heating (cooling) is 344� 4 K (321 � 10), yielding a
hysteresis width of 23 K. The increased width of the hysteresis of 23 K in comparison
to the optically measured one (6 K) and also the width of the single branches shown
in Figure 4.22 (20 and 33 K as compared to 7.8 and 8.2 K measuredoptically) mea-
sured at the same sample can be explained by an increased surface sensitivity due to

41 Even with a reproducibility of sample positioning on the ord er of 100 � m on a day to day basis,
using a probe-laser spot size smaller than 50� m does not guarantee probing at the exact same location
on the sample.
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photoemission probing combined with an increased inhomogeneity of the surface, or
minor sample ageing. Nevertheless the qualitative agreement and the previous analysis
of photoemission spectra (Figure 4.21) leaves not doubt that the photoemission ex-
periment is sensitive to the insulator-to-metal transition in VO 2 by directly
probing the relevant property: The spectroscopic appearance of a Fermi
surface.

4.2.3 Photo-induced change of electronic density of states

After characterising the di�erences between the equilibrium insulating and metallic
phase of VO2 in photoemission spectroscopy (using low-energy photons), photo-induced
changes are investigated. The photo-excitation was performed using laser pulses cen-
tred at a wavelength of around 800 nm, in analogy to the optical experiments pre-
sented in the previous chapter and most of the earlier work involving time-resolved
spectroscopy on VO2 (see Section 2.2). The 
uence was chosen as high as possible
(F = 6 :7� 0:8 mJ/cm � 2 - see Appendix D for details), without charging the sample via
the photoemission process or creating signi�cant average heating e�ects42. Fluences
above the photo-induced phase transition (PIPT) threshold 
uence, determined by the
optical experiments, (FTH = 5 :9 � 1:0) could nevertheless be achieved.

As a starting point, the photo-induced change for a time delay � > 2 ps is analysed
in order to characterise the transient phase in this temporal regime, which was used for
PIPT threshold determination in previous studies [K•ub07, Pas11, Wal13] as discussed in
Section 2.2. To quantify photo-induced changes, averaged photoelectron spectra before
(between -20 to -1 ps) and after (between 2 and 100 ps)43 strong photo-excitation,
measured at a sample temperature of 270 K, are shown in Figure4.23 a). Both do
not exhibit the characteristic shape of a Fermi-distributi on function, but merely the
onset of the valence band of insulating VO2 and a secondary electron background
created by the pump-light alone (the non-zero intensity above the Fermi-energy). The
photo-induced change, i.e. the di�erence of the two curves in a), is displayed in Figure
4.23 b) after ten-fold binning (red curve). It compares very well with the temperature
induced change, already shown in Figure 4.21 a) (green) and its Fermi-distribution �t
after normalisation. This means that the pump-pulse has induced an ultrafast
metallisation of parts of the illuminated area and is a direct observation of
the photo-induced insulator-to-metal transition in VO 2 .

The photo-induced signal is about a factor of 20 smaller, although a direct com-
parison of absolute intensities is not feasible, as slightly di�erent probe 
uences were
used. The reasons for the reduced intensity as compared to the temperature-induced
phase transition can be explained as follows: the pump-
uence of 6.7 mJ/cm� 2 is still
well below the saturation regime, presented in the previouschapter (compare Figure
4.10 a). At such 
uences in the close vicinity of the phase transition threshold, the

42 Heat dissipation into the vacuum is only possible via radiat ion and therefore signi�cantly lower in
experiments performed in UHV as compared to optical experim ents under atmosphere. To keep the
illuminated spot below the critical temperature for the pha se transition, the sample had to be cooled.
This was only possible in a limited range, as charging e�ects due to the insulating/semiconducting
character of the surrounding of the illuminated spot become more likely at low temperatures.

43 No signi�cant change is apparent in this time interval, it wa s therefore integrated to improve the
signal-to-noise ratio
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Figure 4.23: Photo-induced changes of DOS probed by time resolved PES: In a) averaged
data between 20 and 1 ps before and between 2 and 100 ps after photo-excitation using a

uence of 6.7 mJ/cm2 is shown for a sample temperature of 270 K. Subtracting the data before
excitation (< -1 ps) from data after photoexcitation (> 2 ps), i.e. blue curve from orange
curve, yields the photo-induced change (binning:� 10) of photoemission intensity displayed in
b). This is compared to the temperature induced change (�lled green curve) from Figure 4.21
and its Fermi-distribution �t (black) after normalisation.

photo-inducedre
ectivity change at 800 nm at 1 ps pump-probe delay is about 70 times
smaller than the change in re
ectivity upon thermally drivi ng the phase transition.
This is due to the inhomogeneous photo-excitation throughout the probed volume and
explains the reduced change observed in photoemission as well.

In Figure 4.24 a) photoemission spectra including 800 nm pump, but at negative
pump-probe delays, i.e. in the unpumped situation, are shown to illustrate the e�ect
of equilibrium sample temperature plus average heating by the pump-laser. The in-
creasing amount of metallicity, due to an increased equilibrium temperature, is clearly
observed. However closer evaluation shows that it is shifted to lower sample tempera-
tures compared to Figure 4.21, because the pump light elevates the local temperature
at the illuminated spot: For example, comparison of the shape of a spectrum including
pump-light at 320 K (orange curve) with a spectrum without pu mp-light (grey curve)
at > 365 K yields only marginal di�erences, indicating that the temperature in the
illuminated area is on the order of 30 K higher than when the sample is not illuminated
by pump-light.

In order to characterise the in
uence of temperature on the PIPT, Figure 4.24 b)
shows pump induced change at di�erent equilibrium sample temperatures. The data
has been binned (� 10) to reduce noise. Least-mean-squares �ts (black lines) where
performed using the amplitude as the only free parameter, while the sample temperature
was �xed at the measured temperature44 and an experimental broadening of 85 meV

44 Laser induced average heating was not taken into account at this point, as the estimated di�erence
of 30 K would not change the shape of the experimentally broadened Fermi-distribution function on a
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Figure 4.24: Probing photoinduced changes at di�erent equilibrium temperatures: a) Photoe-
mission spectra (h� probe = 6 :19 eV) before perturbation by pump pulse (i.e. at negative delays)
for di�erent sample temperatures (curves are o�set for clarity) . A spectrum without any pump
light is shown (grey curve) for comparison. b) Photoinduced change at � > 2 ps for sample
temperatures displayed in a) binned (� 10). Fits with a broadened Fermi-distribution function
for each curve (black curves) are generated using the amplitudeA as the only free parameter.
This parameter is shown in c) with respect to sample temperature. d) Sketch of domains in
VO2 before and after strong photoexcitation for low and high sample temperature (see text).

was assumed. The energetic position of the Fermi energy was determined using the gold
plated part of the sample-holder as a reference. The amplitude A of the Fermi-Dirac-
distribution function is shown in Figure 4.24 c) with respect to sample temperature
and normalised to the maximum value of the series. Error barsindicate the standard
deviations generated by the �t routine. No clear trend can be observed, meaning
that the amount of photo-induced metallisation does not depend on sample
temperature in the range the measurements were performed in. To illustrate
the implications of this observation, a proposed VO2 surface domain structure is shown
in d). At low temperatures (bottom) only a limited amount of d omains (circles) is
thermally in the metallic phase (blue circles) and at moderate 
uences around the phase
transition threshold a certain subset is switched into the metallic state by the pump-
light (red circles). At higher temperatures (top) the initi al amount of metallic domains
is larger, but still a di�erent subset (exhibiting a higher ph ase transition temperature)
of domains can be made metallic by photo-inducing the phase transition45.

On the other hand, when the sample is uniformly in the temperature-induced metal-
lic phase already (T � Tc), strong photo-excitation should not increase the metallicity
of the sample. Such a behaviour is veri�ed by monitoring the photo-induced spectral
change while increasing sample temperature, as shown in Figure 4.25. To enhance

signi�cant level.
45 The inhomogeneous pump-pro�le due to the Gaussian laser beam shape can explain di�erent subsets

undergoing the phase transition at di�erent temperature/
 uence-combinations as well. The beam radius
of the probe beam was chosen 2.3 times smaller than the pump beam to minimise such e�ects.
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signal-to-noise ratio and perform the temperature-dependent measurement in a reason-
able time, the pump 
uence (h� = 1 :54 eV) was increased to 11� 1 mJ/cm 2. This
raised the need for larger counter-cooling of the sample which created additional ex-
perimental di�culties: As the surrounding of the illuminat ed spot is now at a lower
temperature, overall electrical conductivity is decreased while due to the higher 
uence
the photoemission process (for secondary electrons) is enhanced. These two processes
lead to an increase in sample charging, re
ected by transient shifts of the photoemission
spectra. To cope with these charging e�ects, that are observed on a slow timescale on
the order of seconds, two things had to be done:

1
 Long averaging times had to be omitted, so spectra in
uencedby a di�erent
amount of charging are not averaged over. Therefore spectrawere recorded at a
pump-probe delay of� = � 1 ps and� = +1 ps alternately while slowly increasing
the sample temperature. The integration time for each spectrum was set to
500 ms.

2
 A spectral signature had to be used to compensate for slower shifts. A Fermi-
edge is not present in the insulating phase, therefore the low-energy cut-o� of the
spectra was used to compensate for chargingafter the photo-induced change was
determined by subtracting spectra at � = � 1 ps (unpumped) from spectra at
� = +1 ps (pumped) for all temperatures separately. The fact that the spectra at
negative and positive pump-probe delays were taken at di�erent real times was
accounted for by interpolating the intensities to a common point in time. 46

A detailed description of the data treatment is given in Appendix E. Figure 4.25 a)
shows the integrated photoemission intensity (below the Fermi-energy) of unpumped
(� = � 1 ps) VO2. A clear increase corresponding to additional DOS due to thetem-
perature induced phase transition is visible. The heating branch of the hysteresis is
centred around 300 K (indicated by the orange line). The reason for the lowering of
the apparent transition temperature by � 40 K in comparison to measurements where
no pump-light was employed at all (Figure 4.22), is average heating of the illuminated
region of the sample by the pump-light. Nevertheless three temperature regions can be
identi�ed corresponding to insulating A and metallic C VO2 and the transition region
in between B .

The photoinduced change (di�erence between spectra at plus and minus 1 ps pump-
probe delay) is shown in Figure 4.25 b) with respect to kinetic energy and sample
temperature. The low energy cut-o� of the raw data at each temperature was used
as an energetic reference for the presented data. The Fermi-energy of metallic VO2 is
at 0.6 eV on this kinetic energy scale. In the region between 0and 400 meV below
the Fermi-energy, a clear positive signal (red) is visible.A photo-induced decrease of
PE intensity at lower energies (not shown, see Appendix E) corresponds to a photo-
induced increase of the work function leading to a transientshift of the low energy cut-
o� to higher energies. A work function increase undergoing the phase transition from
insulator to metal has been observed before [Ko11]. The observed intensity contrast

46 Further systematic errors were excluded by con�rming the ob served e�ects without interpolation,
but by either subtracting the background (at negative pump- probe delays) measured directly before
and directly after the photo-excited (positive pump-probe delays) spectrum.
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between positive and negative pump-probe delays isnot compatible with a rigid shift
of the spectrum (e.g. due to charging) or a pump-induced broadening e�ect (e.g. due
to increased space charge e�ects). The pump-induced increase can therefore only be
attributed to additional DOS due to the photo-induced phase transition.

To illustrate the temperature dependence of the photo-induced change, the inte-
grated intensity below the Fermi-energy (black box in b)) is shown in Figure 4.25 c).
The contrast is signi�cantly positive, above noise level in the region between 270 and
340 K, which corresponds to the transition region, where insulating and metallic do-
mains are present. At higher temperatures, the system is already uniformly metallic
and strong photo-excitation cannot increase the metallicity any further. At temper-
atures below the transition region, the 
uence (F = 11 � 1 mJ/cm 2, still far below
saturation) is not high enough to induce the phase transition in a su�ciently large
subset of domains to be detected. This is due to the moderate amount of averaging to
avoid charging artefacts and therefore rather low signal-to-noise ratio.

The preceding sections provide clear evidence, that the performed pho-
toemission experiments are sensitive to both the temperature- and photo-
induced insulator-to-metal transition in VO 2 . The metallisation in both cases
manifests itself by additional density of states below the Fermi-energy exhibiting the
shape of a Fermi-distribution function. To gain insights into the dynamics of the photo-
induced phase transition, the next section presents the dynamical evolution of PE spec-
tra upon strong photo-excitation.

4.2.4 The dynamics of the photo-induced insulator-to-meta l transi-
tion

To investigate the electronic dynamics of photo-inducing the phase transition in VO2,
and thereby to expose its driving mechanism, time-resolvedmeasurements have been
performed. Figure 4.26 illustrates the goal of these experiments. The starting point
is the monoclinic (M), insulating phase of VO2 (blue), which is strongly photoexcited
across the band gap by the pump pulse. If atomic movement is necessary (pathway A)
to generate a metallic band structure, the gap-closing (� gap) would happen on a char-
acteristic timescale of the lattice (� lattice ), for example the famous structural bottleneck
timescale of 80 fs, reported in [Cav04] (see Section 2.2).

If in contrast, a transient metallic phase is generated (green) due to the photoexci-
tation itself while the atoms are still in their monoclinic p ositions (pathway B), the gap
closing should occur faster than typical lattice timescales (� gap < � lattice ). Hot electron
decayinside the band gap would in both cases only be observed when the gap is already
closed. The quasi-equilibrated rutile (R), metallic phase(orange) is only reached after
the whole system is thermalised and atoms have moved to theirnew quasi-equilibrium
positions.

Experimentally, after strong photoexcitation (in the prev iously established thresh-
old 
uence region F ' 7mJ/cm 2) 6.2 eV photons were used to monitor the dynamics
below the Fermi-energy of metallic VO2 and directly follow the photo-induced metalli-
sation and equilibration of VO2. In addition, lower photon energies (below the work
function of VO 2) were used to probe only the transiently occupied states above the
Fermi-energy after photo-excitation and widen insights into hot electron dynamics of
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Figure 4.26: Timescales of the two supposed pathways for the photoinduced insulator-to-
metal transition: A Structural changes are needed to generate a metallic density of states. The
gap closing (� gap ) would happen on a `lattice timescale' (� lattice ). B a transient metallic phase
with monoclinic crystal structure is generated directly due to the photoexcitation, before any
movement of the atoms (� gap < � gap ). In both cases hot electron/hole decay (� hot ) inside the
gap can only be observed if the gap is closed.

the transient metallic phase.

Metallisation Dynamics in VO 2 The dynamics of the photo-induced phase tran-
sition is analysed in detail in this paragraph. A typical tim e- and energy-resolved
photoemission spectroscopy dataset is shown in Figure 4.27a). The equilibrium back-
ground has been extracted at negative pump-probe delays, therefore only the pump-
induced change in photoemission intensity is displayed. Atzero time delay between
pump (h� = 1 :54 eV) and probe (h� = 6 :19 eV) pulse an intensity increase (red) is
observed at all energies between -0.4 and 0.6 meV with respect to the Fermi energy. At
positive pump-probe delays a photo-induced increase is detected at energies below the
Fermi energy, that persists at least for hundreds of picoseconds47.

The main part of intensity around timezero is interpreted as two-photon photoe-
mission via virtual intermediate states in the band gap of unswitched, insulating VO2,
as observed in other systems previously [Kno95, Sch96]. Theregion indicated by the
green box 400 to 600 meV above the Fermi energy is used to extract the cross corre-
lation of pump and probe pulse displayed in b) (green �lled curve). It is �tted with
a Gaussian function (blue) yielding a XC-width (FWHM) on the order of 90 fs. It is
also used to determine the exact temporal overlap between pump and probe pulse for
further analysis. Together with displayed wavelength spectra of probe (left) and pump
(right) their pulse duration can be estimated: The transform limited pulse duration is
used both as a lower limit and also to estimate the upper limitof the respective other
pulse together with the cross-correlation width � XC ' 90 fs via:

� 2
XC = � 2

pump + � 2
probe (4.48)

47 A slight pump-induced decrease (blue) in photoemission int ensity is observed at energies below
-0.4 eV due to the dynamic work function increase as described in [Ko11]. It is a minor e�ect as
compared to the increase (red) and not compatible with space-charge broadening of the spectrum or a
rigid shift due to transient charging of the sample.
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Figure 4.27: Overview over exemplary time-resolved PES dataset: a) shows thechange in
photoemission intensity induced by aF = 7 mJ/cm 2 pump pulse, centred at 1.54 eV photon
energy, when probed by UV (h� = 6 :19 eV) light. Region I (< -1 ps) has been used for
background subtraction of the uncorrelated signal. The XC of theemployed laser pulses (green)
taken from the region indicated by the green box and a Gaussian �t (blue) are displayed in b).
The insets show laser spectra of probe (left) and pump (right) light. The transient evolution
of DOS below the Fermi energy (region indicated by black box in a)) is shown in c). The �t
with an empirical model (responseR(� t) convolved with cross correlation from b)) yields the
red curve.
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Exploiting additional knowledge about the 800 nm pump-pulse duration (� pump = 40 fs,
measured ex situ) that is realistically achievable the mostlikely pulse durations ~� are
given together with the limiting values in table 4.2 as to indicate an estimate of the
time resolution of the experiment.

� min � max ~�
pump 29 fs 63 fs 40 fs
probe 64 fs 85 fs 81 fs

Table 4.2: Lower (� min ) and upper (� max ) limit for pump and probe pulse durations and
estimated value ~� . Note that assuming the upper limit for the pump pulse implies the lower
limit for the probe pulse and vice versa.

In Figure 4.27 c) the temporal evolution of the integrated energetic region between
0 and 400 meVbelow the Fermi energy (as indicated by the black box in a)) is shown
(black curve). A contribution from two-photon photoemissi on via virtual intermediate
states, exhibiting no lifetime, results in a peak at timezero. This peak appears asym-
metric, as it is superimposed to a decaying intensity, that stabilises into a persisting
increase at positive delays. Such a photo-induced increaseof photoemission intensity
below the Fermi energy is attributed to a change in DOS, i.e. the metallisation of
parts of the sample as discussed before (section 4.2.3). It appears immediately after
excitation and stays constant on the order of hundreds of picoseconds. This paragraph
concentrates on the initial fast dynamics, while longer timescales are discussed later.

To analyse the transient change of photoemission intensityfurther, especially how
fast it appears, a �t model has to be developed. Rate equations describing the ap-
pearance of DOS and on top of that quasiparticle relaxation dynamics turned out to
be too complex (inhomogeneous quadratic di�erential equation with at least one time-
dependent coe�cient) to yield a robust �t function. Therefo re a phenomenological
model is used to quantify the timescales of the observed dynamics. The function used
to describe the responseR(t) upon photo-excitation is as follows:

R(t) = � (t)
�

A1e� t=� 1 � A2e� t=� 2 + C
�

+ D � � (t) (4.49)

The response consists of a positive exponential decay with amplitude A1 and time-
constant � 1, a negative exponential decay (i.e. rise) with amplitudeA2 and time con-
stant � 2 and a constant o�set C = A2 � A1 (ful�ls initial condition R(0) = 0). The
contribution, due to two-photon-photoemission via virtua l intermediate states, is gen-
erated by the approximate delta-distribution � (t) with amplitude D . The Heaviside
function � (t) ensures zero response before timezero. The responseR(t) is convolved
with the the Gaussian function XC (t), corresponding to the XC of the laser pulses
extracted at high excess energies, as shown in Figure 4.27 b). The resulting curve is
then �tted to the data by a least-mean-squares algorithm.

The global �t optimum is reached for values of � 1 = 125 � 74 fs for the decay and
� 2 = 28 � 19 fs for the rise. As the large error bars already indicate, the �t is not entirely
robust when none of the parameters inR(t) is kept constant. The reason is, that for
small �� = � 2 � � 1 the parameters, especially the two amplitudes, are not independent
any more.
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Figure 4.28: Exemplary �t results for transient metallisation of VO 2 below the Fermi energy:
a) �ts for various �xed rise times � 2. The inset shows the� 2-property of the �t with respect to
the di�erent values of � 2. In b) selected responsesR(t) are shown for � 2 = 10, 30 and 100 fs.
The grey �lled curve is a Gaussian function representing the XC of pump and probe pulse.
The dependency of parameter� 1 as a �t result on the �xed � 2 is shown in the inset. Panel c)
displays the rising (green) and decaying (red) part of the response for the free �t (none of the
response-parameters are �xed).

To give an upper limit for the rise time, a trial and error meth od was employed: The
�t was performed while the rise time constant � 2 was �xed at various values between
10 and 100 fs. An exemplary dataset and �t results for various� 2 are shown in Figure
4.28 a). As the � 2 is increased above 60 fs a secondary shoulder at 250 fs pump-probe
delay develops that visually deviates from the data. To quantify the quality of the �t,
the variable � 2, which follows the total deviation between data and �t, is di splayed in
the inset. The small value of � 2 between � 2 = 10 and � 2 = 60 fs indicates optimal
�tting in that range. The signi�cant increase of � 2 above � 2 = 60 fs signals a decrease
in �t quality, already observed visually as the shoulder appearing in the �t results. It
is therefore concluded that the rise time constant� 2 of the employed empirical mode
cannot be larger than 60 fs. A clear global optimum is not observed as the �tting is
more or less equally good for� 2 < 60 fs. This means that in this simpli�ed model, a rise
of intensity, interconnected to the creation of DOS, has to happen with a time constant
of 60 fs or faster. The phase transition to the transient metallic phase happens on a
timescale on the order of the time resolution of the experiment48.

To clarify the problems of �tting with time constants � 2 < 60 fs the �tted response

48 As discussed in Section 3.2.7, optical Bloch equations are omitted when modelling the temporal
response, because dephasing times are not known. Using Bloch equations would in fact result in a
delayed population [Her96, Ern04], with respect to the resp onse generated by two-photon photoemission
via virtual intermediate states (the delta peak, without re al population). This alone could result in the
observed, slightly delayed rise (30 fs) of the optimal �t. Be cause quanti�cation is not possible, it can
not be discussed further.
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R(t) for � 2 = 10, 30 and 100 fs is displayed in Figure 4.28 b) (the approximate delta-
distribution � (t) is not fully shown). The subtle changes for small � 2 in the region
before 100 fs pump-probe delay are completely masked by the delta-peak amplitude
after convolution with XC (t) (XC (t) is indicated by the grey solid curve in b)). Only
for larger � 2 the region for larger delays than 100 fs is a�ected and resultsin signi�cant
deviation of �t result as the delta-peak does not a�ect this region. Increasing the time-
resolution down to tens of fs would help to clarify the exact response at very small
pump-probe delays. On the other hand cross-polarised pump-and probe-beams could
reduce coherent contributions [Sch96], potentially simplifying data evaluation.

The interdependence of the two time constants� 1 and � 2 is displayed in the inset of
Figure 4.28 b). In the region between 10 and 60 fs, for which the �t model works well,
an inverse relationship between the two time-constants is observed. As � 2 increases
up to 60 fs, � 2 decreases from 210 to 70 fs. The uncertainty in determining� 2 is well
re
ected on the results for � 1. Further investigation of quasiparticle decay dynamics is
necessary and will be presented later, when discussing the dynamics above the Fermi
energy, i.e. in unoccupied states of transient metallic VO2.

A bottleneck behaviour [Cav04] is not observed within the temporal resolution of
this experiment. The transition from monoclinic insulating VO 2 to a highly
excited transient metallic state is quasi-instantaneous ( � 2 = 30 � 30 fs) and
most likely not mediated by the crystal lattice. This constitutes a very strong
indication for an electronically driven band gap collapse,as the material is excited into
a transient state with metallic properties on the timescaleof the laser pulse durations49.
Hot carrier relaxation timescales on the order of 100 fs are observed in this
transient metallic phase. This agrees well with the timescale, it takes to observe a
metallic-like, optical response after photoexcitation (see Section 4.1.5). To gain insight
into whether the instantaneous band gap collapse is a reasonable scenario, the e�ect of
photo-excited electrons on the electronic band structure of VO2 can be investigated by
theoretical calculations, as presented in the following paragraph.

Band structure calculation of photoexcited monoclinic VO 2 Theoretical in-
vestigations of VO2 and its phase transition(s) are only recently able to reproduce a
band gap in the equilibrium low temperature monoclinic phase [Gat07b, Eye11, Bie05].
The experimental observation of a quasi-instantaneous photo-induced band gap col-
lapse in VO2, which was presented in the previous paragraph, motivated theoretical
investigations into the following scenario: Can such a bandgap collapse be reproduced
by electronic structure calculations in the monoclinic lattice structure, if electrons are
promoted from valence to conduction band?

In close collaboration, such calculations were performed by Lede Xian (in the group
of Angel Rubio, San Sebasti�an) and Matteo Gatti ( �Ecole Polytechnique) using a �rst-
principles Greens functions approach (the self energy � is calculated in the GW approx-
imation (GWA), where G is the single particle Green's function andW the screened

49 A timescale of 30 fs could be explained entirely by a responsethat is delayed with respect to the
driving laser pulse, due to a coherence/polarisation build -up described correctly only in the framework
of optical Bloch equations. This delay would be an e�ect of el ectronic population only and further
con�rm the electronic, instantaneous nature of the phase tr ansition. As quanti�cation is not possible,
because dephasing times are unknown, this argument is neglected in the further discussion.
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Figure 4.29: Calculations of the band structure a) and DOS b) of the monoclinic phase of
VO2. The calculations are done on a scCOHSEX level including perturbative GW correction.
In a) a band gap of 0.65 eV is reproduced representing the insulatingphase of VO2 correctly.
The red arrows indicate the excitation photon energy of 1.55 eV. The projected DOS onto V 3d
(blue) and O 2p (orange) orbitals is shown in b). Occupied region (below the Fermi energy) is
shaded in grey, the excitation photon energy of 1.55 eV is indicated by the red arrow. a) and
b) are modi�ed from [Gat07a] and [Gat07b].

Coulomb potential) in combination with DFT calculations. T hese calculations con�rm
a gap-closing by arti�cially promoting electrons from valence- to conduction-band of
monoclinic phase VO2 and are discussed in this paragraph.

To �nd the monoclinic ground state as a starting point for pho toexcitation, the band
structure is calculated by density functional theory (DFT) in the local density approx-
imation (LDA) �rst. After that, 27 iterations of self-consi stent COHSEX (COulomb
Hole and Screened EXchange, a static approximation to GW) plus 9 iterations of per-
turbative G0W0

50 calculations are used [Gat07a, Gat07b].
Figure 4.29 a) shows the result of these monoclinic ground state calculations of

the electronic band structure of monoclinic VO2. The calculations correctly yield an
indirect band gap of 0.65 eV, close the experimental value of0.6 eV [Koe06], indicated
by the light blue arrow. It is important to note that when self -consistency is obtained
on the COHSEX level, screening is considered in a static approximation, leading to
the correct opening of a band gap in these calculations. b) Shows the corresponding
projected DOS onto V-3d (blue) and O-2p (orange) orbitals. Occupied (at T=0 K)
states are indicated by the grey shading.

In analogy to the experiment, electrons have to be `excited'from occupied states
(below EF ) to unoccupied states (aboveEF ) in the calculation. Possible vertical51

excitations in the calculated monoclinic band structure are indicated by the red arrows
in a) and b). A schematic representation of the photoexcitation is also shown in c):

50 In G0W0 , the previously calculated eigenvalues and orbitals are recycled and self-energy corrections
are evaluated

51 The wave-vector of a photon k = 2 �=� is small compared to the size of the Brillouin zone for the
photon energies used.
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Figure 4.30: Comparison of experimental data with band structure calculations: a) Integrated
DOS for equilibrium monoclinic phase (green). The broken lines are as calculated, the solid
lines are broadened by the experimental resolution (85 meV - illustrated by grey shaded Gaus-
sian). The red curve corresponds to the calculated DOS, when 0.3 electrons per monoclinic
unit cell are promoted to the conduction band of monoclinic VO2. In b) the DOS for the pho-
toexcited system (broken red curve) and the occupation (solid red curve) is displayed assuming
a Fermi distribution at 300 K (black curve). In c) the experimental data is compared to the
experimentally broadened occupation from b). Error bars of� 50 meV are estimated. Modi�ed
from [Weg14].

Electrons (grey circles) are excited from valence band (VB)to conduction band (CB)
by photoexcitation (red arrow) and leave behind holes (white circles). This means that
the occupation in the VB is reduced and in CB increased by the same amount.

The band structure is then re-calculated in the framework of the GW approxima-
tion. The photoexcitation is mimicked by modi�cations of th e occupations. According
to the calculated (maximum) excitation density of 0.075 electrons per vanadium atom
(i.e. an incident 
uence of 6.25 mJ/cm2, see Appendix D for details), used in the exper-
iment, the occupation numbers are reduced for occupied and increased for unoccupied
states by the same amount (i.e. generating an equal amount ofelectrons and holes).
This occupation change a�ects the screened Coulomb interaction W , and thus the band
structure is re-calculated using this modi�ed W .

Figure 4.30 a) shows the initial DOS52 (green) and the re-calculated photo-excited
DOS (red). The density of states is integrated over the Brillouin zone. Remarkably,
this re-calculated band structure does not exhibit a gap formonoclinic VO2. This
collapse of the calculated gap in the monoclinic lattice structure con�rms

52 The monoclinic gap size of 0.77 eV slightly overestimates the experimental value, because the
�nal G0W0-step has been omitted to reduce computational cost. Nevertheless, qualitatively the results
remain valid.
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the experimental observation of an instantaneous metallisation in VO 2. The
di�erence between monoclinic ground state and photoexcitedstate DOS is entirely due
to the di�erence in the screened Coulomb interactionW . Screening is enhanced, when
electrons are promoted from VB to CB, mainly because intraband transitions within
VB and CB are possible and allow low energy (smaller than the monoclinic gap size)
excitations.

To compare the calculated band structure change with the experimentally observed
one, in Figure 4.30 b), the calculated DOS (dashed red curve)is multiplied by a Fermi-
Dirac distribution function at T = 300 K (black curve), which results in the occupation
at room temperature (red shaded area). c) compares this calculated occupation to the
measured photoemission spectrum presented earlier53. The qualitative agreement of
measured data and calculations is very good. Deviations canbe explained by systematic
errors in the determination of a reference Fermi energy, as well as the fact that the
experiment might very well not integrate over all k-space, in contrast to the calculated
DOS. In fact, when ignoring scattering processes only partsof the band structure with
small momenta (i.e. around the �-point) are probed with the l ow photon energies that
have been used.

To gain additional insights into the microscopic origin of the band gap-collapse,
di�erent occupation distributions (with the same number of t otal electron-hole-pairs)
are used and the results are compared. While a detailed analysis is presented in [Weg14],
a summary of the �ndings is presented here: It is mainly the creation of holes in the
top of the rather localised valence band (corresponding to the bonding orbitals of the
V-dimers along the monoclinic c-axis) that leads to a dramatic change of low-energy
excitations pathways. Theselow energy excitations are vital to allow for a energetically
cheap charge redistribution that corresponds to e�ective screening of the Coulomb
interaction. As a rough estimate of screening timescales inVO2, the plasmon energy of
� 1:5 eV [Bia81, Gat07b] of the metallic phase corresponds to an oscillation period of
approx. 3 fs. Hence the terminstantaneous band gap collapse is justi�ed in the context
of timescales of electron thermalisation or lattice dynamics.

The cartoon in Figure 4.31 a) concludes what has been learnedin context of this
work, about the initial steps of the photoinduced phase transition in VO 2 and its driving
mechanism. The initial step is of course photoexcitation ofelectrons (grey circles) from
VB to CB 1
 . The holes (white circle) in the VB and the electrons in the CB open up
new intraband transitions (� E ) within VB and CB. Due to the higher joint density of
states in the VB, there are more states available inside a smaller energy range.These
low-energy excitations, mainly due to holes in the VB, are precisely the
reason for a photo-induced, strongly enhanced screening of the Coulomb
interaction W in VO 2 that leads to a massive band gap renormalisation
and the transition from an insulating to a metallic band structure 2
 . The
calculated dielectric function in Figure 4.31 b), for initi al insulating (blue) and transient
metallic (red) electronic structure, exhibit a large change at low energies, corresponding
to these intraband transitions.

The collapse of the gap happens on a screening timescale of a few femtoseconds.
Only after the gap has closed, carriers thermalise within the energy region of the former

53 Error bars are estimated to be � 50 meV, as for the determination of a reference Fermi energy (on
the gold plated part of the sample holder), no DOS was considered.
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Figure 4.31: Mechanism of the instantaneous band gap collapse due to enhancedscreening
in VO 2 a): 1
 photoexcitation promotes electrons (grey circle) in the CB and leaves behind
holes (white circle) in the VB. Intraband transitions increase the screening of the Coulomb
interaction 2
 and thereby close the band gap before further thermalisation of carriers within
the energetic region of the former gap3
 . Real and imaginary part of the dielectric function �
are shown for initial insulating (blue) and transient metallic (red) pha se. b) is adopted from
[Weg14].

gap, inside the newly formed conduction band manifold 3
 . It is very likely that the
time constant � 1 = 125 fs, from the experimental data shown in Figure 4.27 c) infact
corresponds to hot-hole thermalisation in this region.

The fact that the calculations have been performed in the monoclinic crystallo-
graphic structure means that no change in atomic positions (lattice contribution) is
needed to explain this e�ect. This of course does not mean thatthe lattice will not
respond quickly to this new electronic band structure. In fact the optical experi-
ments, presented in Chapter 4.1 have shown that the lattice potential, de-
�ned by the bonds, i.e. especially by the electronic valence band structure,
is changed instantly, in perfect agreement with the observed instantaneous
metallisation of VO 2.

Temperature dependence of the photo-induced phase transition After having
established that the photo-induced insulator-to-metal-transition from the monoclinic
insulating to the transient metallic phase happens instantaneously, the temperature
dependence of the phase transition dynamics are investigated along the lines of the
previously described empirical model (Equation 4.49).

Figure 4.32 a) shows integrated photo-induced change belowthe Fermi energy (black
box in Figure 4.27 a)) for di�erent sample temperatures between 270 and 320 K (The
transients are o�set for clarity). Qualitatively the transi ents look similar for all temper-
atures and are therefore �tted with the same model used for the detailed analysis two
paragraphs earlier. Exact pump-probe overlap and FWHM of the laser pulse XC was
determined for each temperature at high energies (green boxin Figure 4.27 a)) and an
average value was used. After a �rst round of �tting where all amplitudes A1, A2 and
D as well as the decay time constants were left free an average rise time � 2 = 30 � 20 fs
was determined that showed no clear trend with temperature and is in good agreement
with the previously determined value of 30 fs. To stabilise the �tting routine it was
held �xed at 30 fs in a second round of �tting.

The resulting dependence of decay time� 1 on sample temperature is displayed in
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Figure 4.32 b) where no clear trend can be observed. Fitting to a constant value yields
117� 24 fs as an average decay time constant. In the context of the theoretical calcula-
tions (Figure 4.31 a) in the previous paragraph), this time constant can be interpreted
as an average relaxation/thermalisation time for holes in the transient metallic phase.
The reasoning is illustrated in Figure 4.33 a). After the photoinduced band gap col-
lapse, at time t1, a non-thermal distribution of electrons (grey circle) and holes (white
circle) remain, as these carriers are not able to thermaliseinstantly (i.e. before or dur-
ing the collapse). When those carriers subsequently relax towards the Fermi energy,
a thermal distribution is reached at time t2. In comparison with t1 the occupations
directly below the Fermi energy EF and within the monoclinic phase gap (indicated by
the blue dashed lines) isreduced at t2. Therefore the photoemission intensity decreases
slightly in this energetic region. This can only happenafter the band gap has collapsed
because otherwise there would be no DOS, con�rming again thepromptness of the
electronic phase transition. Furthermore, a similar time constant has been observed
in the optical experiments, described in Section 4.1.5: Theaverage time it takes, until
the photoinduced transient metallic phase exhibits a similar re
ectivity response as
the equilibrium metallic phase was 190� 30 fs, in qualitative agreement with the hot
carrier relaxation time determined here. And of course it isreasonable that the optical
response only starts to resemble theequilibrium metallic phase after hot carriers have
thermalised.

Panel c) of Figure 4.32 shows the amplitudeD of the approximate � -distribution. A
slight decrease with temperature is observed. At the same time the amplitudesA1 and
A2 seem to increase slightly with temperature as shown in paneld), although due to the
large error bars more or less constant amplitudes cannot be excluded. Panel e) shows
the ratio betweenD and A2. This ratio decreases with temperature, following the trend
of D . Figure 4.33 illustrates an explanation for this behaviour based on the domain
structure of VO2, already shown in Section 4.2.3. The grey circles indicate monoclinic
VO2 with existing band gap. These regions are responsible for the photoemission via
virtual intermediate states, captured by the � -amplitude D . When heating from T1 over
T2 to T3, this grey portion reduces as more and more domains are thermally switched
to the metallic phase, leading to the observed decrease ofD .

The domains that change phase upon photoexcitation are indicated by the red circles
(bottom row, after photoexcitation in contrast to the top ro w, before photoexcitation)
and connected to the amplitude A1=2. At the di�erent temperatures Ti , the phase
transition is induced in di�erent subsets of domains, because of slight variations of the
threshold due to the inhomogeneity of the sample. The amplitudesA1=2 are therefore
not a�ected by the increase in temperature (as long as notall domains are thermally in
the metallic phase). The ratio D=A2 that shows the same trend asD , shown in Figure
4.32 suggests that the trend inD is not just due to random 
uctuations. The di�erent
subsets of domains seem to switch independently and with no signi�cantly
di�erent dynamics.

The phase transition on longer timescales Figure 4.27 a) and c) have already
shown that the signatures of the transient metallic state donot change over the course of
100 ps. In addition pump-probe photoemission experiments have been performed with
signi�cantly lower time resolution, but spanning a wider ra nge of pump-probe delays
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Figure 4.34: Transient change of DOS below the Fermi energy (interval of between -0.4 and
0 eV with respect to EF ) up to 400 ps: A low time resolution scan up to pump-probe delays
of 400 ps (orange) is shown for an incident excitation 
uence of 6:7 � 0:8 mJ/cm 2. Data with
better time resolution (black) from Figure 4.27 c) is displayed for comparison. Both datasets
have been normalised to an average between 20 and 100 ps.

between -100 and 400 ps. The average photoinduced change in a400 meV wide energy
window directly below the Fermi energy is shown in Figure 4.34 (orange markers). The
previously mentioned transient (black) is shown for comparison. No signi�cant change
for long delays (larger than 20 ps) is visible.This means that the electronic struc-
ture does not change considerably after the initial ultrafast metallisation.
X-ray di�raction experiments performed with similar excita tion densities (8.7 mJ/cm2)
have shown, that transformation of the atomic position to the high temperature rutile
equilibrium positions is complete after 250 ps[Had10]. This structural transformation
from the equilibrium monoclinic to the rutile phase on a timescale of 25 to 250 ps does
not a�ect the electronic band structure further.

Of course the energy that is initially deposited in the electronic system by the
photoexcitation dissipates with time, and electrons and lattice thermalise, most likely on
a ps timescale. This leads to a transiently increased temperature in the illuminated spot.
It has been shown that the threshold excitation density corresponds to a similar amount
of energy as the one needed to thermally drive the phase transition [Pas11]. It is likely
that after thermalisation a temperature is reached that stabilises the metallic rutile
phase until the heat is e�ectively transported out of the excited region of the sample.
The observed relaxation time back to the initial insulating monoclinic low temperature
phase depends on how fast the thermal energy is carried away from the probed volume.
In optical experiments in air, an incomplete recovery was observed (data not shown) at a
laser repetition rate of 300 kHz, i.e. the sample does not relax completely within 3:3 � s.
Optical experiments were therefore conducted at a lower repetition rate of 100 kHz,
where complete recovery was observed. The photoemission experiments presented in
the previous sections have been performed at even lower repetition rates of 40 kHz,
because heat transport out of the probed volume was e�ectively reduced due to the
in-vacuum measurements.
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Figure 4.35: Pump-induced photoemission intensity changeabove the Fermi energy: a) in-
tegrated intensity in an energetic range between 0 and 400 meV above the Fermi energy for
two sample temperatures and corresponding �ts (The �t model is described in the main text).
b) and c) show results of simpli�ed �ts by Gaussian functions for lineouts at various energies
between 0 and 800 meV aboveEF . In b) the FWHM and in c) the maximum position t0 of the
Gaussian function is displayed with respect to excess energy.

4.2.5 Relaxation dynamics in the transient metallic phase

In addition to the dynamics of the phase transition itself, i.e. the renormalisation of
the bands leading to a closing of the insulating gap, the dynamics and relaxation of
excited quasiparticle (electron) dynamics is investigated in this section. Therefore the
focus is shifted from regions below to above the Fermi energy, where states are only
occupied in a non-equilibrium situation or due to a Fermi-Dirac distribution at �nite
temperatures.

Time-resolved 1PPE Time-resolved photoemission data integrated over an energy
interval between the Fermi-energy and 0.4 eV above (compareto Figure 4.27 a) for
energetic reference) is shown in Figure 4.35 a) for sample temperatures of 270 K (blue)
and 320 K (red). Least-mean-square-�tting has been performed to quantify average
quasiparticle dynamics. The following response function was employed:

R(t) = D � � (t) + � (t)
�

A � e� t=� + C
�

(4.50)

The parameter D is the amplitude of a delta-like distribution function capt uring 2PPE
via virtual intermediate states, A is the amplitude of a decaying exponential andC is
a constant o�set, due to occupied band structure changes leaking to energies slightly
above the Fermi energy via the Fermi distribution function at �nite temperatures. � is
the decay time constant of the exponential decay. Note, thata rising term is omitted, as
including it prevents the �t from converging. This further c on�rms the instantaneous
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nature of the gap collapse.� (t) is a Heaviside function that ensures zero response before
excitation. The �t is convolved with the laser pulses XC extr acted at higher energies
(see Figure 4.27 a)) to account for the time resolution of theexperiment. The best
�t is achieved for decay time constants � of 250 fs (340 fs) for a sample temperature
of 270 K (320 K). Unfortunately the standard deviations calculated by the �t routine
are on the same order of magnitude. An average relaxation timescale on the order of
hundreds of fs is therefore the only extractable information.

Performing these �ts in an energy-resolved way (i.e. averaging over distinct, smaller
energetic regions) is not possible, as the signal-to-noiseratio gets worse and prevents
the �t algorithm from converging. To nevertheless catch a global trend, 100 meV wide
energetic regions have been extracted and �tted with a simple Gaussian distribution
function (Intensity I (t) / e� (t � t0 )2=� 2

). Lifetimes should shift the maximum position
t0 and increase the FWHM of the Gaussian curve.

The results for the �t parameters t0 and FWHM are shown in Figure 4.35 b) and
c). Again there is only a minor di�erence for measurements taken at temperatures of
270 K and 320 K. Both FWHM and t0 increase with decreasing energy towards the
Fermi energy. This agrees with an increasing lifetime of quasiparticles (i.e. hot
electrons), the smaller their excess energy with respect to the Fermi energy,
compatible with e.g. Fermi liquid theory. The minor di�erence for the two shown
sample temperatures can be explained by the fact that in the band gap region of VO2

the only change in photoemission signal is due to creation of the transient metallic
phase. This corresponds to two di�erent subsets of the sampleshowing slightly di�erent
transition temperatures, but exhibiting the same characteristic relaxation dynamics.
This is in perfect agreement with the observed transition and hole relaxation dynamics
below the Fermi energy, shown in the preceding Section (see Figure 4.33). The hot
electron relaxation timescale is on the order of 100 fs, similar to the time constant for
hole-equilibration and again in agreement with the appearance of equilibrium metallic
response, which has been observed in re
ectivity measurements (See Section 4.1.5).

Time-resolved 2PPE To avoid intrinsically large background signal due to single
photon photoemission, two-photon-photoemission experiments (h� probe < �) have been
performed at a repetition rate of 200 kHz to investigate dynamics of unoccupied states
explicitly. Average heating e�ects result in elevated sample temperatures at this repe-
tition rate. Therefore, it has to be assumed that large sample portions are thermally
metallic in these measurements. It will be shown that, although a pump pulse 
uence
of only 1 mJ/cm 2 (below threshold of the photo-induced phase transition) was used,
signatures that can be related to the photo-induced phase transition are observed. A
probable reason is the inhomogeneity of sample surface and photoexcited volume.

As a reminder Figure 4.36 b) shows a schematic energy diagramof the 2PPE pro-
cess. Similar to the previous experiments, electrons are excited by an IR pulse (h� 1

= 1.55 eV, red arrow) from occupied (grey) states below to unoccupied (white) above
the Fermi energy (EF ) of the metallic phase of VO2. A time delayed (by � ) UV pulse
(h� 2 = 5 :3 eV, blue arrow) probes the transient occupation of initially unoccupied
states. Variation of � captures the temporal evolution of this transient occupation.54

54 See Section 3.2.5 for a detailed description.
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scheme for a). See main text for details.

The inset of Figure 4.36 a) shows the raw 2PPE data in a false colour scale on an
intermediate energy scale and with respect to pump-probe delay � . The signal before
� = 0 fs comes from thermally occupied states directly above the Fermi energy. This
signal is constant for negative delays down to -50 ps and is integrated with respect to
� and used for background subtraction. The increased signal around � = 0 fs is due to
hot electrons, excited in metallic VO2. For positive delays the signal appears similar
to the one before timezero, but slightly increased. Analysis in the time domain, i.e. of
linouts along the delay axis, is not feasible, because the limited time resolution does
not allow for robust �tting. Instead transient spectra at di �erent delays � are discussed
in the following.

Figure 4.36 a) shows such spectra for various delays. At timezero (0 fs) the largest
intensity is recorded, which decays for increasing� on di�erent timescales. The corre-
sponding energetic windows are indicated by the coloured regions A , B and C (from
right to left). In A , the intensity drops to zero after 90 fs already (thick greencurve).
The intensity in region B is zero before 960 fs (thick blue curve) and the intensity in
the energetic window with the lowest excess energy persistson a signi�cantly longer
timescale, and does not even decay after 50 ps (thick pink curve).

The fast component at excess energies above 0.8 eV, which is not resolved in this
speci�c experiment, either corresponds to very short hot electron lifetimes or residual
2PPE via virtual intermediate states in insulating parts of the sample55. Within the
intermediate timescales, observed at excess energies between 0.25 to 2.75 eV, the `life-
times' increase gradually towards lower excess energies.This trend agrees with the
Fermi liquid theory prediction that quasiparticle lifetimes scale with the

55 Of course the elevated temperature of 374 K should guaranteea metallic sample, but deviations of
stoichiometry and inhomogeneity can certainly lead to rema ining semiconducting regions.
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inverse squared excess energy above EF , as expected for a metallic sample.
The persistent increase in the direct vicinity of the Fermi energy could have various
origins: Either it is due to residual photoinduced metallisation or at least an additional
change of DOS within the metallic phase, or simply an increased temperature after
electron thermalisation that leads to an increased Fermi tail, i.e. a change of thermal
occupation aboveEF . The limited energy window and the limited knowledge about the
shape of the DOS does not permit a further quantitative analysis of this Fermi tail.

The time resolved spectroscopy of unoccupied states of VO 2 at elevated
temperatures shows qualitative agreement with the expected metallic dy-
namics.

4.2.6 Summary: Instantaneous band gap collapse in VO 2

Photoemission experiments have been performed to directlyaccess the electronic band
structure of VO2. First, thermally induced changes were characterised to generate a
baseline for the time-resolved studies of the photoinducedphase transition. A clear
appearance of metallic density of states crossing the Fermilevel is observed resulting
in a Fermi-Dirac distribution-like high-energy cut-o�.

When driving the PIPT, density of states is again generated in the band gap of
the insulating phase within the pump laser pulse duration. This corresponds to an
ultrafast photoinduced metallisation of VO 2, observed directly with unprecedented time
resolution. An empirical model �t shows that the DOS is generated on a timescale of
30 fs, excluding a structural bottleneck timescale of 80 fs for the electronic transition.
This is di�erent to optical experiments in the saturation reg ime reported earlier [Cav04],
which showed a structural bottleneck in the dielectric response.

Theoretical calculations con�rm the idea of a purely electronic initial step for the
phase transition: By promoting electrons from occupied to unoccupied states in the
insulating monoclinic phase, similar to the initial photoexcitation in the experiment,
a change of electronic structure is calculated that completely closes the band gap in
VO2, without any structural change. The origin of this band gap collapse is low-
energy intraband transitions, mainly due to the photoholes in the valence-band that
signi�cantly increase the screening of the Coulomb interaction. This increased screening
leads to a massive band gap renormalisation and a closure of the gap, a process that
happens on electronic screening timescales of a few fs in thereal system, in perfect
agreement with the performed experiments.

Hot carrier relaxation (of electrons and holes) in the monoclinic band gap region
con�rm the instantaneous nature of the electronic phase transition further. The hot
carriers decay on an average timescale of 100-200 fs. This corresponds to the time
it takes after photo-inducing the phase transition, until t he optical response (after
additional photoexcitation, see Section 4.1.5) is similarto equilibrium-metallic phase.
It also coincides with the timescale of incoherent conductivity changes, observed in
[Pas11], which might originate from hot carriers in VO2.

Further changes at later times after the photoinduced phasetransition of the elec-
tronic band structure, i.e. due to changes in real space lattice structure are not observed.
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Figure 4.37: Ultrafast phase transition in VO 2, due to photoexcitation (at time t0): band
gap collapse on ultrafast screening timescales (� gap � 3 fs) and hot carrier thermalisation
(� hot � 100 fs) is observed via photoelectron spectroscopy (top). Coherent phonon spectroscopy
reveals (bottom) arbitrarily fast change in atomic potential energy landscape� pot ! 0 fs, long
before the lattice reaches its equilibrium, high-temperature rutile structure ( � lattice < ns).

4.3 An new picture of the photo-induced,
ultrafast phase transition in VO 2

VO2, in spite of the simplicity of its chemical formula, represents a complex system
with distinct peculiarities that concealed the nature of the underlying physics both
experimentally and theoretically for nearly a century. Especially the photo-induced
phase transition and its mechanism are subject of ongoing interest and discussion.
The experimental and theoretical results, presented in thepreceding chapters, help to
clarify the nature of the initial steps after photoexcitati on and therefore of the driving
mechanism of the phase transition.

Figure 4.37 illustrates these �ndings: Strong photoexcitation (red arrow) in the
monoclinic (M1) insulating phase at timezero (t0) generates a transient non-equilibrium,
metallic phase (green). Photoemission experiments (top part of the �gure) show that
the system undergoes a quasi-instantaneous (� gap) insulator-to metal transition upon
laser excitation. Theoretical investigations reveal thatespecially the generation of holes
at the top of the valence band (magni�ed in the circle), allows intraband transitions
and changes the screening of the Coulomb interaction (�W ) to such an extent that
the band structure is strongly renormalised. At excitation densities comparable to the
photoemission experiments, the insulating gap in VO2 is closed completely, turning the
insulator into a metal. Therefore, screening timescales ofa few femtoseconds de�ne
� gap. Subsequently hot electron and holes, within the energeticregion of the collapsed
monoclinic band gap, decay on an average timescale (� hot ) on the order of hundreds of
femtoseconds.
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4.3 A new picture of the photo-induced, ultrafast phase transition in VO 2

The all-optical experiments (bottom part of the �gure) expo se that the symmetry of
the potential energy landscape that de�nes restoring forces on the ions, is changed upon
photoexcitation and that this change happens increasinglyearly within the exciting
laser pulse, when increasing the excitation density. Furthermore, the timescale at which
the optical pump-probe responseof the transient phase starts to get similar to the one
of the equilibrium metallic phase coincides with the timescale of hot carrier decay� hot .

Combined, these results draw a comprehensive picture of thePIPT: The initial
driving force is purely electronic, i.e. a photo-induced change of screening (magni�ed
circle in Figure 4.37) is responsible for the electronic phase transition from insulator
(blue) to metal (green). Contributions of the lattice struc ture to the initial photoin-
duced metallisation are neither needed (theoretically), nor observed (experimentally).
At the same time, this change of the electronic structure, which de�nes the inter-atomic
bonds, modi�es the lattice potential and monoclinic symmetry (blue) is lost (green).

The optical excitation leads to an electronic band gap collapse and atomic potential
symmetry change without a detour via the lattice structure, i.e. without a structural
bottleneck. This of course does not mean that the lattice does not respond to the new
potential energy landscape, both initially and on longer timescales. It is very likely
that the lattice plays an important role in stabilising the m etallic rutile phase, due
to its increased temperature after thermalisation with the electronic subsystem. At
later times (� lattice ), the energy, deposited by strong laser excitation, is equilibrated
throughout the system, which is then locked at the high temperature global potential
minimum of the thermally rutile metallic phase (orange).
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4 INSTANTANEOUS BAND GAP COLLAPSE IN VO 2: PHOTOINDUCED
CHANGE OF SCREENING

112



5 Screening and electron dynamics in
two-dimensions: The SrTiO 3/vacuum
interface

Recently, SrTiO3 (STO) experienced attention in connection with the discovery of a
two-dimensional electron gas (2DEG) at the interface of heterostructures with LaAlO 3

[Oht04]. This is remarkable, as both constituents are transparent insulators and nev-
ertheless a high mobility 2DEG is formed at their interface.

The vacuum cleaved surface of STO also exhibits metallic states that are strongly
localised in the surface normal direction, but delocalisedwithin the surface plane. Such
a 2DEG at the vacuum interface is easily accessible by photoemission spectroscopy
[SS11, Mee11] and can act as a prototypical system to investigate e�ects of con�nement
and dimensionality on screening and carrier dynamics.

This work focusses on theunoccupied states at the STO surface and the carrier
dynamics after optical excitation. Distinct �nal states ar e found with free electron like
dispersion in the surface plane of STO. Excess energy-dependent electron scattering
rates are extracted from time-resolved measurements that agree with 2D Fermi liquid
theory predictions for the most part. Deviations are explained by the distinct band
structure of the system. Furthermore, a transient photoinduced �lling of the surface
2DEG via photoexcitation from in-gap states is observed andits temporal evolution is
analysed. Such a control of the �lling of the 2DEG by photoexcitation opens up new
investigations into a system where the screening and thereby quasiparticle lifetimes
could be transiently modi�ed by light.

5.1 Vacuum cleaved and polished STO
Oxygen vacancies at the SrTiO3 surface, acting as an e�ective electron donor into the
Ti 3d manifold and leading to a downward band bending, are themost likely reason
for the formation of the 2DEG [Aiu02]. Even at the vacuum-cleaved surface, Oxygen
vacancies seem to be present in a su�cient amount, such that a2DEG is generated.
While cleaving or fracturing is a very convenient way of surface preparation, it does not
produce a macroscopically 
at surface of STO, due to the lackof a preferred cleaving-
plane in its cubic crystal structure.

In Figure 5.1 a), a magni�ed optical image of the cleaved STO surface is shown. The
sample height of 0.5 mm is indicated. Di�erent regions re
ecting light in various direc-
tions can be distinguished, indicative of varying surface orientations. Typical laser-spot
diameters between 50 and 100� m (FWHM) will therefore likely lead to photoemission
spectra that average over a certain distribution of surfacenormal directions. This can
potentially smear out angle-resolved measurements.

Another complication is the rather low speed of emitted photoelectrons, when using
low photon energies. Electric �elds are enhanced by the rather sharp edges of the cleaved
sample, which seem to in
uence photoemission spectra. Especially at the low-energy
cut-o�, the photoemission spectra are strongly distorted.

To ensure comparability with previous high-resolution ARPES measurements [SS11,
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Figure 5.1: Optical microscope
image of the cleaved STO surface.
Various facets and a slightly bent
surface is visible at this particular
sample. The fracturing is most in-
homogeneous at the sample edges
(dotted line). The sample height
of 0.5 mm is indicated.
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Figure 5.2: Spectroscopic
signature of metallic 2DEG
in di�erent samples: pol-
ished (green) and exem-
plary cleaved (red, blue).
For comparison a �t of
a broadened Fermi-Dirac
distribution to the green
spectrum is shown (black
dashed line).
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Mee11] and at the same time improve on the described problems, cleaved and polished
samples (supplied by SurfaceNet GmbH) were compared by photoemission spectroscopy
and low energy electron di�raction (LEED) measurements56. As the surface of polished
STO samples is contaminated during polishing and storage, acleaning procedure is
performed. To generate a clean STO surface, showing similarproperties as cleaved
STO, the sample was kept at a temperature of 900 K for one hour until no charging
(i.e. rigid shift of photoemission spectra with illuminati on time) was observed any
more.

In Figure 5.2, angle-integrated photoemission spectra arecompared for a polished
(green) and two exemplary cleaved samples (red and blue). Tocompare the existence
of the metallic 2DEG an energetic window around the Fermi energy is chosen. The
spectra are normalised at -70 meV below the Fermi energy. Theblack dotted line is
a least-mean-square �t to the green curve. Clearly a experimentally broadened Fermi-
Dirac distribution describes the high energy cut-o� of all t he three spectra very well.
The deviations in terms of density of states are most likely due to di�ering secondary
electron background and possibly di�erent amount of band bending due to a varying
oxygen vacancy density. Nevertheless a metallic electronic structure is found in cleaved
as well as polished and annealed STO surfaces.

To con�rm the validity of treating polished and cleaved samples on even grounds
further, the surface crystal structure has been compared via LEED. Electron di�raction
patterns are shown in Figure 5.3 for a) cleaved and b) polished and annealed sample,
using 92 eV primary electron energy. A qualitative analysisshows that the patterns

56 In fact the most recent studies regarding the 2DEG on STO have used polished, etched and ex-situ
annealed samples [SS14, Plu14]. Di�erent surface treatments (annealing temperatures) did not a�ect
the 2DEG-signatures [Plu14].
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Figure 5.3: Qualitative comparison of LEED images for a) cleaved and b) polished and
annealed STO surface: Di�raction spots exhibit expected cubic symmetry in both cases.

exhibit the same symmetry (cubic) and indicate the same lattice constant. The pattern
originating from the polished and annealed sample exhibitssharper di�raction spots
and less inelastic background intensity. Furthermore, higher di�raction orders are more
clearly visible, than for the fractured surface.

The crystallinity of the polished sample seems to be homogeneous over a larger
spatial extent, than of the fractured sample, as already suggested by the optical mi-
croscopy image. The employed electron energy of 92 eV leads to the shortest possible
mean free path according to the fundamental curve (see Figure 3.9) and therefore is
most surface sensitive. There is no indication for surface reconstruction [Shi12] in the
presented LEED patterns.

Photoemission spectroscopy and LEED pattern show that both, lattice and elec-
tronic structure at the STO vacuum interface, do not signi�c antly di�er for cleaved
and annealed samples. This is con�rmed by the independence of the 2DEG electronic
structure on di�erent sample treatments (annealing temperature, oxygen background
pressure) [Plu14] and di�erent bulk dopings [SS11]. Most of the following evaluation
has therefore been studied on the polished and annealed STO single crystal, as it is
better suitable for low-energy photoemission spectroscopy.

5.2 Unoccupied states at the STO(001) surface
The clear metallic signature on insulating STO, already shown in Figure 5.2, con�rms
the presence of electrons close toEF . The following sections will �rst show that low
photon energies are sensitive to unoccupied �nal states above the vacuum energy and
that the structure of presented photoelectron spectra are dominated by those. After
that, the dispersion of two distinct �nal state bands is analysed, yielding e�ective masses
on the order of m� = 2me.

As a �rst step towards the investigation of dynamics of the 2DEG at the STO
surface, distinct changes of photoelectron spectra upon variation of the incident 
uence
are presented at the end of this section.
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Figure 5.4: Final states in STO: a) di�erent excitation schemes for 1
 initial, 2
 intermediate
and 3
 �nal states for di�erent photon energies h� 1=2. b) Single colour one- and two-photon-
photoemission spectra of STO with respect to �nal energy axis. Final states FS1 and FS2 are
indicated by the red and blue solid lines. c) Single- and two-photon photoemission energetics
of b): arrows correspond to the spectra in b) by their respectivecolour.

Final state e�ects Photon energy dependent photoemission spectroscopy can dis-
tinguish between initial, intermediate and �nal state e�ect s on spectral intensity dis-
tributions. As a reminder, a schematic representation of these three cases is shown in
Figure 5.4 a) for single colour two-photon-photoemission with two di�erent, exemplary
photon energiesh� 1 < h� 2. Initial states 1
 shift with twice the photon energy di�er-
ence � h� , as two photons probe the state via virtual intermediate states. Intermediate
states 2
 are populated by one and probed by the second photon, therefore they shift
with one times the photon energy di�erence � h� . Final states 3
 , on the other hand,
do not shift at all when varying the photon energy.

In Figure 5.4 b), photoemission spectra for various photon energies between 3:69 and
6:16 eV are shown. A �nal state energy axis is used with respect to the Fermi energy of
the sample holderEF,SH . As the photon energy is tuned across the sample work function
� = Evac � EF single- and two-photon photoemission (1PPE and 2PPE) spectra are
recorded. 1PPE spectra are o�set for clarity. Two states can clearly be identi�ed in
most of the spectra, indicated by the red vertical lines and denoted FS1 and FS2. They
both appear at a constant energy on a �nal state energy axis, with slight deviations due
to the change in secondary electron background intensity orminor shifts due to e.g. a
voltage drop between sample holder and sample57. FS1 (FS2) resides approximately
4.1 eV (4.5 eV) above the Fermi energy.

For intermediate (initial) states, a shift of 310 meV (620 meV) would be expected,
when changing the photon energy from 3.69 (orange) to 4.00 eV(dark green). This
is clearly not the case, con�rming the �nal state character of the observed spectral
features. Furthermore, a change of work function due to anomalous preparation or
ageing of the sample does not a�ect the �nal state energy position with respect to the
Fermi-energy of the 2DEG. The two spectra probed with 4.65 eV(dashed and solid

57 For discrete states, degenerate with bulk continuum bands quantum interference in the context of
Fano's model [Fan61] might explain intensity variations th at also might appear as shifts, when tuning
across a resonance between 2DEG and �nal states [Eic11]. Dueto the limited number of spectra and
some uncertainty with respect to incident 
uence a systemat ic analysis in this context is not possible.
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Figure 5.5: Resonant photoemission
via �nal states: This illustration is
based on bulk band structure calcu-
lations (DFT using hybrid functional
HSE06 from [EM11]) between � and
X on the left. The simpli�ed photoe-
mission scheme from initial state 2DEG
below the Fermi energyEF (green) and
quantised �nal states (red) that lie en-
ergetically in the region of the Sr 5s
bands. Resonant photoexcitation from
initial 2DEG to these �nal states above
the vacuum levelEvac is achieved with
a photon energy h� = 4 :65 eV. Note
the reciprocal and real space axes.

blue) for example, show a di�erent low energy cut-o� energy. The di�erence is due to
a change in work function �� > 300 meV. Nevertheless the energetic positions of the
two �nal states remain constant. Two �nal states are found, which lie 4.1 and
4.5 eV above the Fermi level and are energetically pinned to it.

The energetics of the photoemission process for the di�erentphoton energies are
depicted in c), where the arrows correspond to spectra in b) by their respective colour.
Clearly the 1PPE process (only one arrow) can be distinguished from the 2PPE process
via intermediate states (two arrows) in this simpli�ed energy diagram.

The enhanced appearance of the �nal state signatures for thephoton energy of
h� = 4 :65 eV (blue spectra) can be explained by a resonance e�ect. This is illustrated
in Figure 5.5. The calculated band structure from [EM11] in � -X direction (see Section
2.3 for reference) is displayed on the left. In the middle, the surface band bending
region is indicated by downward bent bands (sample surface at z0). Below EF , 2DEG
states (blue) that are localised at the surface and originate from the Ti 3d t2g manifold
are shown. Absorption of h� = 4 :65 eV photons excites electrons above the vacuum
level in the vicinity of Sr 5s bands, which are modi�ed by the surface band bending
as well. This modi�cation could either result in quantised sub-bands, as proposed in
[SS11, Mee11], or a lifted degeneracy of the Sr 5s bands at the � point and thereby lead
to the two distinct �nal states FS1 and FS2. Taking into account a certain uncertainty
of the underlying band structure calculations with respect to absolute energies, the
two bands could also stem from the two separated Sr band manifolds (red), or even be
unrelated to these bulk bands.

The resonant character of this excitation at h� = 4 :65 eV is a clear indication that
these �nal state bands are localised at the surface, similarto the 2DEG, because if
they were not, a dispersion inkz direction (perpendicular to the surface) would lead
to a photon energy dependent shift of the resonance, i.e. of the �nal state energetic
position.

For the other photon energiesh� (shown in Figure 5.4 c)) that are smaller than
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Figure 5.6: Dispersion of �nal state bands in STO: a) Photoemission intensity in false colours
with respect to kinetic energy andkp . Upper and lower portion of the Plot have di�erent colour
scales. b) Exemplary energy distribution curves (EDCs) from a), for a parallel component of
electron wavevectorkp = 0 :016 and 0:058 � 1. Gaussian �ts of states FS1/2 (black curves) and
�t intervals (grey shaded area) are indicated. Peak position of FS1from Gaussian �ts of EDCs
at various kp are shown in c), also for photon energies of 3.81 and 6.2 eV. d) showsFS2 peak
positions. Parabolic �ts (solid lines) yield e�ective massesm� indicated in a) and given in the
main text.

the sample work function (� � 3:8 eV) a non-resonant two-photon process and for
h� = 6 :16 eV a non-resonant one-photon process leads to photoemission at the �nal
state energies, hence the lower peak-to-background ratio.The initial states are in both
cases located in the band gap of STO, i.e are defect or in gap states, as mentioned in
Section 2.3). In the following, the dispersion of the �nal states within the surface plane
of STO is analysed in detail.

Figure 5.6 a) shows photoemission intensity with respect to�nal state energy E �
EF;SH

58 and momentum component parallel to the emitting surfacekp (corresponds
to the �- X direction in the cubic Brillouin zone) encoded in a false colour scale. The
photon energy for photoemission wash� = 4 :66 eV. The high energy cut-o� (at 4.66 eV)
corresponds to the Fermi energy of the 2DEG, while two distinct dispersive �nal states,
FS1 and FS2, are visible at lower energies. As determined in the previous section, the
�nal states lie approximately at 4.1 (FS1) and 4.5 eV (FS2) above the reference Fermi
energy at the �-point.

To analyse the dispersion of the two �nal state bands, energydistribution curves
(EDCs, i.e. photoemission spectra) at variouskp are extracted from a) and the energetic
position of FS1 and FS2 is determined. Two exemplary EDCs (green and orange)
and simple Gaussian peak �ts for FS1 and FS2 (black lines) areshown in b). The

58 The Fermi level of the sample holder EF,SH was used as a reference.
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background is considered to be constant over the �t range to minimise systematic
errors when �tting. Fits are performed only in the vicinity o f the respective peaks, as
indicated by the grey shaded regions. The centre position ofFS1, as determined by
those �ts, are shown in c) (blue markers) with respect to the kp of the corresponding
EDC. A similar analysis of peak positions has been performedfor photon energies of
3.81 and 6.2 eV (pink and orange markers) for comparison. Theanalogue analysis of
FS2 leads to the dispersion shown in d). The error bars in eachcase are the standard
deviation of the Gaussian peak position, calculated by the �tting routine. To quantify
the dispersion in a quasi-free electron model, a simple parabolic relation, corresponding
to

E =
�h2k2

p

2m� (5.51)

is used to �t the data. m� is the e�ective electron mass, which is a measure for the
localisation of the band. For m� = 1 the dispersion corresponds to that of a free
electron. The �t based on 4.66 eV data, i.e. the blue curve in c) and the green
curve in d), yield m� = (1 :97 � 0:09) � me for FS1 and m� = (1 :74 � 0:07) � me

for FS2 (me is the free electron mass). The extracted peak positions from the other
datasets (with h� = 3 :81 and 6.2 eV) exhibit larger error bars and deviations from
the parabolic �t, because the peak-to-background ratio in the corresponding EDCs was
lower. Nevertheless the values ofm� = (1 :48 � 0:13) � me (for h� = 3 :81 eV) and
m� = (1 :2 � 0:8) � me (for h� = 6 :2 eV) agree well with the ones extracted from the
4.66 eV data.

For comparison, the free electron masses of the light 2DEG bands found in [SS11]
are 0:7 � me and in [Mee11] 0:5 � me. The �nal states observed here, are slightly less
delocalised (in plane) than the 2DEG bands.

In conclusion, the �nal states FS1 and FS2 exhibit the following properties:

1
 they do not shift with photon energy

2
 they are resonantly excited from initial states (usingh� = 4 :65 eV photons) that
are localised inz direction (the 2DEG) or

3
 they are non-resonantly (i.e. involving phonons) excited from initial states within
the STO band gap (defect states or vacancy induced IGS), i.e.localised states.

4
 they are delocalised in the surface plane and exhibit e�ective masses in the range
of 1 to 2 times the free electron massme

5
 their energetic position is pinned to the Fermi energy rather than the vacuum
level.

The resonant character and the fact that the �nal states do not shift with photon
energy (1
 and 2
 ) indicate that they are also localised in the z-direction, similar to
the 2DEG in STO, because otherwise for di�erent photon energies, di�erent resonances
between non-dispersive initial and dispersive �nal state would be observed [Dam04].
The e�ective masses are (1-2me), heavier than the 2DEG states but similar to the
lightest bulk e�ective masses of 1me [Mee11]. In conclusion, two distinct �nal
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Figure 5.7: Fluence dependent 1PPE (h� = 4 :65 eV) on STO: a) Exemplary angle integrated
1PPE spectrum with �nal state FS2 (purple) and exponent of power law �t for each energy (red)
from 
uence dependent measurements. b) Fluence dependent shift of Fermi edge. The inset
shows a linear increase of Fermi edge position (red circles) with 
uence, while the low-energy
cut-o� (green triangles) of the spectra does not show a similar trend.

states are found that are delocalised within the surface plane but are non-
dispersive perpendicular to it. They are energetically pinned to the surface
Fermi level. Over the angular range of the the measurements (� 7� ) the dispersion
is energetically small (� 10 meV), therefore from now on angle integrated spectra are
presented for simplicity.

Figure 5.7 shows the impact of the photon density on the photoemission spectra.
An exemplary spectrum (purple) is displayed in a) on a �nal state energy axis, using
the Fermi energy of the sample holderEF,SH as a reference. The low energy cut-o�
of the spectrum corresponds to the position of the vacuum level with respect to the
reference Fermi energy. Therefore, the work function is � = 4:03 � 0:01 eV, and FS1
is partially cut o� by the low energy edge of the spectrum. As expected, FS2 is visible
at an energy of � 4:5 eV above the Fermi energy.

Photoemission intensitiesI for various incident 
uences F have been analysed in an
energy resolved manner by a power law �tI (F; E ) / F x(E ) . The extracted exponent
x(E) is the solid red line in a). It only deviates strongly from th e expected linear power
dependence (single photon photoemission process) at the edges of the spectrum. These
deviations are due to changes of the shape, rather than the intensity, of the spectra
with 
uence.

The most prominent changes of spectral shape are found in thevicinity of the
Fermi edge, as shown in Figure 5.7 b). When increasing the incident 
uence from
1.1 to 45.5 � J/cm 2 the position of the Fermi edge shifts by � 30 meV. The results
of a quantitative analysis of the edge positions, by �nding the energetic position at
half-maximum of the edge, and FS2 peak position, by �tting with a Gaussian, are
displayed in the inset and compared with the low-energy cut-o� position. The position
of the Fermi edgeEF is displayed with respect to the Fermi energy of the sample holder
EF,SH , measured separately. The low energy, or secondary electron cut-o� position E2nd

is displayed with respect to an average valueEvac and the change in FS2 peak position
� E � FS2 is shifted to match the energy scales ofEF and E2nd. Clearly EF and � EFS2

exhibit a linear shift with 
uence, whereas E2nd does not show any systematic trend,
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Figure 5.8: Possible origins of photon den-
sity dependent shifts in STO: Above band gap
excitation (photon energy: h� = 4 :65 eV)
leads to surface photo voltage e�ect and coun-
teracts band bending 1
 , e�ectively shifting
the 2DEG Fermi level (and the entire PE
spectrum) to higher energies. Photoexcitation
from in gap states (IGS) into the 2DEG via
intermediate excited states 2
 leads to a tran-
sient increased �lling of the 2DEG, i.e. a Fermi
level shift, without any e�ect on the over PE
spectrum.

i.e. is constant within the experimental resolution. Linear �ts yield shifts of (305 � 15)
and (435� 9)) eV

J=cm2 for FS2 and EF respectively.
To rationalise the origin of these shifts, several e�ects that are driven by 4.65 eV

photons are discussed in the following and illustrated by Figure 5.8:

1
 a transient surface photo voltage (SPV) shift (Figure 5.8 1
 ): electron-hole pairs
are generated via above band gap (grey region) excitation and are subsequently
separated by the potential gradient in the surface band banding region. This
counteracts the band-banding, leading to 
at bands in the limiting case. The
apparent Fermi energy of the surface 2DEG would thereby be shifted to higher
energies with increasing light 
uenceF .

2
 a transient �lling of the 2DEG from defect or in-gap states (I GS, red), localised at
the surface (Figure 5.8 2
 ). As both 2DEG and IGS are localised at the surface no
charge separation is expected. A transiently increased �lling of the 2DEG would
nevertheless up-shift the apparent Fermi level position with F and possibly the
�nal states, as they are pinned to EF .

3
 vacuum space charge e�ects would lead to an overall broadening of the photoe-
mission spectrum that could be misinterpreted as an energetic shift.

Surface photo voltage e�ects (1
 ), i.e. transient photoinduced relaxation of surface
band-bending, usually result in a rigid shift of the photoemission spectrum [Ret12],
which is clearly not observed here, because the low-energy cut-o� does not shift.

Broadening and shift of a Fermi edge due to vacuum space charge e�ects ( 3
 ) in laser
based solid-state photoemission spectroscopy have been observed and characterised be-
fore [Gra10]. The lack of a clear shift of the low-energy edgeon the same order of
magnitude as that of the Fermi edge suggests a di�erent origin. On the other hand it is
not clear how vacuum space charge a�ects speci�c signatures in photoemission spectra.
In [Hel09] detailed investigations have been performed andindicated that a complex
interplay between di�erent experimental parameters de�nes the character of the space
charge broadening. Interestingly a stronger broadening and shift is predicted for elec-
trons with larger kinetic energies, which would explain theobserved di�erence between
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low- and high-energy cut-o� qualitatively. More detailed a rguments and estimates of
the number of photoemitted electrons are given in Appendix Ffor this speci�c case
and summarised here:

The worst case scenario yields 1300 electrons per� J/cm 2, while a more realistic
estimate yields 13 electrons per� J/cm 2. Assuming that the shift in Figure 5.7 b) is
purely a vacuum space charge e�ect and comparison with [Gra10], yields 2000 emitted
electrons per shot for the highest 
uence of 45� J/cm 2, i.e. 44 electrons per� J/cm 2.
This is clearly less then the unrealistic worst case, but slightly higher than the more op-
timistic estimate. Space charge broadening can therefore not be excluded as a possible
reason of the observed shifts.

A transient photoinduced �lling of the 2DEG from defect or IG S ( 2
 ) would increase
the e�ective Fermi energy position, but not a�ect the work func tion. This is due to the
lack of charge separation, because electron hole pairs are generated and stay within the
surface region (The surface oxygen vacancy induced IGSs arelocated at the surface).

While it is not possible to decide whether vacuum space charge e�ects 3
 or a
transient �lling 2
 lead to the observed phenomena (a mixture of both is also possible),
the lack of a shift of the low energy cut-o� slightly favours t he latter e�ect. Time-
resolved data, presented later will con�rm this assessment.

In the following, time-resolved photoelectron spectroscopy is used to shed light on
this question. Two-photon photoemission experiments yield a higher contrast between
uncorrelated background signal and transiently populatedelectronic states, as energet-
ically only the latter ones are probed. The overall electronyield is usually a lot smaller
than for 1PPE [Fau94]. Vacuum space charge e�ects are therefore not expected to
a�ect those measurements signi�cantly at the employed 
uences.

5.3 Hot electron dynamics in STO
Usually hot electron decay in metals, due to electron-electron scattering with rate � e-e,
can be approximated fairly well by Fermi liquid theory (FLT) [Her96, Kno96, Oga96,
Oga02]. Predicted electron scattering rates scale with thequadratic excess energy with
respect to the Fermi level: � e-e / (E � EFermi )2 [Pin66, Qia05] (compare Equation 2.2).
A quantitative deviation from this scaling law in real systems is expected, as screening
and phase space is modi�ed by the band structure of real solids. For example d-bands
enhance screening and thereby increase lifetimes in Cu [Cam99], while they provide
increased phase space for scattering in the vicinity of the Fermi level in Ta, resulting
in shorter quasiparticle lifetimes [Kno96].

Fermi liquid theory also predicts a deviation of this scaling law for two-dimensional
systems. Due to the competition of lower phase space for scattering (decreased scatter-
ing rate) and less e�cient screening of the Coulomb interaction (increased scattering
rate) a small, logarithmic correction is added.[Giu82, Qia05] (compare Equation 2.4).

In this section, e�ective hot electron lifetimes at the STO/v acuum interface are
analysed and compared to FLT. In Figure 5.9 a), time- and energy-resolved 2PPE
data of the annealed STO surface, recorded at a sample temperature of T < 120 K,
is shown. As illustrated in b), electrons of the 2DEG and in-gap states are excited
by h� pump = 1 :54 eV photons (red arrows) and populate unoccupied states. The
population is probed by photons with energy h� probe = 3 :86 eV (blue arrow) and
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Figure 5.9: 2PPE intensity with respect to time delay and intermediate state energy is encoded
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uence dependence of photoemission intensity is displayed
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probing (h� = 3 :86 eV) (see main text for details). Exemplary lineouts and corresponding �ts
(described in the main text) are shown in c). The resulting e�ective hot electron lifetimes with
respect to excess energy (green) and �ts are displayed in the inset of c).
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decays towards positive delay times. The asymmetric shape in a) indicates that the
population is longer lived, the lower the excess energies with respect to the Fermi level
gets, in qualitative agreement with FLT predictions. For fu rther quantitative analysis,
horizontal lineouts at various energy intervals in equidistant steps between the white
dashed lines have been extracted and characterised by a �t model, based on simple
rate equations. Exemplary lineouts are shown in Figure 5.9 b) with their respective �ts
(black). The �t model consists of the response functionR(t) convolved with a Gaussian
pulse XC. The response function is assumed to be:

R(t) = � (t)(Ae� t=� e-e + C) (5.52)

The single exponential decay with amplitudeA quanti�es an e�ective electron lifetime
� e-e. This e�ective lifetime is an upper limit for the real quasipa rticle lifetimes, which
would require analysis via optical Bloch equations [Kir09]. The Heaviside-� function
prohibits response before timezero and the constant o�setC is necessary to capture
a persistent signal increase directly above the Fermi energy, which will be discussed
separately in Section 5.4.1.

Although the pulse duration and exact timezero (temporal overlap between both
laser pulses) was not determined independently, �ts of various lineouts with all �t
parameters free (including the laser pulse width and timezero) yielded consistent values
for timezero and a clear �t optimum for a laser pulse XC width of FWHM XC = (61 :5�
0:8) fs (i.e. an average pulse duration of 44 fs).

Before focusing on the quasiparticle lifetimes, the behaviour of the amplitude A with
respect to infrared-pump (IR-pump) 
uence is evaluated: The exponentx(E) of the
power-law A(F; E ) / F x(E ) with 
uence F is characteristic for the order of the initial
photoexcitation process into the unoccupied states (E � EF > 0). To �nd the excitation
order, the dataset from a) was recorded for three additionalIR-pump 
uences. Based
on these, overall four, datasets, the inset in a) shows the 
uence dependence of the
�t amplitude A for lineouts at energies indicated by round markers in a) with the
respective colour. Power law �ts (red) yield an exponent between 1.2 and 1.3 for all
energetic positions. The non-integer exponent points to a mixture of single and two
photon processes for the dominant IR-excitation pathway. As indicated by the red
arrows in Figure 5.9 b), single and two photon processes correspond to excitation of
electrons from initial states within the band gap (grey shaded), because one (1.54 eV)
and two (3.08 eV) times the photon energy is both smaller thanthe indirect band gap
of 3.25 eV (the direct gap is even larger with 3.75 eV).This means that the initial
states, which are photoexcited by the IR-pump pulse, originate from within
the band gap of STO, i.e. from in-gap states (IGS) or the 2DEG. Transient
surface photovoltage shifts require above band gap excitation and are therefore never
induced by these IR-pump pulses.

The inset of c) shows the e�ective lifetimes � e-e of hot electrons with respect to
excess energyE � EF,SH for various incident pump 
uences (green to black curves).
E�ective lifetimes do not signi�cantly depend on excitation density, as there is no clear
trend for the di�erent 
uences. For excess energies> 0:5 eV an adequate �t by 2D
FLT (Equation 2.4, red curve) is possible (the start of the �t ted interval is indicated
by the dashed line), yielding electron density ofn2D = 3 :5 � 1018=m2 (as the only �t
parameter). A �t with 3D FLT (Equation 2.2, blue curve) in the same energy interval
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does not agree well with the data. The extractedn2D from the 2D-�t agrees well with
the value of 2� 1018=m2 determined from the Fermi surface area in [SS11].

The scattering rates of hot electrons at excess energies > 0:5 eV are
explained well by electron-electron scattering in the framework of 2D-FLT ,
even though the 2DEG bands are energetically degenerate with the bulk conduction
band.

The deviation from FLT predicted curves (2D and 3D) at lower excess energies
(i.e. E � EF < 0:5 eV) is signi�cant and discussed in the following. Figure 5.10 a)
sums up the observations at the surface region of STO: AboveE � EF = 0 :5 eV 2D
FLT behaviour is observed (blue), while at lower energies deviations towards higher
scattering rates (� e-e � 40 fs) are observed (red).59

To explain the deviations at low excess energies, the band structure of STO is shown
in Figure 5.10 b). The 2DEG (blue) originates from the bulk t2g manifold (green). The
downward band bending towards the surface is indicated by the exemplary replica
(dark blue curves). At high excess energies, only the strongly dispersive, free-electron
like band contributes, resulting in the good agreement with2D-FLT. At lower excess
energies the less dispersive, more localised band contributes in addition. Therefore, the
density of states is suddenly enhanced, which means that thephase space for scattering
is increased within this energetic region.This increased phase space for electron-
electron scattering explains the observed increased scattering rates [Kno96]
at low excess energies. Electron-phonon scattering can, of course, also contribute,
but is not necessary to explain the observed quasiparticle lifetimes in the 2DEG at the
STO surface.

In summary, the investigation of hot electron population dynamics, directly probed
by 2PPE, yields good agreement with 2D-FLT for excess energiesE � EF above 0.5 eV.
The deviation from FLT at lower excess energies can be described by the increased
phase space for electron-electron scattering due to the more localised components of
the Ti 3d-bands that generate the 2DEG. Therefore, the hot carrier dynamics of the
2DEG in STO have been evaluated and rationalised comprehensively with a focus on
equilibrium unoccupied states. In the following section this focus is shifted towards
occupied states and photoinduced changes therein, where a shift of the Fermi energy is
directly observed.

59 Not shown is the persistent increase C, directly above EF . Its origin will be discussed separately
in Section 5.4.1.
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indicated by the dotted line. b) shows data from a) after background subtraction. Averaged
spectra between -50 and -1 ps were employed as background.

5.4 Pump-induced dynamics of the occupied band
structure

When using photon energies larger than the work function (h� probe > �) the occupied
band structure is probed. Strong pump excitation can modify this band structure
signi�cantly (see Section 4) and trigger dynamic e�ects. In STO, a transient shift of
the surface Fermi level is observed, as IR-pumping increases the �lling of the 2DEG by
photoexcitation from in-gap states (IGS).

A photon energy of h� = 4 :65 eV probes the 2DEG in STO resonantly via �nal
states, as presented earlier (Section 5.2). The result of anexperiment, monitoring the
band structure of STO before and after IR (h� = 1 :54 eV) pump excitation in a time
resolved manner is shown in Figure 5.11 a). The incident IR pump and probe 
uences
were 400� J/cm 2 and 7� J/cm 2, respectively. No multiphoton signal from the IR pulses
alone was observed at this excitation density, excluding transient vacuum space charge
e�ects. The photoemission intensity is encoded in a false colour scale with respect
to energy and pump probe delay. The energy axis is referencedto the Fermi level of
the sample holder, which was in electrical contact with the STO surface. At negative
delays, the UV pulse arrives before the IR pump pulse and probes the unperturbed
system. The spectra expose a peak at� � 100 meV, which results from the �nal
state FS2, as discussed in Section 5.2, and a 2DEG band at the Fermi energy, both
indicated by the arrows. The 2DEG band is prominently probed, because s-polarised
UV light was used (see Section 3.2.3). At zero delay, a short-lived feature is visible in
the unoccupied region of the band structure, correspondingto hot electron dynamics,
which were discussed in the previous section.

In the occupied region of the band structure, the photoemission intensity changes
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Figure 5.12: Transient Fermi level shift in STO: The inset shows exemplary extracted e�ective
Fermi level positionsE1 and E2 at �xed intensity I 1=2 before (blue) and after (orange) IR-pump
photoexcitation (Spectra are lineouts from Figure 5.11 a)). The thereby extracted Fermi edge
position (red) is �tted by a simple step-like response with slow exponential decay (green curve,
see main text for details). The Gaussian XC function of pump and probe pulses is indicated by
the grey shaded curve.

at positive delays, i.e. after IR-pumping. It will be shown in the following that the
main reason for these intensity change is a transient shift of the Fermi level. After
background60 subtraction, the pump induced change, depicted in b) remains. At the
energetic region of FS2 and 2DEG, photoemission intensity increases up to 10 % and
then stays constant. To disentangle energetic shifts and `real' intensity changes, the
raw data (Figure 5.11 a)) is analysed further, instead of thebackground subtracted
one.

The inset of Figure 5.12 shows two spectra (linouts from Figure 5.11 a)) in the
energetic region of their Fermi edge, before (blue) and after (orange) IR-excitation.
The Fermi edge of the spectrum after photoexcitation (orange) is clearly shifted to
higher energies. To determine the transient evolution of this shift, spectra at each
pump-probe delay were evaluated: The spectra were �rst normalised to the maximum
intensity (this was only a minor correction) and then the half rise intensity I 1=2 (dashed
line) of the Fermi edges was visually determined. Then, the energy at which I 1=2 is
crossed (E1 and E2, indicated by the arrows) was found by linear interpolation between
the two data points closest toI 1=2. Thereby the energetic position of the e�ective Fermi
level ~EF was determined for each pump probe delay from Figure 5.11 a).The result of
this analysis is shown by the red curve in Figure 5.12.

~EF is constant for negative delays at approximately 40 meV higher energy than
the reference Fermi levelEF,SH , measured at the sample holder. Photoexcitation leads
to a fast increase of ~EF at t � t0 = 0 fs by � E ' 5 meV. This shift relaxes slightly
towards its value before timezero on a timescale of many ps. It has to be noted that
this photoinduced change corresponds to a shift rather thana transient increase in
(electronic) temperature, as the Fermi edge shape is unchanged.

60 Averaged spectra at negative delays were used as background.
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To quantify the temporal evolution of this e�ective Fermi lev el, a least mean squares
�t was performed. The transient responseR(t) was modelled by a step (Heaviside-� )
function multiplied by a single exponential decay:

R(t) = � (t � t0)
�

� Ee� (t � t0 )=�
�

+ E0 (5.53)

Timezero t0, a decay time constant� , a time-independent shift E0 and the amplitude
of the transient shift � E were the �t parameters. R(t) was convolved with the cross-
correlation function XC( t) of pump and probe pulse, which was determined ex-situ via
di�erence frequency generation (DFG) in a thin BBO crystal 61. The full-width at half-
maximum was FWHMXC = 87 fs and held �xed for the �tting. The �t result (green
curve) agrees very well with the data (red). The photoinduced shift of the Fermi level
was � E = 5 :1 � 0:1 meV and the relaxation time constant � = 77 � 13 ps.

The constant shift E0, visible even before pump excitation, is due to the UV-probe
beam alone (as observed before: see Figure 5.7 in Section 5.2). In addition, the following
pump-induced e�ects are observed:

1
 A quasi-instantaneous shift of the Fermi edge by 5 meV to higher energies.

2
 Slow relaxation of this change of the electronic structure on a timescale of 77 ps.

3
 An increase of the photoemission intensity of FS2 that can not be explained by
this shift alone (Figure 5.11 b), analysis not shown).

As mentioned before, transient space charge and surface photovoltage e�ects can be
excluded, because there is no photoemission from the IR-pulses alone and no above-gap
excitation is performed (the pump photon energy is signi�cantly smaller than the band
gap and no shift of the low-energy cut-o� of the photoemission spectra is observed). The

61 Care was taken that the DFG beam path exhibited the same dispersion as the path to the sample.
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only remaining explanation has been suggested in Section 5.2: A transiently increased
�lling of the 2DEG due to photoexcitation. This mechanism is outlined in the following:

Figure 5.13 a) shows a sketch of the surface electronic structure of STO and pho-
toexcitation pathways. Single photon photoemission probing via h� = 4 :63 eV UV
light is indicated by the purple arrow. Initial states for IR -excitation (red arrow) are
exclusively in-gap states (IGS) or the 2DEG, because the IR-photon energy is not suf-
�cient to excite from the valence band. Excitation from the 2 DEG will not change
the occupation within the 2DEG, but photoexcitation from lo calised IGSsinto unoccu-
pied 2DEG states can transiently increase the �lling of the 2DEG. Because hot carriers
aboveEF relax fast, within tens of fs (Section 5.3), the shift of the Fermi level appears
quasi-instantaneously after photoexcitation (explaining 1
 ). Final states are pinned to
the (transient) surface Fermi energy, and therefore, a similar energetic shift is observed
for FS2.

The additional intensity increase of the FS2 signature (3
 ) can by rationalised by a
resonant enhancement. Figure 5.13 b) illustrates such an e�ect via a simpli�ed energy
diagram, involving initial 2DEG states (green) and �nal sta te FS2 (red). Before pump
excitation (left), the photon energy (purple arrow) excites slightly o�-resonant between
2DEG and FS2. After IR excitation (right), the transient shi ft of Fermi level and �nal
states (blue arrows), due to the increased �lling of the 2DEG, enhance the resonance
condition, and thereby the photoemission intensity of signature FS2 increases.

The remaining open question is regarding the stability of the transiently increased
Fermi level. A system in equilibrium does only exhibit one chemical potential, i.e.
the Fermi energy should be equal everywhere. The relaxationof the transiently shifted
Fermi level can therefore either happen laterally within the 2DEG by equilibration with
the unpumped region of the sample, or by recombination of electrons from the 2DEG
and localised holes in the IGSs. Figure 5.13 c) illustrates the lateral equilibration in
the 2DEG. The initial (at t = t0) Fermi level shift follows most likely the intensity
pro�le of the laser pulse, i.e. has a radius of approx. 50� m. At a later time after
photoexcitation ( t > t 0) the additional electrons equilibrate laterally and the e�ectively
raised Fermi level reduces and spreads spatially. To estimate a limiting timescale for
such an equilibration, one can consider ballistic transport of electrons at the Fermi
energy and the time it takes for those electrons to move from the middle of the excited
area to its edge (i.e. by 50� m). The Fermi velocity for a 2D carrier density n(2D) is:

vF =

r
2EF

me
(5.54)

with (for two dimensional systems)

EF =
�h2k2

F

2me
and k(2D)

F =
p

2�n (2D) (5.55)

With the previously determined value n(2D) = 3 :5� 1018/m 2 and using the free electron
mass for me this results in vF = 543465 m/s. Therefore, the electrons need 92 ps to
leave the photoexcited area. This is in very good agreement with the relaxation time
constant � = 77 � 13 ps of the transient Fermi level shift. Di�usive electron tr ansport
would be even slower, but as also the recombination timescale with the photoholes
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in the IGSs is unknown, further speculations are omitted. The shift of 5 meV itself
corresponds to an increased carrier density of 2:1 � 1016/m 2, i.e. is on the order of one
percent of the initial 2DEG carrier density. This is a reasonable number, because the
incident IR-pump 
uence of 400 � J/cm 2 corresponds to 1:6 � 1019 IR-photons per m2

and is therefore larger.The present analysis shows that the photoinduced shift
of the Fermi edge is due to a transiently increased �lling of the 2DEG with
electrons from in-gap states by IR-photoexcitation.

With this knowledge one open question with respect to the previously presented
2PPE experiments can �nally be addressed: What is the reasonfor the `constant'
o�set C that was needed to �t hot electron transients at low excess energy (Section
5.3)? In the following section it will be shown that C is a signature of the transient
Fermi level shift as well.

5.4.1 Fermi level shift in 2PPE data

With the knowledge about the transient, photoinduced shift of the Fermi level from
the previous section, one observation within the investigations of the unoccupied band
structure by 2PPE (Section 5.3) can be explained now: An o�setC was necessary to
model the low-excess energy transients of the hot electron population. In the following,
the 
uence dependence of this parameter is investigated andit is shown that it can be
explained by a photoinduced shift of the Fermi level as well.

The underlying datasets (e.g. Figure 5.9 a)) have been background subtracted, using
averaged spectra before timezero. Therefore, their intensity is the di�erence between
the spectrum with equilibrium and transiently shifted Ferm i edge. Figure 5.14 b) shows
two exemplary Fermi-Dirac distributions with shifted Ferm i edges (red and green) and
the di�erence between the two (black, scaled by a factor of 15). Then, C corresponds
to the intensity change(black) at the excess energy with respect toEF of the respective
lineout in Figure 5.9 a). This can be described mathematically by the di�erence of two
Fermi-Dirac distribution functions, shifted with respect to each other and evaluated at
energyE:

C(E; F ) = A
�

1
e(E � EF � � �F � )=(kB T ) + 1

�
1

e(E � EF )=(kB T ) + 1

�
(5.56)

The photoinduced energetic shift � E = � � F � is a function of the 
uence F to the
power � multiplied by a scaling factor � . Such a nonlinear scaling is expected, because
the hot electron photoemission intensity scales scales nonlinearly with the IR-pump

uence F (inset of Figure 5.9 a)). A is an amplitude and T the temperature of the
Fermi-Dirac distribution.

Figure 5.14 a) shows the o�set C from the �ts (according to Equation 5.52, as
shown in Figure 5.9) with respect to excess energy for four di�erent IR-pump 
uences
(coloured circles). The data point at E � EF,SH = 0 :2 eV has been manually inserted
and set to zero, as no o�set was needed to perform the �ts at thisenergy.

A global �t, based on Equation 5.56, was used to model the fourdatasets simul-
taneously, using global values for most of the parameters: Asingle equilibrium Fermi
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energyEF , scaling factor � , exponent � and e�ective temperature62 T have been used.
Only the 
uence was set constant to the respective measured value for each dataset.
The amplitude A was also kept constant, because for small energetic shifts �E , the dif-
ference between two Fermi-Dirac distributions scales withA and � E in a very similar
way63.

The global �t (Figure 5.14 a), solid lines) describes the data remarkably well. The
exponent � = (1 :15 � 0:14) in the scaling law agrees nicely with the ones determined
earlier (Section 5.3: 1:2 � 1:3 in Figure 5.9 a)). The scaling factor � = (1 :7 � 1:6) eV

J/cm 2

is a hundred times smaller than for the static shift, inducedby UV light (Section 5.2),
but this is easily explained by the rather di�erent experimental conditions: Only the
transient photoinduced change is considered and a much lower photon energy is used
here.

Figure 5.14 b) shows the equilibrium (green) and shifted (red) Fermi-Dirac distribu-
tion that results in the blue curve in a), to illustrate the ma gnitude of the photoinduced
shift: A photoinduced Fermi level shift of only 4.6 meV is able to describe
the persistent o�set C that was necessary to model the transient evolution
of hot electrons in the 2DEG at the STO surface . This value agrees very well
with the 5 meV observed in time-resolved 1PPE measurements (previous Section 5.4),
although the 
uence there was smaller by a factor of two. Altogether a complete picture
of the e�ects of photoexcitation within the 2DEG at the STO/va cuum interface can be
drawn, as concluded in the following section.

62 Neither experimental broadening nor real density of states was considered explicitly, therefore the
temperature does not correspond to the real temperature.

63 To �nd a reasonable value for A, a Fermi-Dirac distribution was �tted to raw data (without
background subtraction, not shown) and the resulting �t amp litude was used.
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Figure 5.15: Illustration of ultrafast elec-
tron dynamics in STO: near-IR photoexcita-
tion (red arrows) from initial in-gap states
(IGS) and the 2DEG generates hot carriers
above the Fermi level. At high excess ener-
gies, those decay as predicted by Fermi liquid
theory for two dimensions. At low excess en-
ergies the quasiparticle decay is faster than
expected. Bulk valence and conduction bands
are indicated (VB, CB). b) shows a transient
increased �lling of the 2DEG due to photoex-
citation from IGSs. z
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5.5 Summary & Conclusion: dynamic 2DEG at
STO(100)/vacuum interface

Photoemission spectroscopy has been used to investigate the unoccupied electronic
band structure of the SrTiO3(100)/vacuum interface and ultrafast dynamics therein,
after near-IR photoexcitation.

Distinct �nal states, pinned at 4.1 and 4.5 eV above the surface Fermi level, have
been discovered. They exhibit a free electron like dispersion within the surface plane,
but are localised perpendicular to it.

The nonequilibrium quasiparticle dynamics of the system after IR photoexcitation
have been investigated extensively and yield the followingpicture: As illustrated in
Figure 5.15 a), electrons are photoexcited (red arrows) from in gap states (IGS, red)
and from the two-dimensional electron gas (2DEG, green), both localised at the sample
surface, into unoccupied states above the Fermi energy. Lifetimes of quasiparticles with
high excess energies (top double arrow) are described well by Fermi liquid theory for
two dimensions (2D-FLT). When the excess energy is lower than 0.5 eV above the
Fermi level, this situation changes drastically: An increased phase space for electron-
electron scattering due to more localised bands within the 2DEG (originating from the
bulk Ti 3 d t2g-bands) in this energetic region leads to an increased scattering rate, i.e.
decreased hot electron lifetimes (bottom double arrow).

In addition, a second transient e�ect is observed and illustrated in Figure 5.15 b):
The Fermi level shifts to higher energies after photoexcitation, due to a transiently
increased �lling of the 2DEG from initial in-gap states via n ear-IR excitation. This
corresponds to an increase of charge density in the 2DEG on the order of one percent.
The relaxation of this shift can be explained by ballistic transport of these excess
electrons out of the photo-excited surface area, but di�usive transport or electron-
hole recombination are also likely to play a role. Varying the excitation density could
potentially be used to tune the carrier density in the 2DEG and thereby transiently
modify the electron-electron scattering rates in this system.

The screening of the Coulomb interaction plays a more restrained role in the sys-
tem: In two-dimensions, screening is less e�cient than in three dimensions. The excess
energy dependence of scattering rates for quasiparticles,predicted by Fermi liquid the-
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ory, deviates from the ones in three dimensions, because of an interplay between this
reduced screening and on the other hand a reduced phase spacefor scattering. At low
excess energies, the latter e�ect is compensated for by additional, localised electronic
bands. The decreased screening for two dimensions remains and results in the observed
increased scattering rates.
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6 Screened excess electrons in amorphous
ice: Transmission, trapping and reac-
tivity

The interaction between matter and excess electrons is important in various �elds of
physics and chemistry. Screening plays a stabilising role for excess charges in polar
solvents like water. Instead of quasi-free carriers, as forexample in metals, dipole
moments of the solvent molecules screen the Coulomb interaction with the excess charge
by structural reorientation.

In this work, amorphous solid water (ASW) is used as a exemplary polar environ-
ment to study various processes in connection with screenedexcess electrons. Those
processes include the transmission of these electrons through the molecular adlayer (de-
�ned by the mean free path), stabilisation and trapping of th e electrons. The extremely
long residence times of these trapped electrons enhance possible electron-induced chem-
ical reactions with the environment, like for example the socalled bimolecular water
reduction reaction [Bar11]:

(H2O)� 2
n �! (H2O)n� 2(OH � )2 + H 2 (6.57)

The build-up of hydroxide (OH � ) at the surface leads to a change of work function
that depends on the photon dose and therefore on the spatial pro�le of the laser beam.
In Section 6.4.1 such a spatially dependent work function isdirectly observed and Ap-
pendix G describes the implications for low photon energy photoemission spectroscopy
on such inhomogeneous systems, in general.

6.1 Preparation of D 2O Layers on Cu(111)
Well established recipes for cleaning the Cu single crystal(111) surface by repeated
Ar-ion sputtering and annealing cycles and adsorbing amorphous D2O �lms [St •a07b,
Mey11] have been used in this work. The Cu(111) single crystal was placed in front of
a sputter gun under a shallow angle. At an argon partial pressure of 2:2 � 10� 6 mbar
Ar-ions (generated by a �lament inside the sputter-gun) are accelerated towards the
sample by a voltage of 0.7 kV for ten minutes. The ion current was on the order
of 8 � A. The sample was annealed after each sputtering at a temperature of 800 K
for 30 minutes in order to generate a smooth crystalline surface. The procedure was
repeated until the signatures of the Cu(111) surface- and image-potential-states were
the dominant features in the photo-electron spectra.

D2O (supplier: Sigma Aldrich) was puri�ed via freeze-pump-thaw cycles and dosed
via a pinhole doser as described in [Dei11]. The sample was positioned in front of the
pinhole doser and cooled down to 100 K for compact and below 50K for porous ASW
via a liquid Nitrogen/Helium cryostat. By variation of dosi ng pressure and dosing time
the absolute dose and therefore D2O coverage was adjusted in a controlled manner.
The D2O molecules form closed amorphous layers at such temperatures (below 110 K)
in UHV [St •a07b]. The D2O coverage has been determined independently by TPD spec-
troscopy, using a quadrupole mass spectrometer. ExemplaryTPD spectra are shown
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Figure 6.1: Characterisation of amorphous D2O-layers via TPD and work function: in a) TPD
spectra for various D2O-coverages are displayed. The inset con�rms the linear relation between
dose (dosing pressure times dosing time) and integrated TPD intensity. In b) a reference �t
(blue) performed in [Dei11] is used to translate dose into coverage inBL, via the measured
change in work function (red) of the system.

in Figure 6.1 a) for various coverages. Zero-order desorption sets in at a temperatures
between 140 and 150 K, independent of D2O coverage. As the intermolecular binding
strength is on the same order as to the metal surface no multilayer desorption can-
not be distinguished from the �rst layer desorption. The dependence of the integrated
QMS signal on dose (i.e. dosing time times D2O-pressure) is shown in the inset (green
circles). The expected linear behaviour is indicated by thesolid line.

Without distinct mono- and multilayer features a direct det ermination of cover-
age from the TDP spectra is not possible. Instead the change of work function �,
measured via the spectral bandwidth in photoemission spectroscopy, is used to de-
termine the coverage: One bilayer (BL) is initially de�ned by the ordered

p
3 �

p
3

structure of D2O/Ru(0001) [Hel95]. A calibration of work function change with cov-
erage of D2O/Cu(111) in comparison of coverage in bilayers for D2O/Ru(0001) has
been performed in [Bov03, Gah04]. This speci�c work function dependence was used
to determine the D2O coverage on the Cu(111) surface, as shown in Figure 6.1 b). The
reference curve (blue) is a �t with a decaying exponential performed in [Dei11]64. Red
markers indicate measured values of � with respect to the deposited dose.

6.2 Mean free path of low energy excess elec-
trons in ASW

The interaction of secondary electrons (e.g. generated by ionising radiation) with water
is an important �eld of research in radiation chemistry and highly relevant for biological
systems. In this Section the mean free path, de�ned by such interactions, of low-

64 It is assumed that the work function decreases linearly with the reduction of free substrate surface.
A simple rate equation for the available binding sites on the metal surface leads to the exponentially
decaying behaviour. Saturation is reached when a closed adsorbate layer is formed, i.e. between 2 and
3 BL [Gah02]
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Figure 6.2: Coverage dependence of solvated electron signature: In line of the analysis de-
scribed in context of Figure 2.9, the �t amplitude of the solvated electron signature with respect
to pump-probe delay is shown for di�erent D2O-layer thicknesses in a). The mean free path
� max = 2 :42 � 0:25 BL is extracted from the thickness dependence of the �t amplitude from
a) in the inset. In b) the binding site and changing situation for the respective layer thickness
is illustrated.

energy excess electrons in ASW will be estimated. The inverse mean free path in
semiconductors and insulators is proportional to the loss function Im(1=�), which is
usually small for energies below the band gap [H•uf10]. In ice, the band gap is on
the order of 8 eV, therefore, a large large mean free path is predicted for low-energy
electrons.

Solvated electrons in ASW layers, as presented in Section 2.4, reside at a constant
distance to the metal substrate [Mey08]. Figure 6.2 b) illustrates this situation: Elec-
trons, excited from the substrate, are solvated 2 to 3 BL fromthe substrate surface.
Photoexcitation of these electrons by visible light (e.g. aphoton energy ofh� = 1 :9 eV)
turns them into low energy, 1.3 eV with respect to the conduction band minimum
(CBM) 65, electrons that are photoemitted from this de�ned spatial and energetic loca-
tion. On the way from this location to the ice/vacuum interfa ce, their interaction with
their surrounding de�nes their mean free path. An e�ective mean free path66 � can be
de�ned within

I (z) = I 0e� z=� (6.58)

The transmitted `electron-intensity' I (z) through a material, in this case ASW, of
thicknessz decreases exponentially, with the characteristic length� , i.e. the mean free
path. Observing the intensity for di�erent thicknesses z, therefore, allows to determine
� . Figure 6.2 c) illustrates the idea of the experiment: Solvated electrons (red) are used
as a localised electron source for low energy electrons. Increasing the overall thickness

65 Solvated electrons are energetically 0.6 eV below the CBM [St •a14]. Photoexcitation by 1.9 eV
photons, thus, lifts them 1.3 eV above the CBM.

66 Including elastic and inelastic contributions, see e.g. [Pow09] for detailed de�nition of the termi-
nology.
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of the ASW layer, then, corresponds to an increase of material, which the electrons
have to be transmitted through, before photoemission and detection.

Figure 6.2 a) shows the transient evolution of photoemission intensity from solvated
electrons, after photoexcitation, for a ASW coverage of 3.9BL67 (blue circles), as
evaluated from pump-probe data earlier (Section 2.4). For increasing coverage (green
and red circles) the intensity decreases as expected, but the dynamical evolution (rise
and decay) do not change signi�cantly. The peak amplitude AS is hence used for
quanti�cation of the transmitted electron intensity I (z) (Equation 6.58). At coverages
above 11.7 BL, no solvated electron signal was detected any more.

The inset of Figure 6.2 a) shows the change of amplitudeAS with respect to the
overall ASW coverage. A single exponential �t (Equation 6.58) yields a value of� max =
2:6 � 0:2 BL. It has to be noted that for an exact analysis, the laser 
uences would
need to be considered. These have not been recorded, but it isknown that they were
not decreased for increasing coverages. Hence it is possible that the photoemission
signal decreases even faster with increasing coverage thanshown here, but certainly
not slower. The determined mean free path is therefore an upper limit, hence the term
� max .

The mean free path of low-energy (1.3 eV with respect to the CBM)
electrons in compact ASW is remarkably short, i.e. 2.6 BL (approx. 10 �A).
As mentioned earlier, the mean free path (as a result of electron-electron scattering)
of electrons with energies below the band gap of the material, they are transmitted
through, is predicted to be long. The observed short mean free path of 10 �A must
therefore stem from scattering with defects and phonons. Defect scattering is not
unlikely in an amorphous system and by exciting OD stretch vibrations, 300 meV are
transferred to the lattice [Ang84], explaining the small e�ective mean free path.

As mentioned before, photoelectrons, originating from this species of solvated elec-
trons, are not observed for coverages above 11.7 BL (due to their short mean free
path). Instead, a new species oftrapped electrons is detected in thicker layers (i.e. for
� > 11:7 BL). These will be subject of the following sections. They exhibit a remark-
ably long lifetime on the order of tens of seconds (14 orders of magnitude larger than
for the previously discussed solvated electron species), similar to the species found at
the vacuum interface of D2O crystallites [Bov09] that were introduced in Section 2.4.

6.3 Trapped electrons in thick ASW �lms
In ASW 68 layers, thicker than 11.7 BL, a new species of electrons is detected. Figure
6.3 shows characteristic signatures of this species: a) Shows a photoemission spectrum,
generated by UV-light (h� UV = 4 :62 eV) with respect to an intermediate state energy
axis. A very broad feature eT is assigned to this new species. It spans an energy

67 The sample temperature while adsorbing D2O was 100 K in these experiments, therefore compact
ASW layers were formed and the conversion from 1 BL to more common units of distance is estimated
from lattice constants of crystalline ice, which are simila r: 1 BL � 3:9 �A

68 Porous amorphous water to be exact, as the D2O �lms were deposited at substrate temperatures
of 40 K [St•a07b]. The trapped electrons have also been observed after heating the sample above 90 K,
i.e. for compact ASW (data not shown).
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Figure 6.3: Electrons probed by UV and visible light: a) shows a photoemission spectrum
generated by UV light irradiation ( h� UV = 4 :62 eV). A new species of electrons are marked
eT . b) Shows a modi�ed spectrum (green) when visible light (h� vis = 2 :49 eV) is added. The
signal eT decreases (blue arrow) and at lower energies an increased intensity is detected (red
arrow). c) Shows a schematic energy diagram of trapped electrons eT and probing pathways
for UV (purple) and visible (green) light to explain these e�ects: UV lig ht populates eT and at
the same time photoemits electrons from it, which are detected atE �n ( 1
 ). Visible light ( 2
 )
cannot populate eT due to its lower photon energy, but can still photoemit electrons that are
detected at a lower �nal state energy Equench . This also reduces the intensity atE �n .

window roughly between 1 eV and 3 eV above the substrate Fermienergy69. The
peak-like structure at low energies stems from an onset of single-photon photoemission
(1PPE) from parts of the sample with a low work function and is discussed in detail
in Section 6.4 and Appendix G. When adding visible light the photoemission spectrum
changes drastically. This is shown in b) (green curve) with the UV-only spectrum as a
reference (grey curve), with respect to an intermediate state energy axis for visible light
(h� vis = 2 :49 eV) probing. The eT signature has decreased signi�cantly (blue arrow)
and at lower energies an intensity increase is observed (redarrow).

To explain these changes, a simpli�ed energy level scheme isdepicted in Figure
6.3 c). In the UV-only ( 1
 ) experiment, UV photons (purple arrows) populate a state
eT by photoexcitation in the metal substrate and subsequent transfer of photoexcited
electrons into the ASW �lm. At the same time these photons photoemit electrons from
eT to the �nal state energy E �n .

When adding visible photons (green arrows) a new photoemission pathway is opened,
but the population channel stays unchanged, because the visible photons do not possess
enough energy to populate eT from occupied substrate states. This results in a rise of
photoemission intensity at lower energiesEquench and at the same time reduces the
photoemission intensity generated by the UV photons atE �n .

This mechanism is con�rmed by the energetics of the observedchanges in b): The
increase by visible light photoemission energetically starts below 3 eV (right axis) and
is cut by the work function of the system at lower energies. This coincides with the
eT signature probed by UV light, which also starts roughly at 3 eV (left axis) and
extends further down to 1 eV (Binding energies that are too large for visible light
photoemission).

69 From now on 'Fermi energy' always refers to the Fermi energy o f the metal substrate.
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arrows) are shown in c). d) Shows the adsorbed amount of xenon.

This e�ect, i.e. the `quenching contrast', does not depend onthe temporal order of
visible and UV pulses (not shown). The population of eT must therefore stay constant
for at least the inverse repetition rate of the laser, i.e. 3.33 � s. Otherwise the contrast
would be di�erent when visible light pulses interact directl y after UV-excitation or
directly before (i.e. 3.33� s after UV excitation). The electrons remain in a quasi-
stationary, excited state e T (1 eV to 3 eV above the Fermi energy) at least
for the inverse repetition rate of the laser (3.33 � s). It will be shown later
that they in fact survive for tens of seconds in their trapping sites, and therefore, will
be called trapped electrons. They are similar to the species of trapped electrons at the
vacuum interface of D2O crystallites [Bov09]. Before investigating the timescales on
which these electrons stay in an excited state in detail, thelocation of the trapping
sites within the ASW �lm is determined in the next section.

6.3.1 Trapped electrons at ASW/vacuum interface

To determine whether the trapped electrons reside in the vicinity of the ASW/vacuum
interface or within the bulk of the adsorbate, xenon overlayer experiments have been
performed. The basic idea is the following (as shown in [St•a07a, Mey08]): An electronic
state or trapping site close to the ice/vacuum interface will be strongly in
uenced by
a coadsorbed overlayer of xenon, while bulk-ice states willnot be a�ected strongly.
Xenon as a rare gas will not interact chemically and therefore can be viewed as inert.
It nevertheless acts as a polarisable overlayer that will change the dielectric environment
at the vicinity of the ice/vacuum interface and thereby modi fy lifetimes and `squeeze'
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6.3 Trapped electrons in thick ASW �lms

the wave function of excess electrons [St•a07a].
Figure 6.4 a) shows photoemission intensity encoded in a false colour scale with re-

spect to intermediate state energy (for UV probed states) and real time, while switching
the visible beam on and o�. When the visible light is on, a clear intensity decrease
is observed in the region of eT (red box), whereas at lower energies the intensity is
increased due to photoemission from eT by the visible light (marked e�

T ). This was
already shown in the previous section.

The di�erence between on and o� yields the quenching contrast, shown in b). Blue
corresponds to the decrease and red to the increase due to visible photons, which is
displayed with respect to real time (bottom axis), while dosing Xe. The quenching
contrast clearly decreases quickly with time. To emphasizethis further, an integration
was performed over the indicated energetic regions of increase and decrease (red and
blue arrow) in b). c) Shows this integrated decrease (blue) and increase (red). In d)
the xenon dose is displayed with respect to real time. It was calculated by integrating
the partial Xe pressure in the vacuum chamber, which was measured by an ion gauge,
with respect to time.70

The quenching contrast in c) stays constant when no Xe is adsorbed (t < 180 s),
but decreases rapidly as soon as Xenon is dosed onto the system. Long before a dose of
1 L, indicated by the dashed line in c) and d), is reached, the contrast has completely
vanished. Assuming a sticking coe�cient of 1, which is a reasonable estimate at a sample
temperature of 36 K, this means that at a coverage of 1 ML the trapped electron state
has been substantially modi�ed. The massive in
uence of the Xe-overlayer on
the trapped electron state e T shows that it resides at the ASW/vacuum
interface.

Defects at the ice-vacuum interface could e.g. act as pre-existing traps for electrons,
leading to extraordinary long residence times, similar to the ones observed on crystalline
ice [Bov09]. Such a species of long lived excess electrons atthe vacuum interface has
the great potential of enhancing (electron induced) chemical reactions there. Before
observing the reactivity of this species directly, the residence times at the surface are
investigated in more detail in the following section.

6.3.2 Relaxation dynamics of trapped electrons in ASW

When an excitation does not relax within the inverse repetition rate (i.e. temporal
separation between two subsequent laser pulses on the orderof � s) of the laser system,
pump-probe experiments start to probe quasi-stationary contributions and the system
is prevented from reaching its initial equilibrium state at all times. The evolution of
the occupation n(t) of trapped electron sites (maximum available sites shall be N ) with

70 The pressure reading from a Bayard-Alpert ion gauge is calculated from the ration of ion current
I I and electron emission current I e, including a sensitivity factor Sg depending on the constituents of
the measured gas pressure:

P =
I I

Sg I e
(6.59)

Usually Sg is at a value of 19 corresponding to N2 , for detection of air-like rest gas. For Xenon the
correction is Sg = 55, due to a the lower ionisation cross-section. Therefore, the measured pressure has
to be corrected by a factor of � 2:9.
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Figure 6.5: Trapped electron population during pump-wait-probe experiment:

time can then be described by the following rate equation [Gah04]:

_n(t) = a � I (N � n(t)) �
1
�

n(t) � b � I � n(t) (6.60)

The �rst term covers the population of the sites by the laser with intensity I (single
photon processes are assumed for population and depopulation) and cross sectiona. It
is proportional to the number of sites that are not populated yet (N � n(t)).

The remaining terms describe the decrease of populationn(t) due to relaxation of
the excited state on timescale� and de-population by photoexcitation (i.e. photoemis-
sion) with cross sectionb. Both are proportional to the number of occupied sites. The
solution of the di�erential equation (Equation 6.60), with b oundary condition n(0) = 0,
is:

n(t) =
a � I � N

1=� + I (a + b)

�
1 � e� (1=� + I (a+ b)) t

�
(6.61)

Figure 6.5 a) illustrates how the population n(t) reaches the quasi-equilibrium pop-
ulation n1 on a timescale ~� = (1 =� + I (a + b)) � 1 under pulsed UV illumination. In
the experiments, presented within this thesis, ~� is short compared to the experimental
resolution of 1/4 s and the important quantity

n1 = lim
t;� !1

n(t) =
a � N
a + b

(6.62)

depends only on population (a) and depopulation (b) cross sections and the total num-
ber of trapping sites N for long relaxation times � .

Figure 6.5 b) displays the evolution ofn(t) when the light is switched o� (i.e. I = 0)
after reachingn1 . The system relaxes andn(t) decays exponentially with time constant
� .

Probing with lower energy, visible light pulses does not populate but only depopulate
trapped electron states via photoemission, as indicated inthe previous section. Figure
6.5 c) illustrates this situation: The population has reached a valuen(t � ) after relaxation
in the dark and is depleted quickly by photoemission with visible pulses on a timescale
of

� � = lim
� !1

(1=� + I � b)� 1 = 1=(I � b): (6.63)
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6.3 Trapped electrons in thick ASW �lms

The integrated photoemission intensity during visible light probing is proportional to
the integrated population (red shaded area) and therefore to n(t � ), the population at
the end of the `wait' interval:

I PES,VIS (t � � ~t = � t) = I VIS � n1 � b� e� � t=� (6.64)

A pump-wait-probe experiment (corresponding to a), b) and c) in Figure 6.5) can
be used to �nd the intrinsic relaxation time � by measuring I PES,VIS (t � ) for di�erent
wait-times t � � ~t.

Figure 6.5 d) shows an exemplary pump-wait-probe dataset (with ~t = 0). Photoe-
mission intensity is encoded in a false colour scale and shown with respect to intermedi-
ate state energy. The left axis corresponds to the energy forUV-probed (h� = 4 :62 eV)
states and the right one to the one for visible light (h� = 2 :49 eV) probing relative
to the Fermi energy. The quasistationary population is reached at negative delays.
To make sure n1 is reached, the sample is illuminated for 40 s with UV light only
(pump) such that the signal is constant with time. The photoemission intensity during
this time interval corresponds to the spectrum previously shown in Figure 6.3 a). The
red arrows indicate the energetic region that corresponds to trapped electrons eT,UV

between 1 and 3 eV (left axis).
After t = 0 the sample is left in the dark for a certain wait time (� t = 7 s in

this example), during which the system relaxes (wait). Obviously no photoemission
intensity is recorded during that time.

In this case att = 7 s, the visible (probe) beam is switched on71 and photoemits from
the trapped electron states generating the photoemission intensity eT,VIS . Energetically
the signature is lower in energy, because the photon energy is lower, than for UV light.
The signal appears in an energetic window between 2 and 3 eV (right axis), which
agrees well with the one for the UV-signal (1 to 3 eV), if one considers the fact that the
work function determines the low energy cut o� here72. The photoemission intensity
vanishes with time, because trapped electrons are not re-populated by visible light.
The red curve in d) corresponds to the integrated photoemission intensity probed by
visible light I PES,VIS .

According to Equation 6.64, this integrated as a function of wait time � t can be
used to �nd the intrinsic relaxation time � of the system: The inset of Figure 6.6 a)
shows further analysis ofI PES,VIS : An asymmetric Gaussian �t with amplitude A (red)
and, alternatively, the integrated intensity I (blue) were extracted from the data.

The experiment was repeated for various time delays �t between 1 and 180 s. The
data analysis shown in the inset yields the red (�t amplitude A) and blue (integrated
intensity I ) markers in Figure 6.6 a). Both ways of extracting the photoemission
signal intensity coincide very well (red and blue). A singleexponential �t according to
Equation 6.64 results in a time constant of� = 24 � 3 s (� = 20 � 3 s) based on the �t
amplitudes A (integrated peak area) from the inset. The trapped electrons relax
on a timescale on the order of 20 s, at least 14 orders of magnitude slower
than solvated electrons at the ice-metal interface.

71 Computer controlled mechanical shutters were used to switch beams on and o�.
72 The signal appears within a region of an inhomogeneous work function distribution, as discussed

in Section 6.4
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the loss of photoemission signal from eT , due to energetic relaxation (see main text for details).

Figure 6.6 b) illustrates the fact that this intrinsic relaxation time � does not nec-
essarily correspond to thelifetime of trapped electrons. In this simpli�ed picture � 1

corresponds to the time it takes the trapped electron to relax back to the metal sub-
strate, which would correspond to its lifetime in a sense that the system would relax
back to its initial state via this route. In contrast, � 2 would correspond to further
energetic stabilisation of the trapped electron. c) shows that this energetic relaxation
at the surface region can also lead to a disappearing photoemission signal: The probe
photon energy is not su�cient for photoemission (the �nal st ate is below the vacuum
energy Evac) if the trapped electron state stabilises too far towards the Fermi energy
(i.e. gains too much binding energy). Also, further relaxation channels (e.g. laterally
within the ice layer) are not considered, but might play a role. The low signal-to-noise
ratio of the data does not allow to distinguish between thesepathways, therefore, the
e�ective relaxation time � is not speci�ed further.

Film thickness dependence
Because the trapped electrons reside at the ASW/vacuum interface, changing the ad-
sorbed ASW coverage is equivalent to changing the distance of the trapped electron
sites to their energetically most favourable relaxation channel, the metal substrate.
To gain further insights into the main relaxation mechanism, pump-wait-probe mea-
surements have been performed for ASW �lms between 15 and 30 BL thickness. The
extracted trapped electron relaxation times � with respect to D2O coverage are shown
in Figure 6.7 a). � has been extracted for each individual measurement (light blue
circle), as discussed in the previous paragraph and shown inFigure 6.6 a). Average
values are shown with error bars resulting from the spread ofthe data points (dark
blue squares).Within the error bars the relaxation time of trapped electrons
is independent of their distance to the metal substrate.

Figure 6.7 b) illustrates possible relaxation channels: Tunneling to the substrate as
a rate limiting process is clearly excluded, because an exponential dependence on the
barrier thickness (i.e. coverage) would be expected. Also wave function overlap with
substrate states is improbable at these distances and a strong coverage dependence
would be expected as well.
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Hopping via bulk defect states or energetic stabilisation within the ice/vacuum in-
terface are two relaxation mechanisms that would show signi�cantly less or no coverage
dependence, as compared to e.g. tunneling. A mixture between both, on a similar
timescale, might very well result in the observed e�ective relaxation times on the order
of 20 s. This would also explain the large spread of the data ina): Exact preparation
conditions (Temperature, dosing pressure, purity of D2O, etc.) might in
uence the
defect density and properties, which a�ect the relaxation times more strongly than the
thickness of the ice layer.

Trapped excess electrons that1
 reside � 2 eV above the substrate Fermi energy,
2
 are located at the ASW/vacuum interface and that 3
 exhibit extraordinary long
relaxation times on the order of 20 s, are extremely relevantfor electron induced chem-
ical reactions [Ber09, St•a12]. They have the potential to be highly reactive, becauseof
their exposed location at the vacuum interface and the enhanced reaction probability
due to their long residence times there.

In the next chapter their reactivity will be investigated fu rther. A signi�cant change
of work function due to UV illumination of the system, not onl y results in peculiar
photoemission spectra, but is explained by excess electroninduced generation of OH�

within the dielectron hydrogen evolution reaction.

6.4 Trapped electron induced chemistry at the
ASW/vacuum interface

The possibility to e�ciently localize and trap charges at th e ASW-vacuum interface
paves the way for investigations of interactions of these excess charges with their envi-
ronment. Trapped electrons at ice-crystallites have been used before to trigger chemical
reactions e.g. CFCl3-dissociation [Ber09, St•a12]. Due to their extremely long residence
times and location at the vacuum interface, the reaction cross section is enhanced.

In this chapter, it is shown that this is also the case for trapped electrons at the
ASW/vacuum interface. Electron-induced chemistry is observed that modi�es the sur-
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Figure 6.8: Photoinduced modi�cation of the work function of D 2O/Cu(111): a) The relative
beam sizes of 4.6 and 6.2 eV beams used to modify and probe the work function of the sample,
are indicated by the blue and violet circles. The low energy region of photoemission spectra are
displayed in the 2D plot with respect to �nal state energy and probing position on the sample.
The red curve shows the spatial progression of the extracted work function for this dataset.
In b) lineouts from a) at the positions indicated by the black lines and numbers, are shown.
The result of spatially averaging over various widths, indicated by the Gaussian curves at the
bottom of a) is displayed in c). Adopted from [Weg13].

face chemical composition of the ice layer itself. This leads to signi�cant changes of the
vacuum potential: A photon dose dependent, persistent, work function change of up to
1 eV is the result of a modi�cation of the surface electronic structure by the trapped
electron species. Thedielectron hydrogen evolution reaction[Bar11] is proposed, as the
underlying mechanism for OH� generation that modi�es the vacuum potential.

In addition, it is found that the change of work function a�ect s the photoelectron
spectra in a very distinct way for photon energies close to the sample work function.
This e�ect is universal and is proposed to be observed in various photo(re)active sys-
tems. Their peculiar e�ect on photoemission spectra is described very well by a simple
phenomenological model in Appendix G.

6.4.1 Spatially varying photoinduced work function change

The low-energy cut-o� of spectra in photoemission spectroscopy is determined by the
work function � of the investigated system, as the kinetic energy Ekin of photoemitted
electrons

Ekin = n � h� + ( E � EF ) � � ; (6.65)

with the order of the emission processn and photon energy h� , has to be positive.
Even electrons with the lowest binding energies (E = EF ) are only emitted if the
photon energy h� (or for higher order photoemission its multiples) is larger than the
work function �. The low-energy cut-o� can therefore be used to directly determine
the work function of the investigated sample. A spatially dependent change of work
function is observed as follows: A high power (1.3 mW averagepower), large diameter
((FWHM = 110 � m)) beam with h� = 4 :6 eV is employed to populate trapped electron
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sites for a duration on the order of 3 minutes, as presented inSection 6.3. The impact
of those trapped electrons is then afterwards measured by spatially scanning over the
previously illuminated area with a very weak (600 nW averagepower) and smaller
(FWHM = 25 � m) beam with h� = 6 :2 eV photon energy. The relative beam sizes are
indicated in Figure 6.8 a). In the false colour plot, photoemission intensity is shown
with respect to �nal state energy E � EF (i.e. the energetic position of the low energy
cut-o� corresponds to the work function with respect to the Fermi energy) and the
sample position with respect to �xed laser beam and photo-electron analyser. The
large diameter 4.6 eV beam was centred at zero position. The red dashed line indicates
the local work function of the sample and is determined by analysing the low energy
cut-o� position for various line-outs 73. The shape of this distribution qualitatively
follows the 4.6 eV beam pro�le. The spatial resolution is on the order of the 6.2 eV
probe spot size (25� m).

Selected line-outs, as indicated by the black lines and numbers in a), are displayed
in b). An exemplary half rise position is sketched (red lines). The lineouts show
remarkably di�erent low-energy cut-o� positions and edge widths. 6
 corresponds to a
lineout that has not previously been illuminated by the 4.6 eV beam. A work function
of � = 4 :61 eV has been determined here. In the centre position of the 4.6 eV beam
(at 1
 ), the e�ective work function is � = 5 :16 eV, thus the 4.6 eV illumination has
increased the work function by more than 0.5 eV. The e�ect on averaged photoemission
spectra is illustrated by integrating over distinct spatia l extents (indicated by the red,
orange and yellow Gaussian curves in a)) in c): Cut-o� positions di�er by 230 meV
between 100 and 300� m spot sizes and the edge width (20 % to 80 %) is not only
comparably large, but also di�ers between 220 and 300 meV.
The importance of this observation is manifold:

� Such a spatially inhomogeneous work function distributiona�ects experimental
procedures: referencing to the low energy cut-o� becomes non-trivial as its po-
sition is only locally de�ned. Often, the low energy cut-o� i s used to determine
the experimental energy resolution of photoemission experiments. The appar-
ent resolution can therefore be underestimated due to a varying work function
distribution, if the measurement averages spatially.

� A photoinduced change of work function is a strong indicator for signi�cant
changes in the surface electronic structure, which can be caused by photodes-
orption or other types of photochemistry. This means that the measurement
process is highly invasive and modi�es the system.

� Electron induced photochemistry at the vacuum interface can be exploited to
enhance certain chemical reactions via the generation of trapped electrons.

A phenomenological model that describes the e�ect of such a spatially varying work
function distribution on low-energy photoemission spectroscopy is presented in Ap-
pendix G.

In the following Section, the underlying mechanism for thiswork function change
is addressed: The dielectron hydrogen evolution reaction is proposed to generate OH�

73 the half rise position was used as an e�ective edge position
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that resides at the vacuum interface and thereby persistently changes the surface dipole,
i.e. the work function.

6.4.2 Mechanism of work function modi�cation in D 2O/Cu(111)

To gain additional insights into the underlying mechanism of the persistent photo-
induced work function increase, observed in 15-30 BL amorphous D2O/Cu(111) at
low temperatures (40 K), the transient evolution (in real ti me) of the work function
change upon illumination is examined in detail. In experiments using only UV-light
with a photon energy h� = 4 :6 eV, the work function is at the same time modi�ed and
probed, as discussed in Appendix G. A microscopic model, explaining work function
change and decrease of trapped electron signal at the same time, is used to shed light
on the underlying mechanism in the following.
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Figure 6.9: Transient changes of photoemission spectra under UV-illumination:a) Photoe-
mission intensity (h� = 4 :6 eV) with respect to �nal state energy and illumination time encode
in a false colour scale.~� is the e�ective work function extracted from the low-energy cut -o�.
b) Shows integrated intensity in the energetic region indicated by the red box in a). The work
function change with respect to photon dose for indicated pulse energies is shown in c).

The spectral changes that happen upon illumination of a previously non-illuminated
spot on the sample are summarized in Figure 6.9: Photo-electron spectra with respect
to a �nal state energy E � EF and real time are shown in a 2D false colour plot in a).
The black line is the edge position (at half maximum amplitude) for the low energy
cut-o� 74 of the 2PPE-part of the spectra and is a marker for the average/e�ective

74 The feature at 4.6 eV is due to 1PPE from spatial areas with a wo rk function lower than the photon
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work function ~�. 75 One can clearly observe that under illumination the e�ective work
function increases with time.

Furthermore, the trapped electron state eT , previously identi�ed in the energetic
region A, looses intensity. b) Shows the integrated intensity of this region with respect
to real time: It decreases on a similar timescale as the work function increases.

Both, work function increase and intensity decrease, are persistent and do not relax
back to their initial value, when the sample is left in the dark for hours. The trapped
electrons with lifetimes of tens of seconds can therefore not only cause the observed
changes by themselves, but must induce some permanent modi�cation in the adsorbate.

To gain additional information about the driving force for t he work function change,
intensity-dependent measurements have been carried out, each on previously not illu-
minated spots on the sample, i.e. under the same initial conditions. When plotted with
respect to the deposited photon dosed = I � t (I = light intensity, t = illumination
time), the transient work function curves lie on top of each other, as shown in Figure
6.9 c). This means that the work function increase depends only on the photon dose,
i.e. is a linear with light intensity. In summary the observations are:

1
 The amount of trapped electrons reduces.

2
 The work function increases on the same timescale.

3
 The photon dose determines the total work function change.

In Section 6.3.2 it was shown that the population of trapped electrons within a
quasi-stationary limit n1 is (Equation 6.62):

n1 = lim
t;� !1

n(t) =
a � N
a + b

:= N � � with � =
a

a + b
(6.66)

1
 demands that n1 becomes dependent on illumination time:n1 ! n1 (t). Under
the assumption that the population and depopulation cross sections (a and b) stay
constant, this means that N must change with illumination time: N ! N (t)

As the quasistationary population (Equation 6.66) is reached quickly, faster than the
experimental resolution of 1/4 s, and the photoinduced change happens on a timescale
of many seconds it can be assumed that (in contrast to a modi�cation of the underlying
rate equation 6.60)

n1 (t) = N (t) � �; (6.67)

i.e. the amount of occupied trapped electron sitesn1 (t) follows the change of the total
amount of available sitesN (t). The expression is still independent of light intensity,
contradicting 3
 : An increased 
uence does speed up the observed changes. Hence,
N (t) must become a function of light intensity I 76.

energy and is discussed in detail in Appendix G
75 The exact spatial work function distribution is neglected a t this point, as it would complicate the

analysis further. For details see sections 6.4.1 and G.
76 The fact that the work function change depends on photon dose d = I � t implies directly that it is

a function of t � I
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The work function of a system consists of at least two contributions: The crystal
potential � and the surface dipole barrierD = � ep=�0 = � e� 0� dip =�0 [Leu03, Mon12]

� = � � �
e� 0� dip

� 0
: (6.68)

The photo-induced change of work function is then most likely due to a modi�cation of
the latter surface dipole term, commonly observed when adsorbing atoms or molecules.
Microscopic dipole moments are generated, due to charge transfer [Ger70], ordered
adsorption of molecules with intrinsic dipole moment [Blu00, Duh08] or both [Cri11,
All03]. To irreversibly change the surface dipole in D2O/Cu(111) either some ordering
of the intrinsic water dipoles, or a chemical reaction leading to a new species with
modi�ed dipole moment (e.g. OD� ) is needed.

Assuming that the change of work function is connected to thetrapped electrons
( 2
 ) it should have two contributions: 1. due to the negative charge of the trapped
electrons at the surface themselves, which is proportionalto their population n1 (t)
and 2. due to the amount of already modi�ed trapping sites, proportional to N0 � N (t)
(with N0 the initial amount of potential trapped electron sites before illumination):

�� tot (t) = A � (N0 � N (t)) + B � n1 (t) (6.69)

= A � N0 + N (t) [�B � A] (6.70)

The individual contributions to the total work function cha nge is unclear, as e�ective
dipole moments are unknown. ParametersA and B are introduced that correspond to
the e�ective weighting of both contributions.

The question then remains how the total amount of trapping sites is modi�ed, i.e.
what is the underlying mechanism or, mathematically speaking, how does the number
of modi�ed sites N0 � N (t) depend on time t?

One possible electron-induced chemical reaction is the so-called dielectron hydrogen
evolution reaction77 [Bar11]:

(D2O)� 2
n �! (D2O)n� 2(OD � )2 + D 2 (6.71)

In a doubly charged cluster of n water molecules, the two excess electrons induce
two covalent bond breaks in adjacent water molecules. Thereby two hydroxide ions
(OD � ) and one hydrogen molecule (D2) are formed. If this reaction happens at the
ASW/vacuum interface and the hydroxide ions remain at the ice surface, this could
explain the observed permanent work function increase.

In line with this dielectron hydrogen evolution reaction(Equation 6.71) two electrons
are involved in the reaction. At least one of them has to be in atrapped state to
enhance the reaction, otherwise the work function change would be observed at any
ASW coverage and not only in thicker adlayers. Also the change of trapped electron
signal strongly indicates their involvement. Figure 6.10 illustrates three possible ways
to realise such an electron `pairing' for this reaction. Thealready trapped electron is

77 As a possible candidate for the slightly less speci�c bimolecular water reduction reaction, also called
hydrogen evolution disproportionation reaction or hydrat ed-electron bimolecular self-recombination
[Bar11]. H is replaces by D, because heavy water was used in the present experiments. While reactions
rates might change due to this replacement, no change of the general mechanism is expected.
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6.4 Trapped electron induced chemistry at the ASW/vacuum interface
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Figure 6.10: Dielectron hydrogen evolution reaction at the ASW surface. Possible scenarios,
involving two electrons, are: One trapped electron (red arrow) interacts with: 1
 an electron
in the ice conduction band (CB), 2
 a subsequently trapped electron eT2 in the same trapping
site or 3
 a subsequently trapped electron in any trapping site. Transfer rates are indicated
(see main text for details).

indicated by the red arrow. A second electron arrives at the surface, most likely via
the ice conduction band (CB). Then, the already trapped electron and . . .

1
 . . . this second electron in the CB directly induce the reaction. The reaction rate
then is proportional to the excitation probability into the CB (� CB ) and the laser
intensity I , as well as the number of already trapped electrons (n1 (t)):

_N (t) = � 
 � � CB � I � n1 (t) (6.72)

= � 
 1 � I � N (t) with: 
 1 = 
 � � CB � � (6.73)

) N (t) = C1e� 
 1 �I �t (6.74)

The constants are combined with the reaction probability 
 into a single rate
constant 
 1 and C1 is determined by the initial conditions. Equation 6.67 was
used to transform n1 (t) to N (t), the total amount of trapping sites.

2
 . . . and an electron from the CB, subsequently trapped inthe samesite, induce
the reaction. The reaction rate then is proportional to the excitation probability
into the CB (� CB ) and the laser intensity I , as well as the trapping probability for
a second electron (�T2 ) and to the number of trapped electrons (n1 (t)) squared,
i.e. once for the already trapped electrons and once for the trapping of the second
electron:

_N (t) = � 
 � � T2 � n1 (t) � � CB � I � n1 (t) (6.75)

= � 
 2 � I � N (t)2 with: 
 2 = 
 � � T2 � � CB � � 2 (6.76)

) N (t) =
1


 2 � I � t � C2
(6.77)

The constants are combined with the reaction probability 
 into one constant 
 2

and initial conditions de�ne C2.

3
 . . . and an electron from the CB, subsequently trapped inany site, induce the
reaction. The reaction rate then is the same as for2
 , except that the second
electrons trapping probability scales with all free sitesN (t) instead of only the
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occupied sites (n1 (t)):

_N (t) = � 
 � � T � N (t) � � CB � I � n1 (t) (6.78)

= � 
 3 � I � N (t)2 with: 
 2 = 
 � � T � � CB � � (6.79)

) N (t) =
1


 3 � I � t � C3
(6.80)

As before, the constants are combined with the reaction probability 
 into 
 3 and
initial conditions de�ne C3.

The solution for 2
 and 3
 yield the same analytical form for N (t). With initial
conditions N (0) = N0, the constants are C1 = N0 and C2 = C3 = � 1=N0. Insert-
ing the solution N (t) into Equation 6.70 yields the expected change of work function
with time. The photoemission intensity from trapped electrons is proportional to their
number (Equation 6.67), also de�ned by N (t). This means that one can �t both ex-
perimental observations with the function X (t) = ~A + ~BN (t) with the respective N (t),
corresponding to model 1
 , 2
 and 3
 and compare the results.
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Figure 6.11: Comparison of two model �ts for transient changes of the ASW/vacuum interface,
based on the dielectron hydrogen evolution reaction (see main textfor details). a) Shows the
global �t to the decreasing trapped electron intensity and b) to th e increasing e�ective work
function. Model A (red) assumes one trapped electron and one that is simply `
ying by' initiates
the reaction, whereas model B (blue) assumes both electrons aretrapped. This analysis favours
model B, because the �t residuals corresponding to B are smaller, i.e. the �ts describe the data
better.

Figure 6.11 shows a comparison of �ts to experimental data based on the two
functional dependencies (model1
 and 2
 / 3
 ). a) Displays the decrease of signal from
eT (black) and the �t with model 1
 in green and model 2
 / 3
 in red. The red curve
(model 2
 / 3
 ) is able to describe the evolution of the measured signal better than the
green one. This becomes clearer when considering the residuals of the �ts (top part of
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6.5 Excess electrons in ASW: Long residence times enhance reactivity

the graph). The di�erence between data and �t are shown in the respective colours.
The residual is smaller for model 2
 / 3
 and constantly close to zero.

b) Shows the change of e�ective work function (~�) and �ts according to the two
models. Again the model corresponding to2
 / 3
 (red) describes the data better than
the one for 1
 (green), even though the di�erence is not as pronounced as in a), as
evident from the �t residual shown at the top of the graph. The residual of the model
2
 / 3
 is only slightly smaller than the one of model 1
 .

Both �ts favour the analytical function derived for model 2
 or 3
 over the one for
model 1
 . This means that the reaction is more likely to happen with two electrons
that are both trapped. Model 3
 also includes interactions between arbitrarily distant
trapped electrons, hence2
 might be the more reasonable choice. This is in agreement
with investigations of liquid water clusters [Bar11], where also two electrons in one sin-
gle solvation cavity induce this reaction. The transient changes of photoemission
spectra are described well by a consistent model, based on the dielectron
hydrogen evolution reaction. Pairs of trapped electrons at the ASW/vacuum in-
terface react with pairs of D2O molecules, generating a pair of hydroxide ions and a
hydrogen molecule. This blocks electron trapping sites andthereby reduces their total
number N (t), which leads to a reduced occupationn1 (t) and therefore, a decrease of
trapped electron photoemission signal. At the same time thehydroxide ions at the
ASW/vacuum interface change the work function of the system.

6.5 Excess electrons in ASW: Long residence
times enhance reactivity

Photoemission spectroscopy has been used to investigate various aspects and properties
of excess electrons in amorphous solid water (ASW). Figure 6.12 summarises the �nd-
ings. The large band gap (� 8 eV) of ASW allows for a selective excitation of electrons
within the Cu substrate. A few of the exited electrons in the metal are transferred to
the adsorbate layer, i.e. true excess electrons are generated.

Solvated electrons that are stabilised due to screening of the polar environment
are used as a de�ned, local electron source, to investigate the mean free path (1
 ) of
low excess energy electrons in ASW. A maximum value of 10�A is found, which must
stem from e�ective scattering with phonons or defects, as electronic states are too well
separated by the large band gap78.

For thicker ice layers at coverages above 15 BL, a new speciesof stabilised electrons
appears: Trapped electrons at the ice-vacuum interface (2
 ) are observed for many
seconds after photoexcitation. Most likely surface defects stabilise and screen these
excess charges so e�ciently that they can be observed for such long times. This is not
without consequence:

An electron induced chemical reaction, probably the dielectron hydrogen evolution
reaction, is observed at the ASW/vacuum interface, which transforms water molecules
into hydroxide ions and hydrogen molecules with the help of apair of trapped electrons

78 Only a transient population of excess charges in the conduction band could provide electronic
scattering partners.
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Figure 6.12: Summary of excess electron interactions within ASW: The mean freepath of
excess electrons1
 is found to be 10�A. At the vacuum interface excess electrons are e�ciently
trapped 2
 on a timescale of many seconds. This increases the reaction cross section and
hydroxide is generated e�ciently via the dielectron hydrogen evolution reaction 3
 . The surface
electronic structure is modi�ed by the accumulation of hydroxide at the surface 4
 .

( 3
 ). Such enhanced chemical reactivity is highly interestingin itself but also leads to
a modi�cation of the surface electronic structure of the system:

The work function increases (4
 ) by up to 1 eV due to this reaction. This work
function change depends on light intensity and is thereforespatially inhomogeneous,
following the beam pro�le of the laser. This leads to speci�c and universal signatures
in photoemission spectroscopy, described well by a phenomenological model (Appendix
G).
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7 Summary & Conclusion
The present work focuses on the ultrafast electron dynamicsin solids and the respective
role of screening of the Coulomb interaction. Screening is acollective response of
charges that modi�es the e�ective interaction between thesecharges. The questions
how screening in
uences electron dynamics and how one can dynamically in
uence
screening are addressed by investigating three model systems. The role of screening
within these systems is outlined in the following, before a detailed description of all
experimental �ndings is presented:

The (thermally and photoinduced) insulator-to-metal tran sition in Vanadiumdiox-
ide (VO2) has been studied by means of time-resolved optical and photoemission spec-
troscopy. A change in screening due to photoholes in the valence band of VO2 is shown
to lead to a band gap collapse in the insulating phase, turning the material into a metal,
before its crystallographic structure changes.

The modi�ed screening of the Coulomb interaction in two dimensions is investigated
in the two-dimensional electron gas (2DEG) at the SrTiO3/vacuum interface. Time
resolved photoemission spectroscopy reveals modi�ed quasiparticle scattering rates and
distinct, two-dimensional, �nal states.

Dipolar screening of excess charges in a amorphous solid water (ASW, amorphous
ice) has been exploited to trap electrons at the ASW/vacuum interface. Trapping for
at least tens of seconds allows these electrons to enhance chemical reactivity at the
surface of the ice layer.

While the screening of the Coulomb interaction is a universal e�ect that de�nes
key properties in these three model systems, it is not the only interesting aspect to
investigate. Hence, a more detailed overview of the resultsis given in the following:

Instantaneous band gap collapse in VO 2: Photoinduced change of screening
VO2 exhibits a seemingly simultaneous electronic and crystallographic phase transition
from insulating monoclinic to metallic rutile structure. T his transition can, e.g., be
driven by temperature or ultrashort light pulses.

Especially the driving mechanism behind the photoinduced insulator-to-metal tran-
sition in VO 2 is still debated. The seemingly simultaneous transition ofthe lattice
structure raised the question which of both initiates the phase transition on an ultra-
fast timescale. This work contributes a signi�cant amount of pieces to the puzzle: It
is shown that the insulating phase loses its band gap and lattice potential symmetry
instantaneously with photoexcitation. This happens with t he atoms still in their initial
monoclinic positions, i.e. is a purely electronic e�ect. In fact the role of screening is
vital:

Photoexcitation across the insulators band gap generates photoelectrons and pho-
toholes. Especially the latter open up intraband-transitions within the valence band
that increase the screening of the Coulomb interaction to such an extent that the band
gap collapses. This signi�cant change in the valence electronic structure is likely to be
responsible for the instantaneous symmetry loss of the lattice potential as well, because
it de�nes the bonding between the atoms.

Further investigations would require a wider range of excitation densities, which
were limited by the type of sample in this work. Single crystals on conducting sub-
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7 SUMMARY & CONCLUSION

strates would allow for stronger photoexcitation. This and the investigation of di�er-
ently grown samples could clarify the large spread of measured quantities and proposed
mechanisms in the literature regarding this intriguing system.

Screening and electron dynamics in two-dimensions: The SrTiO 3/vacuum
interface
In two dimensions, electrons can screen the Coulomb interaction less e�ciently, because
their ability to `move' is restricted in one spatial directi on. This and the di�erent
phase space for electron-electron scattering in two dimensions modi�es the lifetime of
quasiparticles in such a system. How screening and phase space a�ect quasiparticle
dynamics in the 2DEG at the SrTiO3 (STO) surface has been investigated by time-
resolved photoemission spectroscopy. Fermi-liquid theory predicts correct lifetimes as
long as the electronic density of states (DOS) is constant. More localised bands at low
excess energies lead to increased scattering rates with respect to those predictions.

Another aspect of the unoccupied electronic band structureof the STO surface,
two distinct �nal states with the same two-dimensional character as the 2DEG, are
discovered. Dynamically, a transiently increased �lling of the 2DEG from localised
in-gap states, was observed that relaxes on timescales of ballistic transport.

The screening in the 2DEG, and therefore the observed quasiparticle lifetimes de-
pend on the carrier density. It would be interesting to vary this systematically (by
changing the oxygen defect density) and �nd out if and at which carrier density Fermi
liquid theory fails to predict quasiparticle lifetimes. Al so, if the transient �lling of the
2DEG could be increased even more, this could have a measurable e�ect on hot electron
lifetimes. A three pulse experiment could be performed: 1. Strong near-IR excitation
increases the �lling of the 2DEG from in-gap states, 2. Hot carriers are generated by
a second IR pump pulse and the hot carrier lifetimes after thesecond excitation could
be investigated. As these lifetimes depend on the screeningof the Coulomb interaction
and, therefore, the carrier density, they could be `tuned' by the excitation density of
the �rst pulse.

Screened excess electrons in amorphous ice: transmission, trapping and
reactivity
The idea of the last investigation was to use dipolar screening of excess charges in
amorphous solid water (ASW) to stabilise them to such an extent that they enhance
chemical reactivity. The electrons are literally trapped at the ice-vacuum interface
for at least tens of seconds. There, they enhance a chemical reaction, most likely the
dielectron hydrogen evolution reaction, resulting in the splitting of water molecules
into hydroxide (OD � ) and hydrogen (D2). The hydroxide ions stay at the surface and
change the work function of the system dramatically.

Apart from this enhanced reactivity, the mean free path of low-energy electrons
in ASW is estimated to be 10 �A at maximum. This is very short and indicates a
strong interaction with defects and/or phonons, a result that is important in the �eld
of radiation chemistry where interaction of secondary electrons with biological systems
(that consist of water to a large extent) play an important ro le.

In the future, the study of the mean free path could be extended for di�erent ice
structures and sample temperatures. To substantiate the observation of the dielectron
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hydrogen evolution reaction, an attempt could be made to detect the generated hydro-
gen.

These studies have contributed signi�cantly to the understanding of electron dy-
namics considering the role of screening, and at the same time, open up new pathways
for interesting future investigations. The initial drivin g mechanism of the photoin-
duced phase transition in VO2 is found to be purely electronic, chemical reactions can
be enhanced at the ASW/vacuum interface and the 2DEG at the STO surface shows
interesting properties and its �lling can be manipulated by light.

Given the conceivable concept of the general phenomenon of screening, its large
impact on the properties of condensed matter is, in each particular system, intriguing
and impressive.
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A Screening of a point charge
The electrostatic potential � 0(r ) of an electron obeys the Laplace equation ��( r ) and
is

� 0(r ) =
e

4�" 0r
: (A.81)

When additional mobile electrons with density � (r ) are present instead, The Poisson
equation has to be solved:

��( r ) = �r E = �
� (r )
"0

(A.82)

Within Maxwell-Boltzmann statistics (ignoring the Fermio nic character of electrons)
the particle density of these additional electrons dependson potential energy e�( r ), if
n0 is the density of the unperturbed system, without the excesscharge:

n(r ) = n0e
e�( r )
k B T (A.83)

The change in charge density is thenn0 � n(r ), generating a net charge density

� (r ) = � en0

�
e

e�( r )
k B T � 1

�
�

� e2n� (r )
kBT

(A.84)

The �rst order linear approximation can be inserted into the Poisson equation in spher-
ical coordinates A.82:

��( r ) =
1
r

d2(r �)
dr 2 =

� � (r )
"0

=
e2n0

"0kBT
�( r ) (A.85)

With the Debye length � D = ( "0kBT=n0e2)1=2, this becomes:

d2(r �( r ))
dr 2 =

r �( r )
� 2

D
(A.86)

When considering the boundary conditions �( 1 ) = 0 and �( r ! 0) = � 0(r ) (Equation
A.81), this becomes:

�( r ) =
e

4�� 0r
e� r=� D ; (A.87)

which is the screened Coulomb potential of an electron (point charge) that has the
form of a Yukawa potential. Using Maxwell-Boltzmann statistics is only correct for low
electron densities, or far away fromEF (i.e. in semiconductors). In the Thomas-Fermi
approximation, which considers the fermionic nature of electrons, the Thomas-Fermi
screening length� TF replaces the Debye length� D :

� TF =

r
2�" 0EF

3n0e2 (A.88)

For further quantum-mechanically correct treatments refer to [Cha99].
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B EXPERIMENTAL SETUP FOR TR PHOTOEMISSION SPECTROSCOPY
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Figure B.1: UHV chamber: a) Sample is �xed on cryostat and can be moved (alongx, y, z)
and rotated (around z). UHV chamber for preparation (red) is separated from spectroscopy
chamber (green) by a gate valve. Overview of preparation chamber is shown in b): LEED
and QMS for characterisation, ion gun for single crystal surface preparation, PHD for D 2O
adsorbate dosing. The spectrometer part is displayed in c): Phoibos 100 electron analyser and
incoupling window for focused laser pulses. Time delay control via linear translation stage is
indicated. See text for details.

B Experimental setup for TR photoe-
mission spectroscopy

Photoemission spectroscopy is performed inside an ultrahigh-vacuum (UHV) chamber
to avoid contamination of the sample surface, which could signi�cantly alter the pho-
toemission signal due to the surface sensitivity of the technique. On the other hand,
the sample surface has to be prepared by various procedures,sometimes involving
comparably high background pressures (e.g. sputtering with Ar-ions, annealing un-
der O2-atmosphere and dosing of adsorbates). To separate spectroscopy from sample
preparation the employed vacuum-chamber is divided into two parts, as shown in Fig-
ure B.1 a). Preparation (red) and spectroscopy (green) are separated by a gate valve.
When the gate valve is open, the sample, which is attached to aliquid He/N 2-cryostat79

(Cryovac), can be moved downwards (alongz) from preparation to spectroscopy com-
partment. The linear movement along x-, y- and z-axis and rotation around z is
controlled by a motorised manipulator. Computer-controlled stepper motors outside of
the UHV chamber move the cryostat and sample along with it.

A few key components installed in the preparation chamber are shown in b). A
commercial LEED (low-energy electron di�raction) apparatu s (SPECS) is used to char-
acterise sample surface crystal structure. Residual gas analysis and thermal desorption
spectroscopy (TDS) is performed using a quadrupole mass spectrometer (QMS, model:
MKS satellite). The UHV pressure is monitored routinely via an ion-gauge.

For sample surface cleaning procedures (sputtering) an Ar-background pressure can

79 Temperatures around 90 K are reached when cooling with liquid N2 , liquid He enables cooling
down to 40 K.
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Figure B.2: a) Upper part
of sample holder (Cu and gold
plated Cu) is �xed at the cryo-
stat. A transferable sample
boat (Mo) is inserted along indi-
cated direction and �xed via two
screws at the back (not shown).
Electrical insulation is done via
macorR
 ceramics and sapphire
pieces. b) Sample boat with
Cu single crystal sample. Left
and right side of boat act as
electrodes for resistive heating
via Ta-wires. Two thermocou-
ple (TC) pins are used for tem-
perature measurements. c) STO
sample is glued into a grooved
Cu-piece.

be set via a leak valve and an ion gun (SPECS) ionises and accelerates Ar-ions onto
the sample. Light molecules and gases can be adsorbed on the sample via a home-built
pinhole doser (PD). Gas enters the preparation chamber via a5 � m diameter pinhole
followed by a 22 mm long metal tube [Dei11]. The direct beam isblocked by a small
piece of tantalum behind the pinhole. Collision of molecules with each other and the
walls of the tube ensure a homogeneous molecular beam [Mey11]. The complex gas
distribution system (GS), described in detail in [Dei11], is used to provide pure gases
and adsorbates at de�ned pressures. It is thereby possible to adsorb distinct doses in a
very reproducible manner.

A turbomolecular pump (Pfei�er, HiPace 700, not shown) is used to keep the prepa-
ration chamber at a pressure in the range of 1� 10� 10 mbar.

The spectroscopy part of the UHV system is routinely kept at abase pressure below
5 � 10� 11 mbar by additional ion- and Ti-sublimation-pumps, which easily keep such
low pressures even when the gate valve is closed (i.e. the turbomolecular pump is
disconnected from that part). A Phoibos 100 (SPECS) hemispherical electron energy
analyser is used in this spectroscopy part to acquire photoemission spectra. Light is
coupled in via a MgF2 window. Focusing of pump and probe laser pulses with fused
silica lenses80 and temporal delay via a linear translation stage and retrore
ecting
arrangement of mirrors are set outside of the UHV system. Thetravel distance for
photoelectrons is minimised by an extended analyser entrance nozzle reaching close
(4 mm working distance) to the sample and is shielded from magnetic �elds by a � -
metal shielding.

Sample holder and transfer A versatile sample-holder, which allows sample-transfer
into the UHV system, while providing controlled electrical contacts and allowing the
use of temperature sensors, was needed to e�ectively investigate di�erent types of sam-

80 Custom broadband anti-re
ection coatings (Laser Componen ts) were employed to minimise losses.
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Figure B.3: Hemispherical electron analyser Phoibos 100: Photoelectrons enter the analyser
through an adjustable lens system and entrance slit. Energy dispersion is introduced via two
hemispheres along the vertical axis, while conserving the emission angle (horizontal, non-energy-
dispersive axis). Analysed photoelectrons are ampli�ed by a MCP andconverted into photons
via a phosphorous screen. A two-dimensional image is acquired by a sensitive CCD-camera
(PCO sensicam QE), containing information about photoelectron energy on one, and emission
angle on the other axis. Modi�ed from [Dei11]).

ples. The sample-holder system described in [Hag09] ful�lsthose requirements and was
therefore replicated.

A schematic drawing of the sample holder is displayed in Figure B.2 a): A cen-
tral copper piece is �xed to the bottom of the cryostat. Two in dividually insulated
(sapphire was used for high thermal conductivity instead ofmacorR
 ceramics) gold-
plated Cu parts act as the slot for the transferable sample boat (which is crafted out
of Molybdenum for better thermal endurance and to avoid fusing).

A detailed schematic of such a sample-boat is shown in FigureB.2 b). It consists of
two electrically insulated Molybdenum parts, which thermally and electrically connect
to the two gold-plated Copper pieces of the �xed sample holder in a). They act as
electrodes for resistive sample heating via two Tantalum wires, which are used to �x
the sample mechanically to the boat. Two thermocouple (TC) pins connect to two
jacks on the bottom of the �xed part of the sample holder. The sample temperature
can therefore be monitored over a wide range via thermocouple wires.

A di�erently mounted sample is shown in c): SrTiO 3 (STO) samples can be prepared
for measurements by cleaving (i.e. breaking) them. Crashing the STO vertically into
a �xed tool inside the UHV chamber exposes a clean surface formeasurements. The
sample therefore needs to be attached �rmly to a Copper pieceusing conducting glue.
Resistive heating is not possible in this case.
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Electron analyser Phoibos 100 The probably most vital part of the setup is the
electron energy analyser Phoibos 100 (SPECS), which allowsanalysis of photoelectron
energy and emission angle simultaneously, via a two-dimensional detector. The system,
currently in use, has been described and characterised in [Dei11].

A schematic view of the analyser is shown in Figure B.3. Photoelectrons, emitted
from the sample surface, �rst enter a lens system consistingof several electrostatic lens
tubes. The lens system can be used to manipulate the projection of the photoemitted
electrons onto the entrance slit of the analyser, either conserving emission angle or
spatial position of emission. More importantly the photoelectrons are accelerated in
the lens system such that a certain moveable energetic window can be analysed.

The entrance slit size can be chosen via a magnetically coupled hand-wheel to adjust
transmission versus energy resolution. The smallest possible slit (size: 200 � m) was
selected for best energy resolution. The hemispheres act asa capacitor and generate a
radial electric �eld E(r ):

E (r ) =
Vin � Vout

r 2

RinRout

Rout � Rin
(B.89)

The �eld is de�ned by voltages Vin/out and radii Rin/out of of the inner and outer
hemisphere and energetic dispersion is introduced along the radial direction, along r .
The hemispherical geometry furthermore generates a focusing condition after passing
180� [L•ut01], such that an angular spread inr -direction behind the entrance slit does
not a�ect the energy resolution. The energetically dispersed electrons are multiplied
locally by a multi-channel plate (MCP of chevron type) and th e electron bunches are
subsequently converted into light on a phosphorous screen (type P43, time constant
� 1 ms) [SPEa]. A highly sensitive CCD camera (PCO sensicam QE)records this
visual image of impinging electrons. The conversion from pixel mE to kinetic energies
E follows [SPEb]:

E = Ekin + De1 � Epass � M � Ps(mE �
M E

2
) (B.90)

The parameters Ekin and Epass de�ne the energetic window that is simultaneously
detected and can be set via the computer-controlled power supply (SPECS HSA3500).
De1 is the energetic dispersion due to the hemispherical analyser, M the magni�cation
of the camera objective andPs the pixel size of the CCD chip. The latter three
constants are saved in the windows operating system registry �le. The total range of
pixels M E along the energy dispersive axis is adjusted by the data acquisition software
(National Instruments LabView), such that the acquired image is centred around the
middle of the screen, i.e. centred aroundEkin .81

The translation from pixel along the energetically non-dispersing direction m� to
emission angle� is slightly less trivial. Due to chromatic aberrations inside lens system
and the hemispherical part of the analyser, the conversion is non-linear and depends
on parametersEkin and Epass.

Based on calculated electron trajectories, an image transformation (called unwarp-
ing) may nevertheless be performed. For a certain set of parameters, iso-angle lines can

81 A removable slit aperture at the analyser exit plane is used f or calibration.
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C NONLINEAR OPTICS

Figure B.4: a) Raw
photoemission intensity
image in false colours
and exemplary iso-angle
lines (red,orange,yellow).
Magni�ed portion of a) is
shown in b), as indicated
by the black square. See
text for details.

E
m!

wEi

Ei-1

Ei+1

m (E, )! !

m E! +1( , +1)!m E! ( ), -1! m E! ( , )!

E

a) b)

be calculated that describe how a constant emission angle looks after traversing the
analyser. The pixel (number) m� corresponding to the angle� at energy E is given by
the second order polynomial:

m� (E; r ) = n0(�; r ) + n1(�; r )E + n2(�; r )E 2 (B.91)

The coe�cients n i depend on the retarding ratio r = Ekin =Epass and are indirectly
provided by SPECS via another polynomial expression and interpolation, as described
in [SPEb]. Exemplary iso-angle lines are overlayed onto a raw-CCD image in Figure
B.4 a). Clearly the iso-angle lines (red, orange, yellow) donot follow a constant pixel
m� along the angular direction.

One iso-angle line is calculated for each angle on the �nal image, to unwarp the
image. An algorithm traverses one iso-angle line and for each energy E i , the pixel in-
tensities are averaged over in the horizontal directionw between neighbouring iso-angle
lines, as indicated in b). Proper weighting of intensities based on the local density of
iso-angle lines is performed. Depending on the amount of angular distortion, which sig-
ni�cantly depends on the projected angular range de�ned by the lens system, unwarping
has to be performed before further data analysis.82

C Nonlinear optics
This section recapitulates the most important concepts of nonlinear optics that are
used in this work. It is based on parts of the book `nonlinear optics'[Boy08] and
Â�Femtosecond Laser Pulses' [Rul05]. Quantities like electric �elds and polarisations
are treated as scalar and, if applicable, complex quantities for simplicity.

C.1 Introduction
If the electric �eld strength E(t) of electromagnetic radiation is on the order of the
characteristic atomic �eld strength of 5 � 1011 V/m 83, the nonlinear terms in E(t) of

82 In particular when angular dependence is discussed.
83 While at the �eld-strength, mentioned above, strong photoi onisation would make Equation C.93

invalid, already at lower light intensities nonlinear e�ec ts start to play a role[Boy08]
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C.2 Second order e�ects and conservation laws

the induced polarisation of matter are on the same order of magnitude as the linear
one:

P(t) = � 0

�
� (1) E(t) + � (2) E 2(t) + � (3) E 3(t) + : : :

�
(C.92)

= P (1) (t) + P (2) (t) + P (3) (t) + : : : ; (C.93)

The material response is now characterized also by higher order nonlinear optical sus-
ceptibilities � (n6=1) . The resulting nonlinear order polarisation componentsP (n6=1) (t)
act as a source term in the wave equation, adding new components of electromagnetic
radiation:

d2E
dz2 �

� (! )
c2

@2E
@t2

=
1

� 0c2

@2P (n6=1)

@t2
(C.94)

The second order polarisationP (2) (t) will generate new frequencies by mixing two
fundamental frequency componentsE i (t) = e� i! i t , due to the quadratic dependence on
E(t). There are three waves involved altogether, hence the namethree-wave mixing.
Higher orders of P will subsequently add an additional wave component resulting for
example in four-wave mixing etc.

C.2 Second order e�ects and conservation laws
Inserting two plane wave componentsE(x; t ) = e� i! 1 t + e� i! 2 t + c.c. at a frequencies
! 1=2 into the second order term of Equation C.93, immediately leads to polarisation
contributions at the sum and di�erence frequency ! 3 = ! 1 � ! 2, corresponding to sum
and di�erence frequency generation (SFG and DFG). Also the second harmonic at 2! 1=2
is generated (SHG). In a particle picture two photons of energy �h! 1 and �h! 2 create a
single photon of energy �h(! 1 � ! 2), thereby ful�lling energy conservation.

The analogy to momentum conservation in nonlinear optics comes into play when
considering the spatial dependence of the propagating plane wave. The amplitude of
the newly generated components changes with propagation atthe 'spatial frequency`
� k = k1 + k2 � k3, which is called wavevector or momentum mismatch. Integrating
over the full propagation distance L yields an expression for the newly generated �eld
component:

I 3 / I 1I 2L 2sinc2
�

� kL
2

�
(C.95)

As shown in Figure C.1 a), this expression is only non-zero for small arguments
� kL=2. As the intensity I 3 also scales withL 2, this implies small � k for e�ective
an wave mixing process. In a particle picture this � k = 0 corresponds to perfectly
ful�lled momentum (wavevector) conservation. In terms of plane waves it corresponds
to a situation where all waves included in the mixing processare in phase, hence the
name phase-matching condition. As the refractive indexn(! ) and therefore also the
wavevectork(! ) usually increases with frequency (normal dispersion) in anon-resonant
situation, the phase matching condition for SFG,

k1 + k2 = k3 (C.96)

n(! 1)! 1 + n(! 2)! 2 = n(! 3)! 3; (C.97)
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Figure C.1: a) Intensity dependence on wavevector mismatch according to Equation C.95.
b) Phase matching condition in BBO for SFG of 800 nm and 400 nm photons, normalized to
� 0 = 800 nm: For the left hand side of Equation C.97 (green curve) the ordinary refractive
index n0(� ) applies, as the polarisation of the fundamental waves at 800 and 400 nm is chosen
perpendicular to the plane of propagation direction and optical axis. If the resulting sum
frequency would also see the ordinary refractive index (dashed orange curve), the two curves
would not intersect, meaning that the phase-matching condition cannot be ful�lled. If on the
other hand the e�ective extraordinary refractive index, according to Equation C.98, (red curve)
applies, the two curves cross at� = 44:3 � . This means that the resulting SFG photons will be
polarized perpendicular to the two fundamentals.

can only be ful�lled by using mixed polarisations and birefringent non-linear optical
crystals. Angle-tuning of the optical axis then changes thee�ective refractive index
ne� (�; � ) at the angle between propagation direction and optical axis, � , according to

ne� (�; � ) =

s �
cos2 �
n2

o(� )
+

sin2 �
n2

e(� )

� � 1

(C.98)

Plotting the left- and right-hand side of Equation C.97 with respect to � directly yields
the phase matching angle at the point, where the two curves cross, as displayed in Figure
C.1 b) for a BBO-crystal. The phase matching condition is metat an angle � = 44:3 � ,
if the fundamental (800 nm and 400 nm) beams are polarized perpendicular to the
optical axis of the BBO, while the resulting SFG beam will be polarized perpendicular
to the fundamental beams.

When leaving a collinear geometry,k becomes a vector and the calculations get more
complicated, but the overall concept remains the same. Using a non-collinear geometry
is especially helpful for broadband optical-parametric ampli�cation as described in [].

C.3 Third order e�ects

According to Equation C.93, the induced polarisation in centrosymmetric media (i.e.
� (2) = 0) for a plane waveE(t) = E(! )e� i!t +c.c. after dropping the complex conjugates
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C.3 Third order e�ects

is:

P(t)
� 0

= � (1) E(! )e� i!t + � (3) �
3E(! )2E � (! )e� i!t + E(! )3e� i 3!t �

(C.99)

=
�

� (1) + 3 jE(! )j2� (3)
�

E (! )e� i!t + � (3) E(! )3e� i 3!t (C.100)

= � e� E(! )e� i!t + � (3) E(! )3e� i 3!t (C.101)

with � e� = � (1) + 3 jE(! )j2� (3) (C.102)

After dropping the third harmonic part (e.g. because phase-matching conditions are
not ful�lled), identifying jE(! )j2 = I , using n2 = 1 + � e� and dropping some higher
order contributions, linear (n0) and nonlinear (n2) parts of the refractive index

n0 =
q

1 + � (1) (C.103)

n2 =
3� (3)

2n0
(C.104)

will justify the de�nition of an intensity dependent refrac tive index of the form

n(I ) = n0 + n2I: (C.105)

Equation C.105 can then be used to explain several third order nonlinear e�ects, e.g.
Kerr lens e�ect and self-phase-modulation.

C.3.1 Kerr lens e�ect

The spatial intensity dependence of a laser beam can be assumed to be GaussianI (r ) =
I 0e� � r 2

. According to Equation C.105 this means that the refractiveindex in the centre
of the beam is higher than in the wings and in fact follows the Gaussian intensity
distribution. This has the same e�ect on the propagating wavefront as a convex lens,
only that the optical path is increased towards the centre ofthe beam by the increasing
refractive index n(I ) instead of the increased propagation distance through themedium
(i.e. the centre part of the lens). The Kerr lens e�ect is also termed self-focusing.

C.3.2 Self phase modulation

Self phase modulation can be understood in a similar fashionas the Kerr lens e�ect,
but assuming a Gaussian intensity distribution of the laserpulse in time I (t) = I 0e� � t2

.
An optical pulse propagating along the positive x axis, can be written as

E(x; t ) =
p

I (t)ei (! 0 t � k(t )x) (C.106)

with

k(t) =
! 0

c
n(t) (C.107)

/ ~n0 + ~n2I (t) (C.108)
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D EXCITATION DENSITY IN VO 2
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Figure C.2: Self phase modulation: a) Electric �eld (red) and intensity envelope (green) of
a transform limited Gaussian laser pulse. b) Self phase modulation leads to a modi�cation of
the electric �eld waveform (orange), while leaving the intensity envelope (blue) intact. The
instantaneous frequency (black) varies with time: the pulse is chirped. c) spectral intensity of
original laser pulse (red) from a) and self phase modulated pulse (orange) from b).

The temporal phase of the oscillation becomes �(t) = ! 0t � ~n0x � ~n2I 0e� � t2
and from

that the instantaneous frequency! (t) = @�( t)=@tcan be calculated:

! (t) = ! 0 + 2 t ~n2I 0e� � t2
(C.109)

A visualisation of the e�ect on pulse and spectrum is given in Figure C.2. A Gaussian
laser pulse (oscillating electric �eld and intensity envelope) is displayed in a). Adding
the e�ect of the intensity dependent refractive index leads to self phase modulation
as depicted in b). When neglecting dispersion e�ects due to propagation the intensity
envelope keeps its temporal shape. Fourier transforms of the pulses from a) and b) are
displayed in c) and clearly show a spectral broadening due toself phase modulation.

D Excitation density in VO 2

Calculating excitation densities is no trivial task, not because the calculations are dif-
�cult, but because experimental parameters (e.g. spot size) possess rather large error
margins and often it is unclear under which assumptions excitation densities are cal-
culated. To minimize uncertainties the calculation for the excitation density in VO 2 is
outlined here:

The absorbed light intensity dI over a distance dz is proportional to the incident
intensity I , the absorption coe�cient � and the distance dz (yielding the Lambert-Beer
law):

dI = � I � � � dz (D.110)

To calculate the amount of photons absorbed per unit cellN in the surface layer of
VO2 the incident 
uence in mJ/cm 2 is converted to number of photons [n] (800 nm or
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1.55 eV) per unit cell [uc] and inserted in Equation D.110:

N [n/uc] =
6:25� 1015 [eV/mJ]

1:55 [eV/n]
� F [mJ/cm 2] � A [cm2/uc] � � [1/nm] � dz [nm]

(D.111)
For the (010) surface of VO2, the monoclinic unit cell has a surface area of 26.05�A2 =
26:05 � 10� 16 cm2 [Eye02], the absorption coe�cient at 800 nm is � = 0 :01 1/nm
[Gav72] and the unit cell dimension in surface normal direction is dz = 0 :453 nm
[Eye02], therefore:

N [n/uc] = 0 :048 [cm2 n/mJ uc] � F [mJ/cm 2] (D.112)

As inhomogeneity of surface and interface e�ects do not allowfor precise calculations of
absorbed photons in the real system, theincident 
uence is used as a maximum limit
for calculated absorbed photon density. It is based on independent in-focus spot size
(FWHM) measurements, using a CCD-camera (Ophir Spiricon SP620U with 4.4 � m
pixel spacing), and incident power measurements, using a thermopile power detector
(Newport). If the photon energy is su�cient to excite above g ap, the number of ab-
sorbed photons is equal to the number of excited electrons inthe conduction band.
This approach allows for comparison with other experimentsand yields an upper limit
for the real deposited excitation density.

E Photoemission data treatment from
Section 4.2.3

As mentioned in Section 4.2.3, great care was taken when analysing the photoinduced
change of photoemission signal during the thermal phase transition in VO 2. This section
describes the steps of data treatment that lead to Figure 4.25. As a clearest possible
representation, the data (Figure E.1) is displayed with respect to the acquisition number
of each photoemission spectrum.

The data was acquired continuously during heating (shown) and cooling (not shown)
by measuring alternately at a delay � = +1 (pumped) and � = � 1 ps (unpumped) for
500 ms each. `Pumped' means that the probe pulse arrives 1 ps after the pump pulse
and `unpumped' the opposite order. The resulting raw data for the pumped case (same
visual appearance as for the unpumped data set) is shown in Figure E.1 a) in a false
colour scale with respect to acquisition number and kineticenergy (The energy axis is
shifted arbitrarily at this point and will be �xed to a spectr oscopic signature during
later steps). Fluctuations of intensity (due to a thermally induced movement of the
sample during heating) and charging (shift of the intensity along the energy axis) are
observed.

The temporal ordering of pumped (Pi ) and unpumped (Ui ) acquisition cycles is
precisely P1, U1, P2, U2, P3, etc. during the measurement (i is the number of acquisition
cycles). To obtain the change induced by the pump pulse, unpumped spectra have to
be subtracted from pumped spectra. Two obvious choices are possible without any
raw data treatment: P i minus Ui or the opposite way around Pi +1 minus Ui . The
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Figure E.1: Raw data treatment for Temperature dependence of photoinduced changes in
VO2: a) Shows raw data, b) shows photoinduced change after interpolating pumped and
umpumped acquisition to a common point in time (see text for details). c) and d) shows
datasets from a) and b) after correction for charging induced shifts. Averaged (over the region
indicated by the yellow box in c)) spectra for unpumped (blue) and pumped (red) situation.
The unpumped spectrum is shifted (grey) to indicate that such a rigid shift generate the red
(pumped) spectrum.
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�rst choice subtracts unpumped background, measuredafter the pumped spectrum,
the second onebefore the pumped spectrum. Both choices result inthe samecontrast
as shown in b): An intensity increase (red) at higher energies and a decrease (blue) at
lower energies, at acquisition numbers between 160 and 250 (that is the thermal phase
transition region, shown in Figure 4.25). The intensity change displayed in b) is in fact
determined even more accurately by �rst interpolating P i and Ui to an intermediate
time between them. This is possible, because the exact time of measurement is recorded
for each acquisition. Via this analysis and the fact that raw data subtraction for two
di�erent time orderings results qualitatively in the same ph otoinduced intensity change
excludes shifts due to charging as a reason for the observed contrast (In the case of
slow charging the sign of the contrast would change).

To correct for sample chargingafter this background subtraction procedure, the
secondary edge (low-energy cut-o�) was determined from oneraw dataset at each ac-
quisition. The raw data spectra in a) and also the intensity change spectra in b) were
then shifted accordingly, based on thissingle value for each acquisition. These shifted
datasets are shown in c) and d) respectively.

To further exclude rigid photoinduced shifts on a single acquisition timescale, pumped
and unpumped raw data is averaged over 10 aquisitions (indicated by the yellow box
in c)) and compared in e). The blue curve is from the unpumped dataset and the
red one from the pumped one (both are interpolated to a commontime, as described
above). It is clear that the red curve is not just a rigidly shifted replica of the blue
spectrum, but two distinct e�ects are observed: a change in secondary edge position
(i.e. a work function change) and an photoinduced increase at higher energies (> 0 eV).
To illustrate this, a shifted replica of the blue (unpumped) curve is displayed (grey),
such that the low-energy cut-o� coincides with the red curve. Still the red (pumped)
curve shows a higher intensity at most energies. This analysis clearly shows that the
photoinduced increasein the phase transition region (see Section 4.2.3 for the actual
temperature dependence) below the reference Fermi energy (at 0.6 eV in c) and d)) is
a real increase of density of states, not just an artefact.

F Space charge e�ects
In photoemission spectroscopy, as soon as there is more thanone electron emitted by
an ultrashort laser pulse, the repulsive Coulomb interaction between emitted electrons
has to be considered. While the proper treatment is a numerical simulation of electron
trajectories, describing the real experimental conditions accurately, some qualitative
aspects are considered here. Systematic experimental and theoretical investigations are
for example presented in [Gra10, Hel12, Hel09].

Photoelectrons, emitted with kinetic energy Ekin0 , are accelerated by the potential
di�erence, between sample and analyser work function, plus bias voltage �� + Ubias,
during their 
ight path of � 4 mm, before they enter the analyser. They are spatially
densest, in the initial time after emission and disperse at later times, due to their
di�erent velocities. Only this initial region is therefore c onsidered in a simpli�ed plate-
capacitor scheme. This is illustrated in Figure F.1 a):

A spatially thin disk of electrons (blue shaded ellipse) is emitted at time t1, when
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Figure F.1: .

space charge interaction is generally strongest. After propagation in vacuum at time
t2, the electrons have dispersed, due to their kinetic energy distribution and Coulomb
repulsion. As a �rst extreme case, we start with no Coulomb interaction and consider
the density of the electron cloud (in one dimension) to estimate the strength of space
charge broadening. Textbook physics yield:

F = m � a (F.113)

= �r V (F.114)

= qE (F.115)

Integration of the equation of motion and writing the electr ic �eld E = � V=qdin terms
of the potential drop V over the distanced gives the trajectory

x(t; E kin0 ) =
V

2dme
� t2 +

r
2Ekin0

me
� t; (F.116)

where the �rst term captures the acceleration by the potential V and is constant for all
photoemitted electrons, and the second term captures the initial conditions (initial ki-
netic energy upon photoemission). The distance �x(t; � Ekin ) between two photoemit-
ted electrons, possessing an initial kinetic energy di�erence � Ekin = Ekin2 � Ekin1 is
therefore:

� x(t; E kin1 ; � Ekin ) =

0

@

s
2(Ekin1 + � Ekin )

me
�

r
2Ekin1

me

1

A � t (F.117)

Assuming a spectral bandwidth of 1 eV for photoemitted electrons, a bias voltage
of 1 eV over a sample-analyser distance of 4 mm and a emission spot size of 50 �
(FWHM), the total separation in z-direction is as large as the spot diameter (i.e. 50� m)
after t2 = 84 ps. This con�rms our initial assumption that only small t imes have to
be considered. The photoelectrons starting withEkin = 0 eV have then travelled to
z1 = 0 :2 � m, while the fastest ones withEkin = 1 eV are at z2 = 50:2 � m.

In Figure F.1 b) the change of spatial separation with propagation time for pairs of
electrons with kinetic energies ofEkin1 and Ekin1 + 50 meV is displayed. Clearly low
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initial energies lead to a large separation (i.e. lower density). From this consideration
one can argue, that faster electrons are a�ected more strongly by vacuum space charge
broadening than slower ones.

Of course switching o� the Coulomb interactions might be considered a very crude
approximation, especially when discussing an e�ect based onit. Therefore we now
switch o� the propagation and discuss the other extreme: Thephotoelectrons are space
charge broadened only at timet1, initially after emission. All electrons, no matter
which initial kinetic energy they possess, will interact and repel each other. But no
acceleration due to the bias voltage has happened yet, so theslowest electrons with
Ekin = 0 eV could be pushed back an reabsorbed by the sample. Again space charge
e�ects would only be visible at energiesEkin > 0. A decreased shift of the low-energy
cut-o� would be expected.

Reality probably is situated between those two extremes, but would only be acces-
sible by means of complex numerical simulations including e.g. image charge e�ects.
This is beyond the scope of this Appendix. Nevertheless qualitatively it seem that high
energy features in photoemission spectra might be in
uenced more strongly by vacuum
space charge e�ects, than e.g. the low energy cut-o�.

For dynamic vacuum space charge e�ects observed in [Leu11], acharacteristic
timescale on the order of 100 fs has been reported at metal surfaces.

Estimated detection e�ciency of hemispherical analyser investigating STO
In this paragraph an upper and lower estimate for emitted photoelectrons per laser
pulse is given, for a speci�c experiment on STO (see Section 5.2). Two geometric
considerations can reduce the ratio between detected and emitted electrons: If pho-
toelectrons are emitted equally over a half solid angle 
0 = 2 � (neglecting any band
structure). The detection cone (in LAD analyser mode) with apex angle 2� = 16 � �
yields a solid angle of 
1 = 2 � (1 � cos(� ))) = 0 :061 sr. The ratio between the two is
1 � 10� 2.

The employed analyser entrance slit has the dimensions of 20:2 mm2, where the
width of 20 mm corresponds to the apex angle of approx� 8� and therefore restricts
transmission further in one direction. This reduces the detection e�ciency by a factor
of 1:2 � 10� 2.

Combining both e�ciencies in a worst case estimate yields
 = 1 :2 � 10� 4 detected
electrons per emitted electron. A more optimistic estimateassumes uniform emission
into the detection cone (� 8� ), but no signi�cant emission into the rest of the vacuum
half-space. Only the reduction due to the slit of 
 = 1 :2 � 10� 2 has to be considered
then.

To translate this into meaningful numbers, for the investigations of the SrTiO3 sur-
face, a single electron counting algorithm was employed to analyse camera pictures,
delivered by the 2D electron analyser (Phoibos 100 and SensiCam QE) in real time.
For a moderate incident 
uence of 1.7� J/cm 2 (photon energy 4.6 eV, i.e. single pho-
ton photemission), 0.27 electrons per laser shot are detected on average. The worst
case scenario then yields 2250 and the optimistic one 22.5 emitted electrons per shot.
(Corresponding to 1300 and 13 emitted electrons per� J/cm 2).
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G WORK FUNCTION DISTRIBUTION AND EFFECT ON
PHOTOEMISSION SPECTROSCOPY
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Figure G.1: a) Schematic view of a work function distribution (red) that crosses the pho-
ton energy (h� ) and resulting in one- and two-photon-photoemission processes.b) Shows a
measured photoemission spectrum (green markers, h� = 4 :63 eV) and the result of a model
calculation (red curve, model described in the text) agree very well in the low energy region.
Single- (blue) and two-photon (brown) contributions of the model are separately shown in c).
The underlying work function distribution with respect to the laser in tensity in the Gaussian
beam pro�le is displayed in d). Adopted from [Weg13].

G Work function distribution and ef-
fect on photoemission spectroscopy

In Chapter 6 it has been shown that a spatial work function distribution leads to an
e�ective shift and broadening of the low energy cut-o� of photo-electron spectra, when
photon energies are larger than the work function distribution (h� > �). For photon
energies on the order of the work function distribution (h� � �), the resulting photoe-
mission spectra exhibit a very peculiar shape, as both single- and two-photon-processes
can mix.84 Such a situation is schematically shown in Figure G.1 a): At aposition x,
where �( x) is smaller than the photon energy h� , single photon photoemission (1PPE)
is energetically possible, whereas at positionsx, where �( x) > h� , two photons are
needed to photoemit (2PPE) an electron even from the most weakly bound states (i.e.
at the Fermi energy). A mixture of both processes is detected. The phenomenological
model to describe such mixing and predict the resulting spectroscopy is simple:

� Under the assumption that the work function modi�cation dep ends on photon
dose or light intensity, a work function pro�le �( r )is calculated from the laser
beam intensity pro�le I (r ). Di�erent functional dependencies f re
ect di�erent

84 Short laser pulses, exhibiting high enough peak intensities and therefore supporting non-linear two-
photon processes are a requirement for such a behaviour, which is usually met by time-resolved 2PPE
and laser-based time-resolved ARPES sources.
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underlying mechanisms: �( r ) = f (I (r )). An exemplary work function pro�le,
calculated from an intensity pro�le I of a 4.6 eV beam via

�( I ) = � 0 + �� max
1 � e� 
I

1 � e� 
 ; (G.118)

is shown in Figure G.1 d). In this case,I is the normalized radial Gaussian light
intensity ( I (r ) = e� r 2=� ) that generates a work function pro�le starting at � 0

and saturating at � 0 + �� max .

� A density of initial states DOS(E) and some photoemission cross section or trans-
mission function T(E) has to be assumed, re
ecting the energy dependence of the
emission process.

� The resulting `spectrum' DOS(E) � T(E) is shifted up (i.e. to higher energies)
from the initial state energy by the photon energy h� for 1PPE(E) and by two
times h� for 2PPE(E), to get to the �nal state spectra.

� Both contributions are convolved separately with the energy bandwidth of the
laser.

� For each work function �( r ) the low-energy side of the spectra are cut at the
respective position of �, yielding 1PPE( E; �) and 2PPE( E; �).

� It is numerically integrated over r , assuming a linear intensity dependence for
1PPE and a quadratic one for 2PPE contributions. The global ratio � between
1PPE and 2PPE is a free parameter and depends on various conditions (laser

uence, cross sections, etc.). The 2D character of the laserbeam is accounted for
by an additional weighting by the illuminated area, which is proportional to the
radial position r .

� Finally the resulting spectrum is convolved by the energetic resolution of the
detection apparatus.

Neglecting the mentioned convolutions for simplicity, the total yield Y (E) is

Y (E) =
Z 1

0

�
1PPE(E; �( r )) I (r ) + � � 2PPE(E; �( r )) I 2(r )

�
) � r dr (G.119)

For the case of the investigated system, D2O/Cu(111), a constant initial DOS multi-
plied by a Fermi distribution function (metal substrate) an d an exponentially decaying
transmission function T(E) / e� E was assumed. The latter is due to the transmission
of secondary electrons, that constitute the signal at low energies, through the� 20 BL
thick D 2O layer and describes the typical shape of inelastically scattered electrons for
low kinetic energies fairly well [All03]. Model calculation and experimental data are
compared in Figure G.1 b): A remarkable agreement at the low energy side of the
spectrum is achieved, in spite of the simplicity of the model. The deviation at higher
energies is due to the trapped electron stateeT , discussed in the previous chapter,
which is not included in the model.
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Figure G.2: Variation of model parameters: a) laser spot pro�le and resulting work function
distribution for the functional dependence Equation G.118 b). c) shows calculated spectra for
di�erent maximum work function changes �� max . In d) the parameter 
 is varied and resulting
spectra are shown for a photoinduced increase and decrease of �. A linear relationship between
beam intensity pro�le and work function change yields qualitatively similar spectra, displayed
in d). Adopted from [Weg13].

Figure G.1 shows the two contributions leading to the peculiar peak like structure
at the low energy side of the spectrum: A small contribution,where � < h� , generates
a photoemission spectrum dominated by a narrow single photon contribution (1PPE).
A more continuous spectrum, exhibiting a very broad low-energy edge, is generated
via two-photon processes (2PPE). The exact shape of the workfunction distribution
depends of course on the underlying mechanism of work function change, but a gen-
eral peak-like structure below the broadened low energy cut-o� is very robust against
modi�cations.

This is veri�ed by changing the functional dependence between laser intensity and
work function change, while initial DOS and transmission function are kept �xed (as
described in context of Figure G.1): Figure G.2 a) shows a calculated Gaussian intensity
pro�le of the laser beam. Using Equation G.118, an exemplaryspatial work function
pro�le is calculated and displayed in b).

Variation of �� max tunes the gap between peak like structure (1PPE) and e�ective
low-energy edge of continuum (2PPE), as can be seen in FigureG.2 c). The larger
the maximum change of work function, the wider the gap. It is noteworthy that the
maximum work function (� 0 + �� max) of the system is found at the top of the edge
and not at the half-rise position, which is commonly used to determine the energetic
position of the low-energy cut-o�.

In d) the parameter 
 is varied, which tunes how quickly � saturates with laser
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intensity. In addition to a photoinduced work function incr ease (red-yellow curves),
the inverse process, a photoinduced work function decrease(blue curves), is modelled
as well. The peak-like structure from 1PPE is visible in all traces, whereas the gap
is only visible for a photoinduced work function increase and gets more pronounced
for steeper �( I ), i.e. larger 
 . e) Shows calculated spectra, when assuming a linear
dependence between light intensity and work function change again for a photoinduced
increase (red, yellow) and decrease (blue). Both exhibit a peak at low energies as well as
a gap-like structure. The measured spectral data from photoemission experiments on
D2O/Cu(111) is described remarkably well by this simple phenomenological model.
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war. Lieben Dank an die Mitlaboranten und Kollegen Jan, Marc, Alex, Lutz, Clemens,
Ralph, Laura, Lea, Selene, Claude und wie sie nicht alle hei�en.
Technisch bestens unterst•utzt gef•uhlt habe ich mich vor allem von Marcel (Computer,
Laser, Messzeug), Albrecht und Sven (UHV und basteln). Ihr wart immer eine gro�e
Hilfe und ich danke euch stellvertretend f•ur die weiteren Techniker-Kollegen und das
O�ce Management. So hei�t das heutzutage, glaube ich. Oder,Manuel?
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Nat•urlich k •onnte man diese Liste noch eine ganze Weile fortsetzen. Oderman sagt
einfach, dass man sich in den letzten Jahren an seinem Arbeitsplatz wohl gef•uhlt hat
und immer auf Hilfe und Unterst •utzung vieler z•ahlen konnte. Entschuldigung an all
die Vergessenen.

•Uber das Arbeitsumfeld hinaus habe ich mich in den letzten Jahren immer unterst•utzt
und sicher gef•uhlt. Das habe ich meiner lieben Familie zu verdanken, von der man
keine bessere haben k•onnte. Und gr•o�er geworden ist sie auch. Erst ein lieber Gru�e
nach Finnland, dann zum wichtigsten Menschen: Auch wenn dirunser Sohn Jonathan
diesbez•uglich Konkurrenz macht, liebste Anna, den allergr•o�ten Dank, dass Du es mit
mir, trotz meiner vielen langen Arbeitstage, ausgehalten hast. Ich kann es mir nicht
ohne Dich vorstellen.

206



Selbstst •andigkeitserkl •arung gem •a� x 7 der
Promotionsordnung
S•amtliche verwendeten Hilfsmittel, Hilfen und Quellen sindan der entsprechenden Stelle
angegeben. Ich versichere, dass ich auf dieser Grundlage diese Arbeit selbstst•andig ver-
fasst habe. Diese Arbeit wurde bisher weder in gleicher noch•ahnlicher Form einer
anderen Pr•ufungskomission vorgelegt oder ver•o�entlicht.

Berlin, den

Daniel Wegkamp
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